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Genel Bakış

1981’de başladığı İstanbul Teknik Üniversitesi Sakarya Mühendislik Fakültesi Makine Mühendisliği Bölümünden 1985
yılında mezun oldu. 1986’da Atatürk Üniversitesi Mühendislik Fakültesi Makine Mühendisliği Konstrüksiyon-İmalat
Anabilim Dalında Araştırma Görevlisi olarak göreve başladı. Dokuz Eylül Üniversitesi Mühendislik Fakültesi Makine
Mühendisliği Bölümü Konstrüksiyon-İmalat Dalında 1988 yılında Yüksek Lisansını, 1993’te de Doktora eğitimini
tamamladı. Atatürk Üniversitesi Mühendislik Fakültesi Makine Mühendisliği Bölümüne 1994 yılında Yardımcı Doçent,
1995’te Doçent, 2001 yılında da Profesör olarak atandı. 2001-2008 yılları arasında Atatürk Üniversitesi Mühendislik
Fakültesinde Dekan Yardımcılığı, 2011-2015 tarihleri arasında Erzincan Üniversitesi Mühendislik Fakültesinde Dekanlık
görevlerinde bulundu. Birçok ulusal ve uluslararası projede yer aldı. Yayımlanmış 170 kadar ulusal ve uluslararası yayın,
bildiri ve poster çalışması bulunmaktadır. 18 Ağustos 2016 tarihinde Rektör Yardımcılığına atanan Prof. Dr. Ayhan ÇELİK
evli ve iki çocuk babasıdır. İngilizce bilmektedir.
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Türkiye

21. Plazma nitrürleme işleminin 316L paslanmaz çelik biyomalzemenin in vitro biyouyumluluğu üzerine
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Yönetilen Tez · Rol: Asıl Danışman (Eş Danışmanlı Tezler İçin) · Yüksek Lisans · Öğrenci: Aylin Altınay Gündoğan · Atatürk
Üniversitesi · Türkiye

22. Plazma oksitleme işleminin Ti6Al7Nb ve Ti45Nb alaşımlarının tribolojik, elektrokimyasal ve
biyouyumluluk özelliklerine etkisi (2013 – Devam ediyor)
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Yönetilen Tez · Rol: Asıl Danışman (Eş Danışmanlı Tezler İçin) · Doktora · Öğrenci: Özgü Bayrak · Atatürk Üniversitesi · Türkiye
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ediyor)
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Türkiye
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26. Plazma nitrürleme yapılmış çelik malzemenin değişken yük altındaki davranışı (2011 – Devam ediyor)
Ayhan Çelik
Yönetilen Tez · Rol: Asıl Danışman (Eş Danışmanlı Tezler İçin) · Doktora · Öğrenci: Ahmet Bilal Şengül · Atatürk Üniversitesi ·
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Türkiye

30. Dubleks yüzey işlemi uygulanmış AISI 316L paslanmaz çeliğin mekanik ve tribolojik özelliklerinin
incelenemsi (2005 – Devam ediyor)
Ayhan Çelik
Yönetilen Tez · Rol: Asıl Danışman (Eş Danışmanlı Tezler İçin) · Yüksek Lisans · Öğrenci: Yaprak Arslan · Atatürk Üniversitesi ·
Türkiye

31. Plazma nitrokarbürlenen AISI 4140 ve 1020 çeliklerinin yapısal, mekanik ve tribolojik özelliklerinin
araştırılması (2004 – Devam ediyor)
Ayhan Çelik
Yönetilen Tez · Rol: Asıl Danışman (Eş Danışmanlı Tezler İçin) · Doktora · Öğrenci: Mehmet Karakan · Atatürk Üniversitesi ·
Türkiye

32. Manyetik alanın AISI 4140 çeliğinin yorulma ömrüne etkisi (2003 – Devam ediyor)
Ayhan Çelik
Yönetilen Tez · Rol: Asıl Danışman (Eş Danışmanlı Tezler İçin) · Yüksek Lisans · Öğrenci: Ali Fatih Yetim · Atatürk Üniversitesi ·
Türkiye

33. Dubleks yüzey işlemi uygulanmış AISI 5140 çeliğinin yapısal, mekanik ve tribolojik özelliklerinin
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Ayhan Çelik — Özgeçmiş · Oluşturulma: 15.10.2026 Sayfa 7 / 41



36. Kaynaklı parçaların yorulması (1997 – Devam ediyor)
Ayhan Çelik
Yönetilen Tez · Rol: Asıl Danışman (Eş Danışmanlı Tezler İçin) · Yüksek Lisans · Öğrenci: Akgün Alsaran · Atatürk Üniversitesi ·
Türkiye

37. Farklı kaynak ağızlarının ve ısıl işlemlerin mekanik özellikler üzerine etkisi (1997 – Devam ediyor)
Ayhan Çelik
Yönetilen Tez · Rol: Asıl Danışman (Eş Danışmanlı Tezler İçin) · Yüksek Lisans · Öğrenci: Hicabi Ece · Atatürk Üniversitesi · Türkiye

Araştırma Altyapısı Oluşturma Faaliyetleri

1. Ar-Ge ve İnovasyon Merkezinin Kurulması (2023 – Devam ediyor)
Yusuf Burak Bozkurt, Ayhan Çelik, Yaşar Totik, Halim Kovacı, Burak Atik, Şükran Merve Tüzemen, Yeşim Seçer
Kavasoğlu
Araştırma Altyapısı Oluşturma · Rol: Birincil Düzeyde Görevli · Erzurum · Türkiye

Öğrenci ve Kulüp Danışmanlıkları

1. KAYRA ROKET TAKIMI (2020 – 2021)
Ayhan Çelik
Öğrenci ve Kulüp Danışmanlığı · Kulüp/Topluluk Danışmanı

Proje & Tasarımlar

1. Lazer Toz Yatak Füzyonu ve Lazer Yüzey Tekstürleme ile Üretilen Tekstürlü Ti6Al4V Yüzeylerin
Tribolojik, Korozyon ve Tribokorozyon Performanslarının Karşılaştırmalı İncelenmesi (2026)
Halim Kovacı, Ayhan Çelik, Yusuf Burak Bozkurt, Yeşim Seçer Kavasoğlu, ALİ FATİH YETİM, HİLMİ TEKDİR
Proje · Ulusal · Rol: Araştırmacı · Devam Ediyor · Atatürk Üniversitesi · Türkiye

2. Biyoaktif Katkılar İçeren PLA Esaslı Kompozit İskelelerin Fabrikasyonu ve BiyobozunurlukBiyoaktivite
Performanslarının İncelenmesi (2026)
Ayhan Çelik, Yusuf Burak Bozkurt, Halim Kovacı, Sebahattin Yenal Vangölü, Burak Atik, Şükran Merve Tüzemen,
Yeşim Seçer Kavasoğlu, MİCHAEL GEORGE BRYANT, RİCHARD MARK HALL, Yakup Uzun
Proje · Ulusal · Rol: Yürütücü · Devam Ediyor · Atatürk Üniversitesi · Türkiye

3. Ön Kol Radius Kemiğinin Proksimal ve Distal Uçları için Yerli Protez Geliştirilmesi (2026)
Ayhan Çelik, Burak Atik, Bilal Uça
Proje · Ulusal · Rol: Yürütücü · Devam Ediyor · TÜBİTAK · Türkiye

4. Metallerin Yorulma Aşınma ve Tribolojik Özellikleri
Ayhan Çelik
Proje · Ulusal · Rol: Yürütücü · İptal Edildi · Atatürk Üniversitesi · Türkiye

5. Atatürk Üniversitesi Mühendislik Fakültesi Makine Mühendisliği Bölümü Altyapısının İyileştirilmesi
Yaşar Totik, Ömer Gündoğdu, Hamit Akbulut, Mustafa Yaman, Ömer Çomaklı, İhsan EFEOĞLU, Ayhan Çelik, Halim
Kovacı, Sinan Sezek, Recep Sadeler, Volkan Acar, Ayşenur KELEŞ, Sadri Şen, Mehmet Karakan, Hikmet Altun,
Mehmet GAVGALI, Ruhi YEŞİLDAL, Mehmet Fatih Şansveren
Proje · Ulusal · Rol: Araştırmacı · İptal Edildi · Atatürk Üniversitesi · Türkiye
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https://akademik.atauni.edu.tr/projeler/174447-lazer-toz-yatak-fuzyonu-ve-lazer-yuzey-teksturleme-ile-uretilen-teksturlu
https://akademik.atauni.edu.tr/projeler/174447-lazer-toz-yatak-fuzyonu-ve-lazer-yuzey-teksturleme-ile-uretilen-teksturlu
https://akademik.atauni.edu.tr/projeler/174452-biyoaktif-katkilar-iceren-pla-esasli-kompozit-iskelelerin-fabrikasyonu-ve
https://akademik.atauni.edu.tr/projeler/174452-biyoaktif-katkilar-iceren-pla-esasli-kompozit-iskelelerin-fabrikasyonu-ve
https://akademik.atauni.edu.tr/projeler/190481-on-kol-radius-kemiginin-proksimal-ve-distal-uclari-icin-yerli-protez
https://akademik.atauni.edu.tr/projeler/190472-metallerin-yorulma-asinma-ve-tribolojik-ozellikleri
https://akademik.atauni.edu.tr/projeler/172584-ataturk-universitesi-muhendislik-fakultesi-makine-muhendisligi-bolumu


6. B ve La Katkılı TiO2 Kompozit Kaplamalarla Eklemeli İmalat Ti6Al4V Yüzeylerinin Biyotribokorozyon
Direncinin ve Bakterisidal Özelliklerinin İyileştirilmesi (2025)
Sebahattin Yenal Vangölü, Ayhan Çelik, MURAT KARAMEŞE, Yusuf Burak Bozkurt, Halim Kovacı, Zekai Halıcı, Yeşim
Seçer Kavasoğlu, Burak Atik, Şükran Merve Tüzemen, Savaş KILIÇ
Proje · Ulusal · Rol: Araştırmacı · Devam Ediyor · Atatürk Üniversitesi · Türkiye

7. Yurt Dışına Lisansüstü Öğrenim Görmek Üzere Gönderilecek Adayları Seçme ve Yerleştirme (YLSY)
Bursiyerlerine Yönelik Proje ve Makale Yazma Eğitimi (2024)
Ayhan Çelik, Gonca Alak, Halim Kovacı, Yakup Uzun, Ali Fatih Yetim
Proje · Ulusal · Rol: Koordinatör · Tamamlandı · TÜBİTAK · Türkiye

8. Eklemeli İmalat ile Üretilen AISI 316L Paslanmaz Çelik Parçaların Yüzey Özelliklerinin Lazer İşleme ile
İyileştirilmesi (2024)
Yusuf Burak Bozkurt, Halim Kovacı, Yakup Uzun, Burak Atik, Ayhan Çelik, Ömer ERDOĞAN, Şükran Merve Tüzemen,
Yeşim Seçer Kavasoğlu
Proje · Ulusal · Rol: Araştırmacı · Devam Ediyor · Atatürk Üniversitesi · Türkiye

9. Mide-Bağırsak Hastalıklarında Biyobelirteç Olarak Bulunan Hidrojen Gazının Nefes Analizi İçin Kitosan
ve Grafen Oksit Destekli Metal Oksit Yarıiletken Gaz Sensörlerinin Geliştirilmesi (2024 – 2025)
Ayhan Çelik, Zeynep Karaman Özlü, Şükran Merve Tüzemen, Halim Kovacı, Fatih Şenaslan, Zekai Halıcı
Proje · Ulusal · Rol: Yürütücü · Tamamlandı · Atatürk Üniversitesi · Türkiye

10. Biyoyazıcı ile Üretilmiş Polimerik Stentlerin Biyobozunur Özelliklerinin İyileştirilmesi (2023 – 2025)
Yusuf Burak Bozkurt, Halim Kovacı, Ayhan Çelik, Yeşim Seçer Kavasoğlu, Yakup Uzun, Burak Atik
Proje · Ulusal · Rol: Araştırmacı · Tamamlandı · Atatürk Üniversitesi · Türkiye

11. Ar-Ge ve İnovasyon Merkezinin Kurulması (2023 – 2024)
Yusuf Burak Bozkurt, Halim Kovacı, Yaşar Totik, Yakup Uzun, Burak Atik, Şükran Merve Tüzemen, Ayhan Çelik,
Yeşim Seçer Kavasoğlu
Proje · Ulusal · Rol: Araştırmacı · Tamamlandı · Atatürk Üniversitesi · Türkiye

12. Atatürk Üniversitesi Araştırmacılarına Yönelik Uygulamalı ÜSİ Ar-Ge Projeleri Hazırlama Eğitimi (2022 –
2023)
Sadrettin Gölcügezli, Ayhan Çelik, Güzin Kaban, Gençağa Pürçek, Ali Fatih Yetim, İrfan Kaymaz, Zekai Halıcı
Proje · Ulusal · Rol: Koordinatör · Devam Ediyor · TÜBİTAK · Türkiye

13. Biyomimetik perspektifle işlevselleştirilmiş biyoseramik kaplı Ti6Al4V alaşımının aşınma ve
biyokorozyon özelliklerinin incelenmesi (2022 – 2025)
Ayhan Çelik, Yusuf Burak Bozkurt, Burak Atik
Proje · Ulusal · Rol: Yürütücü · Tamamlandı · Atatürk Üniversitesi · Türkiye

14. Estetik Açıdan Daha İyi ve Daha Dayanıklı Kuron Üretimi-2 (2021 – 2024)
Ayhan Çelik, Nuran Yanıkoğlu, Yakup Uzun
Proje · Ulusal · Rol: Yürütücü · Tamamlandı · Atatürk Üniversitesi · Türkiye

15. Dinamik Spinal Fiksatör Sistemi - 2 (2021 – 2024)
Ayhan Çelik, Halim Kovacı, Yusuf Burak BOZKURT
Proje · Ulusal · Rol: Yürütücü · Tamamlandı · Atatürk Üniversitesi · Türkiye

16. Seçici Lazer Ergitme Yöntemi ile Tribolojik Performansı Yüksek Biyomimetik ve Fonksiyonel Yüzeyler
Üretilmesi (2021 – 2023)
Halim Kovacı, Yeşim Seçer Kavasoğlu, Ayhan Çelik
Proje · Ulusal · Rol: Araştırmacı · Tamamlandı · Atatürk Üniversitesi · Türkiye
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https://akademik.atauni.edu.tr/projeler/174445-b-ve-la-katkili-tio2-kompozit-kaplamalarla-eklemeli-imalat-ti6al4v-yuzeylerinin
https://akademik.atauni.edu.tr/projeler/174445-b-ve-la-katkili-tio2-kompozit-kaplamalarla-eklemeli-imalat-ti6al4v-yuzeylerinin
https://akademik.atauni.edu.tr/projeler/174443-yurt-disina-lisansustu-ogrenim-gormek-uzere-gonderilecek-adaylari-secme-ve
https://akademik.atauni.edu.tr/projeler/174443-yurt-disina-lisansustu-ogrenim-gormek-uzere-gonderilecek-adaylari-secme-ve
https://akademik.atauni.edu.tr/projeler/174453-eklemeli-imalat-ile-uretilen-aisi-316l-paslanmaz-celik-parcalarin-yuzey
https://akademik.atauni.edu.tr/projeler/174453-eklemeli-imalat-ile-uretilen-aisi-316l-paslanmaz-celik-parcalarin-yuzey
https://akademik.atauni.edu.tr/projeler/174432-mide-bagirsak-hastaliklarinda-biyobelirtec-olarak-bulunan-hidrojen-gazinin-nefes
https://akademik.atauni.edu.tr/projeler/174432-mide-bagirsak-hastaliklarinda-biyobelirtec-olarak-bulunan-hidrojen-gazinin-nefes
https://akademik.atauni.edu.tr/projeler/174437-biyoyazici-ile-uretilmis-polimerik-stentlerin-biyobozunur-ozelliklerinin
https://akademik.atauni.edu.tr/projeler/174455-ar-ge-ve-inovasyon-merkezinin-kurulmasi
https://akademik.atauni.edu.tr/projeler/190478-ataturk-universitesi-arastirmacilarina-yonelik-uygulamali-usi-ar-ge-projeleri
https://akademik.atauni.edu.tr/projeler/190471-biyomimetik-perspektifle-islevsellestirilmis-biyoseramik-kapli-ti6al4v
https://akademik.atauni.edu.tr/projeler/190471-biyomimetik-perspektifle-islevsellestirilmis-biyoseramik-kapli-ti6al4v
https://akademik.atauni.edu.tr/projeler/15527-estetik-acidan-daha-iyi-ve-daha-dayanikli-kuron-uretimi-2
https://akademik.atauni.edu.tr/projeler/174429-dinamik-spinal-fiksator-sistemi-2
https://akademik.atauni.edu.tr/projeler/174433-secici-lazer-ergitme-yontemi-ile-tribolojik-performansi-yuksek-biyomimetik-ve
https://akademik.atauni.edu.tr/projeler/174433-secici-lazer-ergitme-yontemi-ile-tribolojik-performansi-yuksek-biyomimetik-ve


17. Atatürk Üniversitesi ArGe Altyapısının ve Yeteneklerinin Ulusal ve Uluslararası Organizasyonlarda
Tanıtılarak Farklı Kurum ve Kuruluşlar ile Ortak Proje ve İşbirliği Potansiyelinin Artırılması (2021 – 2022)
Ayhan Çelik, Hamdullah Kılıç, Cahit Yeşilyaprak, Murat KOÇAK, Gizem Dilan BOZTAŞ, ONUR ŞATIR, Halil İbrahim
YURDGÜLÜ, KÜBRA ATALAY, Cihan Tuğrul TEZCAN, Derya ÖZTÜRK ÇETNİ, ERSİN KARAMAN, Halim Kovacı
Proje · Ulusal · Rol: Yürütücü · Tamamlandı · Atatürk Üniversitesi · Türkiye

18. Seçici Lazer ErgitmeSLE yöntemi ile üretilen CoCr ve Ti6Al4V alaşımlarının borlama sonrası
Elektroforetik Biriktirme Electrophoretic DepositionEPD ile yüzey işlemi uygulanarak mekanik tribolojik
ve elektrokimyasal özelliklerinin araştırılması (2021 – 2023)
Yakup Uzun, Ayhan Çelik, Nuran Yanıkoğlu, Orhan Karsan, Şükran Merve Tüzemen
Proje · Ulusal · Rol: Araştırmacı · Tamamlandı · Atatürk Üniversitesi · Türkiye

19. Bor ve Grafen Katkılı Yeni Nesil Dental İmplantların Üretimi (2021 – 2022)
Ayhan Çelik, Halim Kovacı, Muhammet Taha ACAR
Proje · Ulusal · Rol: Yürütücü · Tamamlandı · Atatürk Üniversitesi · Türkiye

20. Yeni Nesil Dental İmplantların Üretimi: Yüzey Özellikleri İyileştirilmiş, Islanabilirliği-Osseointegrasyonu
Yüksek ve Biyouyumlu Dental İmplantlar (2021 – 2022)
Ayhan Çelik, Halim Kovacı, Muhammet Taha Acar
Proje · Ulusal · Rol: Yürütücü · Devam Ediyor · TÜBİTAK · Türkiye

21. Seramik Kaplanmış AZ31 Alaşımının Tribolojik Korozyon Tribokorozyon Performansı ve Biyouyumluluk
Davranışının İncelenmesi (2020 – 2022)
Ayhan Çelik, Yusuf Burak BOZKURT
Proje · Ulusal · Rol: Yürütücü · Tamamlandı · Atatürk Üniversitesi · Türkiye

22. CpTi Üzerine Kitin TiO2 SiC ve h-BN İnce Filmler Kaplanarak Biyomimetik Yüzeyler Elde Edilmesi (2020 –
2021)
Ayhan Çelik, Burak Atik
Proje · Ulusal · Rol: Yürütücü · Tamamlandı · Atatürk Üniversitesi · Türkiye

23. ATATÜRK ÜNİVERSİTESİ TTO (2020 – 2026)
Sadrettin Gölcügezli, Ayhan Çelik, Murat Bingöl, Şule Erdilmen Ocak
Proje · Ulusal · Rol: Koordinatör · Devam Ediyor · Atatürk Üniversitesi · Türkiye

24. ATA TTO'nun Hedef ve Performans Odaklı Olarak Desteklenmesi (2020 – 2021)
Ayhan Çelik, Hasan Özdemir, Duygu Fındık Coşkunçay, Murat Bingöl
Proje · Ulusal · Rol: Yürütücü · Tamamlandı · TÜBİTAK · Türkiye

25. Metal oksit ince filmlerin saçtırma tekniği ile üretimi karakterizasyonu ve gaz sensörü uygulamalarının
araştırılması (2019 – 2022)
Ayhan Çelik, FATİH ŞENASLAN
Proje · Ulusal · Rol: Yürütücü · Tamamlandı · Atatürk Üniversitesi · Türkiye

26. Biyomalzeme üretiminde kullanılan polimerik kaplamaların geliştirilmesi (2019 – 2022)
Ayhan Çelik, MUHARREM TAŞDEMİR, Yavuzer Koza
Proje · Ulusal · Rol: Yürütücü · Tamamlandı · Atatürk Üniversitesi · Türkiye

27. Estetik Açıdan Daha İyi ve Daha Dayanıklı Kuron Üretimi (2018 – 2021)
Ayhan Çelik, YAKUP UZUN, ALİ FATİH YETİM, Nuran Yanıkoğlu
Proje · Ulusal · Rol: Yürütücü · Tamamlandı · Atatürk Üniversitesi · Türkiye

Ayhan Çelik — Özgeçmiş · Oluşturulma: 15.10.2026 Sayfa 10 / 41

https://akademik.atauni.edu.tr/projeler/61933-ataturk-universitesi-arge-altyapisinin-ve-yeteneklerinin-ulusal-ve-uluslararasi
https://akademik.atauni.edu.tr/projeler/61933-ataturk-universitesi-arge-altyapisinin-ve-yeteneklerinin-ulusal-ve-uluslararasi
https://akademik.atauni.edu.tr/projeler/15540-secici-lazer-ergitmesle-yontemi-ile-uretilen-cocr-ve-ti6al4v-alasimlarinin
https://akademik.atauni.edu.tr/projeler/15540-secici-lazer-ergitmesle-yontemi-ile-uretilen-cocr-ve-ti6al4v-alasimlarinin
https://akademik.atauni.edu.tr/projeler/15540-secici-lazer-ergitmesle-yontemi-ile-uretilen-cocr-ve-ti6al4v-alasimlarinin
https://akademik.atauni.edu.tr/projeler/174442-bor-ve-grafen-katkili-yeni-nesil-dental-implantlarin-uretimi
https://akademik.atauni.edu.tr/projeler/174450-yeni-nesil-dental-implantlarin-uretimi-yuzey-ozellikleri-iyilestirilmis
https://akademik.atauni.edu.tr/projeler/174450-yeni-nesil-dental-implantlarin-uretimi-yuzey-ozellikleri-iyilestirilmis
https://akademik.atauni.edu.tr/projeler/190467-seramik-kaplanmis-az31-alasiminin-tribolojik-korozyon-tribokorozyon-performansi
https://akademik.atauni.edu.tr/projeler/190467-seramik-kaplanmis-az31-alasiminin-tribolojik-korozyon-tribokorozyon-performansi
https://akademik.atauni.edu.tr/projeler/190480-cpti-uzerine-kitin-tio2-sic-ve-h-bn-ince-filmler-kaplanarak-biyomimetik-yuzeyler
https://akademik.atauni.edu.tr/projeler/190482-ataturk-universitesi-tto
https://akademik.atauni.edu.tr/projeler/67494-ata-ttonun-hedef-ve-performans-odakli-olarak-desteklenmesi
https://akademik.atauni.edu.tr/projeler/190470-metal-oksit-ince-filmlerin-sactirma-teknigi-ile-uretimi-karakterizasyonu-ve-gaz
https://akademik.atauni.edu.tr/projeler/190470-metal-oksit-ince-filmlerin-sactirma-teknigi-ile-uretimi-karakterizasyonu-ve-gaz
https://akademik.atauni.edu.tr/projeler/190483-biyomalzeme-uretiminde-kullanilan-polimerik-kaplamalarin-gelistirilmesi
https://akademik.atauni.edu.tr/projeler/15539-estetik-acidan-daha-iyi-ve-daha-dayanikli-kuron-uretimi


28. UV Sertleşebilir Kaplama (2018 – 2021)
Ayhan Çelik, TUBA YETİM, MEVRA ASLAN
Proje · Ulusal · Rol: Yürütücü · Tamamlandı · Atatürk Üniversitesi · Türkiye

29. Aşırı Yükler Altında Çalışan Kam Millerine DLC Kaplama Uygulanarak Aşınma Dayanımının Artırılması
(2018)
Ayhan Çelik
Proje · Ulusal · Rol: Danışman (Yürütücü Gerçek Kişi Olan Projede) · Devam Ediyor · Sanayi Tezleri · Türkiye

30. TÜBİTAK Alternatif Enerjili Araçlar Yarışması İçin Elektrikli Otomobil, Elektrik Motoru Üretimi ve
Geliştirmesi (2018)
Yaşar Totik, Mustafa Bulat, Beytullah İsmet TOPRAK, Sinan Sezek, Halim Kovacı, SONER GÖK, BURAK HÜLAGÜ,
Gürşah GÜRÜF, MUHAMMED MURAT TOP, Ayhan Çelik, Tevhit Karacalı
Proje · Ulusal · Rol: Araştırmacı · Tamamlandı · Atatürk Üniversitesi · Türkiye

31. PLAZMA NİTRÜRLEME İŞLEMİNİN ÇELİK VE DÖKÜM KAM MİLLERİ ÜZERİNDEKİ YAPISAL, MEKANİK VE
TRİBOLOJİK ETKİLERİNİN İNCELENMESİ (2016 – 2017)
Ayhan Çelik, Halim Kovacı, ONUR ÇOMAKLI, MEVRA ASLAN, Yusuf Burak Bozkurt
Proje · Ulusal · Rol: Yürütücü · Tamamlandı · Atatürk Üniversitesi · Türkiye

32. "DİNAMİK SPİNAL FİKSATÖR SİSTEMİ" (2015 – 2018)
Ayhan Çelik, Halim Kovacı, Yusuf Burak Bozkurt
Proje · Ulusal · Rol: Yürütücü · Tamamlandı · Atatürk Üniversitesi · Türkiye

33. DİNAMİK SPİNAL FİKSATÖR TASARIMI VE BİYOMEKANİK ANALİZİ (2015 – 2017)
Ayhan Çelik, Halim Kovacı
Proje · Ulusal · Rol: Yürütücü · Tamamlandı · Atatürk Üniversitesi · Türkiye

34. PLAZMA NİTRÜRLEME İŞLEMİNİN Tİ45NB BİYOMEDİKAL ALAŞIMI ÜZERİNDEKİ YAPISAL, MEKANİK VE
TRİBOLOJİK ETKİLERİNİN İNCELENMESİ (2015 – 2017)
Ayhan Çelik, Halim Kovacı
Proje · Ulusal · Rol: Yürütücü · İptal Edildi · Atatürk Üniversitesi · Türkiye

35. Farklı Yüzey İşlemlerinin Sabit ve Değişken Genlikli Yükler Altında Yorulma Çatlak İlerleme Davranışına
Etkilerinin İncelenmesi (2014 – 2016)
Ayhan Çelik
Proje · Ulusal · Rol: Danışman (Yürütücü Gerçek Kişi Olan Projede) · Tamamlandı · TÜBİTAK · Türkiye

36. YÜZEY İŞLEMLERİNİN YORULMA ÇATLAK İLERLEMESİ ÜZERİNDEKİ ETKİLERİNİN İNCELENMESİ (2013 –
2015)
Ayhan Çelik, Halim Kovacı
Proje · Ulusal · Rol: Yürütücü · Tamamlandı · Atatürk Üniversitesi · Türkiye

37. New Applications and Course Materials for Prosthetic Dentistry, Implant Dentistry and Biomedical
Engineers-(BIO-DENT) (2012 – 2015)
Halim Kovacı, Ayhan Çelik
Proje · Uluslararası · Rol: Araştırmacı · Tamamlandı · Avrupa Birliği

38. AISI 4140 ÇELİĞİNİN FARKLI KONTAK BASINÇLARDA FRETTİNG YORULMA ÖMRÜNÜN BELİRLENMESİ
(2012 – 2013)
Ayhan Çelik, Halim Kovacı
Proje · Ulusal · Rol: Yürütücü · Tamamlandı · Atatürk Üniversitesi · Türkiye
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https://akademik.atauni.edu.tr/projeler/190464-uv-sertlesebilir-kaplama
https://akademik.atauni.edu.tr/projeler/190468-asiri-yukler-altinda-calisan-kam-millerine-dlc-kaplama-uygulanarak-asinma
https://akademik.atauni.edu.tr/projeler/85261-tubitak-alternatif-enerjili-araclar-yarismasi-icin-elektrikli-otomobil-elektrik
https://akademik.atauni.edu.tr/projeler/85261-tubitak-alternatif-enerjili-araclar-yarismasi-icin-elektrikli-otomobil-elektrik
https://akademik.atauni.edu.tr/projeler/174449-plazma-nitrurleme-isleminin-celik-ve-dokum-kam-milleri-uzerindeki-yapisal
https://akademik.atauni.edu.tr/projeler/174449-plazma-nitrurleme-isleminin-celik-ve-dokum-kam-milleri-uzerindeki-yapisal
https://akademik.atauni.edu.tr/projeler/174425-dinamik-spinal-fiksator-sistemi
https://akademik.atauni.edu.tr/projeler/174448-dinamik-spinal-fiksator-tasarimi-ve-biyomekanik-analizi
https://akademik.atauni.edu.tr/projeler/174424-plazma-nitrurleme-isleminin-ti45nb-biyomedikal-alasimi-uzerindeki-yapisal
https://akademik.atauni.edu.tr/projeler/174424-plazma-nitrurleme-isleminin-ti45nb-biyomedikal-alasimi-uzerindeki-yapisal
https://akademik.atauni.edu.tr/projeler/190476-farkli-yuzey-islemlerinin-sabit-ve-degisken-genlikli-yukler-altinda-yorulma
https://akademik.atauni.edu.tr/projeler/190476-farkli-yuzey-islemlerinin-sabit-ve-degisken-genlikli-yukler-altinda-yorulma
https://akademik.atauni.edu.tr/projeler/174431-yuzey-islemlerinin-yorulma-catlak-ilerlemesi-uzerindeki-etkilerinin-incelenmesi
https://akademik.atauni.edu.tr/projeler/174441-new-applications-and-course-materials-for-prosthetic-dentistry-implant-dentistry
https://akademik.atauni.edu.tr/projeler/174441-new-applications-and-course-materials-for-prosthetic-dentistry-implant-dentistry
https://akademik.atauni.edu.tr/projeler/174456-aisi-4140-celiginin-farkli-kontak-basinclarda-fretting-yorulma-omrunun


39. PLAZMA OKSİTLEME İŞLEMİNİN FARKLI TİTANYUM TRİBOLOJİK, ELEKTROKİMYASAL VE BİYOUYUMLULUK
ÖZELLİKLERİNE ETKİSİ (2012 – 2014)
Ayhan Çelik, Halim Kovacı
Proje · Ulusal · Rol: Yürütücü · Tamamlandı · Atatürk Üniversitesi · Türkiye

40. Erzincan Üniversitesi Merkezi Araştırma Laboratuarının Kurulması (2011 – 2014)
Ayhan Çelik
Proje · Ulusal · Rol: Araştırmacı · Tamamlandı · CB Strateji ve Bütçe Başkanlığı (Kalkınma Bakanlığı) · Türkiye

41. KALÇA PROTEZLERİNDE YORULMALI KOROZYON DAVRANIŞLARININ IN-VİTRO OLARAK ARAŞTIRILMASI.
(2010 – 2011)
Ayhan Çelik
Proje · Ulusal · Rol: Yürütücü · Tamamlandı · Atatürk Üniversitesi · Türkiye

42. Nano partiküller ile kuvvetlendirilmis alüminyum metal matriks kompozitlerin üretilmesi, mekanik,
tribolojik ve korozif özelliklerinin belirlenmesi (2006 – 2009)
Burak Dikici, Ayhan Çelik
Proje · Ulusal · Rol: Araştırmacı · Tamamlandı · TÜBİTAK · Türkiye

43. Plazma İle Nitrürlenmiş Kalça Protezinin Mekanik Özelliklerinin Deneysel Ve Teorik İncelenmesi (2006 –
2009)
Ayhan Çelik
Proje · Ulusal · Rol: Yürütücü · Tamamlandı · TÜBİTAK · Türkiye

44. TiB2:BN:MoS2 Kendinden Yağlayıcı Sertleştirilmiş-Yumuşak Nanoyapılı Kompozit Film Kaplama
Geliştirilmesi ve Özelliklerin Karekterizasyonu (2006 – 2008)
İhsan EFEOĞLU, Ayhan Çelik
Proje · Ulusal · Rol: Araştırmacı · Tamamlandı · Diğer Resmi Kurumlar · Türkiye

45. Ortapedik İmplant ve Cerrahi (Tıp ve Dişçilik) Takımlarının Dubleks Yüzey İşlemleri (2003 – 2006)
İhsan EFEOĞLU, Ayhan Çelik
Proje · Ulusal · Rol: Araştırmacı · Tamamlandı · CB Strateji ve Bütçe Başkanlığı (Kalkınma Bakanlığı) · Türkiye

46. Anti-tank Silahların Delme-Çukur Açma Etki Gücünün Yükseltilmesi (1998 – 2004)
Ayhan Çelik
Proje · Ulusal · Rol: Araştırmacı · Tamamlandı · Diğer Resmi Kurumlar · Türkiye

Fikri Mülkiyet

1. METAL DESTEKLİ SERAMİK KURON (2018)
Ayhan Çelik, Yakup Uzun, Nuran Yanıkoğlu, Ali Fatih Yetim
Faydalı Model

2. UV İLE SERTLEŞEN, BİYOUYUMLU, SÜPERAMFİFOBİK KAPLAMA (2018)
Ayhan Çelik, Mevra Aslan, Tuba Yetim
Patent

3. DİNAMİK SPİNAL İMPLANT SİSTEMİ (2015)
Yusuf Burak Bozkurt, Ayhan Çelik, Halim Kovacı, Akgün Alsaran
Patent

Ayhan Çelik — Özgeçmiş · Oluşturulma: 15.10.2026 Sayfa 12 / 41

https://akademik.atauni.edu.tr/projeler/174444-plazma-oksitleme-isleminin-farkli-titanyum-tribolojik-elektrokimyasal-ve
https://akademik.atauni.edu.tr/projeler/174444-plazma-oksitleme-isleminin-farkli-titanyum-tribolojik-elektrokimyasal-ve
https://akademik.atauni.edu.tr/projeler/190474-erzincan-universitesi-merkezi-arastirma-laboratuarinin-kurulmasi
https://akademik.atauni.edu.tr/projeler/190477-kalca-protezlerinde-yorulmali-korozyon-davranislarinin-in-vitro-olarak
https://akademik.atauni.edu.tr/projeler/190473-nano-partikuller-ile-kuvvetlendirilmis-aluminyum-metal-matriks-kompozitlerin
https://akademik.atauni.edu.tr/projeler/190473-nano-partikuller-ile-kuvvetlendirilmis-aluminyum-metal-matriks-kompozitlerin
https://akademik.atauni.edu.tr/projeler/190475-plazma-ile-nitrurlenmis-kalca-protezinin-mekanik-ozelliklerinin-deneysel-ve
https://akademik.atauni.edu.tr/projeler/190469-tib2bnmos2-kendinden-yaglayici-sertlestirilmis-yumusak-nanoyapili-kompozit-film
https://akademik.atauni.edu.tr/projeler/190469-tib2bnmos2-kendinden-yaglayici-sertlestirilmis-yumusak-nanoyapili-kompozit-film
https://akademik.atauni.edu.tr/projeler/190465-ortapedik-implant-ve-cerrahi-tip-ve-discilik-takimlarinin-dubleks-yuzey
https://akademik.atauni.edu.tr/projeler/190479-anti-tank-silahlarin-delme-cukur-acma-etki-gucunun-yukseltilmesi


Yayınlar

Makaleler

1. Functionalization and wear performance enhancement of Ti6Al4V alloy from a biomimetic perspective
via hybrid surface treatments (2026)
Ayhan Çelik, Burak Atik, Yusuf Burak Bozkurt
Ceramics International, Cilt 52, Sayı 16, ss. 31188–31212 · DOI: 10.1016/j.ceramint.2026.05.187
Tam Makale · Uluslararası

2. Optimization of surface texture geometry for enhanced tribocorrosion resistance in additively
manufactured AISI 316L stainless steel (2026)
Yusuf Burak Bozkurt, Yeşim Seçer Kavasoğlu, Burak Atik, Şükran Merve Tüzemen, Halim Kovacı, Ayhan Çelik
Electrochimica Acta, Cilt 554 · DOI: 10.1016/j.electacta.2026.148304
Tam Makale · Uluslararası

3. Comparative evaluation of DC glow discharge plasma oxidized Ti45Nb and Ti6Al7Nb alloys for
biomedical applications: Structural, tribological and biocompatibility assessment (2026)
Özgü Bayrak, Ayhan Çelik
SURFACE & COATINGS TECHNOLOGY, Cilt 520 · DOI: 10.1016/j.surfcoat.2025.133034
Tam Makale · Uluslararası

4. Evaluation of Erosion-Corrosion Performance of Commercial Biomaterials: The Role of 45S5 Bioglass
Particles (2026)
Yusuf Burak Bozkurt, Burak Atik, Yeşim Seçer Kavasoğlu, Şükran Merve Tüzemen, Halim Kovacı, Sebahattin Yenal
Vangölü, YAKUP UZUN, Ayhan Çelik
JOURNAL OF MATERIALS ENGINEERING AND PERFORMANCE · DOI: 10.1007/s11665-026-14428-3
Tam Makale · Uluslararası

5. Improving the corrosion resistance of Ti6Al4V alloy through TiN/polyaniline hybrid films produced by
plasma nitriding and PECVD (2025)
Ayhan Çelik, Melike Demirdelen, Şükran Merve Tüzemen, Halim Kovacı
APPLIED SURFACE SCIENCE, Cilt 692 · DOI: 10.1016/j.apsusc.2025.162697
Tam Makale · Uluslararası

6. 3D printing of biomimetic hierarchical surface textures using L-PBF for improving tribological
performance of Ti6Al4V alloy (2025)
Halim Kovacı, Yeşim Seçer Kavasoğlu, Ayhan Çelik
Applied Materials Today, Cilt 42 · DOI: 10.1016/j.apmt.2024.102526
Tam Makale · Uluslararası

7. Synthesis and Coating with Electrophoretic Deposition of ZIF-8 for the Improvement of Surface
Properties of CoCrW Alloy (2024)
Yakup Uzun, Ayşenur Alptekin, Şükran Merve Tüzemen, Burak Atik, Yusuf Burak Bozkurt, Ayhan Çelik
International Journal ofMultidisciplinary Studies andInnovative Technologies, Cilt 8, Sayı 2, ss. 138–143 · DOI:
10.36287/ijmsit.8.2.14
Tam Makale · Ulusal

8. Electrochemical Impedance Spectroscopy Analysis of 45S5 Bioglass Coating on After Oxidation of
CoCrW Alloy (2024)
Şükran Merve Tüzemen, Yusuf Burak Bozkurt, Burak Atik, Yakup Uzun, Ayhan Çelik
Türk Doğa ve Fen Dergisi, Sayı 1, ss. 82–85 · DOI: 10.46810/tdfd.1425775
Tam Makale · Ulusal

Ayhan Çelik — Özgeçmiş · Oluşturulma: 15.10.2026 Sayfa 13 / 41

https://akademik.atauni.edu.tr/yayinlar/190385-functionalization-and-wear-performance-enhancement-of-ti6al4v-alloy-from-a
https://akademik.atauni.edu.tr/yayinlar/190385-functionalization-and-wear-performance-enhancement-of-ti6al4v-alloy-from-a
https://doi.org/10.1016/j.ceramint.2026.05.187
https://akademik.atauni.edu.tr/yayinlar/174340-optimization-of-surface-texture-geometry-for-enhanced-tribocorrosion-resistance
https://akademik.atauni.edu.tr/yayinlar/174340-optimization-of-surface-texture-geometry-for-enhanced-tribocorrosion-resistance
https://doi.org/10.1016/j.electacta.2026.148304
https://akademik.atauni.edu.tr/yayinlar/190406-comparative-evaluation-of-dc-glow-discharge-plasma-oxidized-ti45nb-and-ti6al7nb
https://akademik.atauni.edu.tr/yayinlar/190406-comparative-evaluation-of-dc-glow-discharge-plasma-oxidized-ti45nb-and-ti6al7nb
https://doi.org/10.1016/j.surfcoat.2025.133034
https://akademik.atauni.edu.tr/yayinlar/174306-evaluation-of-erosion-corrosion-performance-of-commercial-biomaterials-the-role
https://akademik.atauni.edu.tr/yayinlar/174306-evaluation-of-erosion-corrosion-performance-of-commercial-biomaterials-the-role
https://doi.org/10.1007/s11665-026-14428-3
https://akademik.atauni.edu.tr/yayinlar/174338-improving-the-corrosion-resistance-of-ti6al4v-alloy-through-tinpolyaniline
https://akademik.atauni.edu.tr/yayinlar/174338-improving-the-corrosion-resistance-of-ti6al4v-alloy-through-tinpolyaniline
https://doi.org/10.1016/j.apsusc.2025.162697
https://akademik.atauni.edu.tr/yayinlar/174279-3d-printing-of-biomimetic-hierarchical-surface-textures-using-l-pbf-for
https://akademik.atauni.edu.tr/yayinlar/174279-3d-printing-of-biomimetic-hierarchical-surface-textures-using-l-pbf-for
https://doi.org/10.1016/j.apmt.2024.102526
https://akademik.atauni.edu.tr/yayinlar/190387-synthesis-and-coating-with-electrophoretic-deposition-of-zif-8-for-the
https://akademik.atauni.edu.tr/yayinlar/190387-synthesis-and-coating-with-electrophoretic-deposition-of-zif-8-for-the
https://doi.org/10.36287/ijmsit.8.2.14
https://akademik.atauni.edu.tr/yayinlar/190401-electrochemical-impedance-spectroscopy-analysis-of-45s5-bioglass-coating-on
https://akademik.atauni.edu.tr/yayinlar/190401-electrochemical-impedance-spectroscopy-analysis-of-45s5-bioglass-coating-on
https://doi.org/10.46810/tdfd.1425775


9. Investigation of the Effect of Bioactive Glass Coating on the Corrosion Behavior of Pre-treated Ti6Al4V
Alloy (2024)
Şükran Merve Tüzemen, Yusuf Burak Bozkurt, Burak Atik, Yakup Uzun, Ayhan Çelik
Türk Doğa ve Fen Dergisi, Sayı 1, ss. 87–90 · DOI: 10.46810/tdfd.1425792
Tam Makale · Ulusal

10. Enhancing high cycle fatigue performance of plasma nitrided AISI 4140 steel by post-aging treatment
and direct current magnetic field (2024)
A.F. Yetim, Halim Kovacı, H. Tekdir, Yeşim Seçer Kavasoğlu, Yusuf Burak Bozkurt, Ayhan Çelik
Materials Today Communications, Cilt 40 · DOI: 10.1016/j.mtcomm.2024.109704
Tam Makale · Uluslararası

11. Comparative investigation of structural, morphological, mechanical, tribological and electrochemical
properties of TiO2 films formed on Cp-Ti, Ti6Al4V and Ti45Nb alloys (2024)
Halim Kovacı, K. Şenel, Muhammet Taha Acar, Yusuf Burak Bozkurt, Ayhan Çelik
SURFACE & COATINGS TECHNOLOGY, Cilt 487 · DOI: 10.1016/j.surfcoat.2024.131024
Tam Makale · Uluslararası

12. The effect of doping different amounts of boron on the corrosion resistance and biocompatibility of
TiO2 nanotubes synthesized on SLM Ti6Al4V samples (2024)
MUHAMMET TAHA ACAR, O. Çomaklı, M. Yazıcı, M.E. Arslan, A.F. Yetim, Ayhan Çelik
Surfaces and Interfaces, Cilt 50 · DOI: 10.1016/j.surfin.2024.104472
Tam Makale · Uluslararası

13. Analysis of electrochemical corrosion performance of 316L stainless steel fabricated and textured by
selective laser melting (2024)
Yusuf Burak Bozkurt, Yeşim Seçer Kavasoğlu, Burak Atik, Halim Kovacı, Ayhan Çelik
Journal of Manufacturing Processes, Cilt 119, ss. 293–304 · DOI: 10.1016/j.jmapro.2024.03.086
Tam Makale · Uluslararası

14. Pitting corrosion performance of plasma oxidized Cp-Ti and effects of fabrication methods (2024)
Burak Atik, Yusuf Burak Bozkurt, Yeşim Seçer Kavasoğlu, Halim Kovacı, Ayhan Çelik
SURFACE & COATINGS TECHNOLOGY, Cilt 478 · DOI: 10.1016/j.surfcoat.2024.130384
Tam Makale · Uluslararası

15. Superamphiphobic TiO2 Film by Sol–Gel Dip Coating Method on Commercial Pure Titanium (2024)
MEVRA ASLAN ÇAKIR, Tuba Yetim, Ali Fatih Yetim, Ayhan Çelik
JOURNAL OF MATERIALS ENGINEERING AND PERFORMANCE, Cilt 33, Sayı 3, ss. 1472–1484 · DOI: 10.1007/s11665-
023-08049-3
Tam Makale · Uluslararası

16. Enhanced wear resistance and surface properties of oxide film coating on biocompatible Ti45Nb alloy
by anodization method (2023)
Fatih Şenaslan, Muharrem Taşdemir, Ayhan Çelik, Yusuf Burak Bozkurt
SURFACE & COATINGS TECHNOLOGY, Cilt 469 · DOI: 10.1016/j.surfcoat.2023.129797
Tam Makale · Uluslararası

17. Comparison study of corrosion behavior for chitosan coated Ti6Al4V alloy produced by selective laser
melting and forging (2023)
Yusuf Burak Bozkurt, Yeşim Seçer Kavasoğlu, Burak Atik, Halim KOVACI, Yakup Uzun, Ayhan Çelik
PROGRESS IN ORGANIC COATINGS, Cilt 182 · DOI: 10.1016/j.porgcoat.2023.107655
Tam Makale · Uluslararası

Ayhan Çelik — Özgeçmiş · Oluşturulma: 15.10.2026 Sayfa 14 / 41

https://akademik.atauni.edu.tr/yayinlar/190390-investigation-of-the-effect-of-bioactive-glass-coating-on-the-corrosion-behavior
https://akademik.atauni.edu.tr/yayinlar/190390-investigation-of-the-effect-of-bioactive-glass-coating-on-the-corrosion-behavior
https://doi.org/10.46810/tdfd.1425792
https://akademik.atauni.edu.tr/yayinlar/174343-enhancing-high-cycle-fatigue-performance-of-plasma-nitrided-aisi-4140-steel-by
https://akademik.atauni.edu.tr/yayinlar/174343-enhancing-high-cycle-fatigue-performance-of-plasma-nitrided-aisi-4140-steel-by
https://doi.org/10.1016/j.mtcomm.2024.109704
https://akademik.atauni.edu.tr/yayinlar/174325-comparative-investigation-of-structural-morphological-mechanical-tribological
https://akademik.atauni.edu.tr/yayinlar/174325-comparative-investigation-of-structural-morphological-mechanical-tribological
https://doi.org/10.1016/j.surfcoat.2024.131024
https://akademik.atauni.edu.tr/yayinlar/190416-the-effect-of-doping-different-amounts-of-boron-on-the-corrosion-resistance-and
https://akademik.atauni.edu.tr/yayinlar/190416-the-effect-of-doping-different-amounts-of-boron-on-the-corrosion-resistance-and
https://doi.org/10.1016/j.surfin.2024.104472
https://akademik.atauni.edu.tr/yayinlar/174320-analysis-of-electrochemical-corrosion-performance-of-316l-stainless-steel
https://akademik.atauni.edu.tr/yayinlar/174320-analysis-of-electrochemical-corrosion-performance-of-316l-stainless-steel
https://doi.org/10.1016/j.jmapro.2024.03.086
https://akademik.atauni.edu.tr/yayinlar/174309-pitting-corrosion-performance-of-plasma-oxidized-cp-ti-and-effects-of
https://doi.org/10.1016/j.surfcoat.2024.130384
https://akademik.atauni.edu.tr/yayinlar/190392-superamphiphobic-tio2-film-by-sol-gel-dip-coating-method-on-commercial-pure
https://doi.org/10.1007/s11665-023-08049-3
https://doi.org/10.1007/s11665-023-08049-3
https://akademik.atauni.edu.tr/yayinlar/190400-enhanced-wear-resistance-and-surface-properties-of-oxide-film-coating-on
https://akademik.atauni.edu.tr/yayinlar/190400-enhanced-wear-resistance-and-surface-properties-of-oxide-film-coating-on
https://doi.org/10.1016/j.surfcoat.2023.129797
https://akademik.atauni.edu.tr/yayinlar/174305-comparison-study-of-corrosion-behavior-for-chitosan-coated-ti6al4v-alloy
https://akademik.atauni.edu.tr/yayinlar/174305-comparison-study-of-corrosion-behavior-for-chitosan-coated-ti6al4v-alloy
https://doi.org/10.1016/j.porgcoat.2023.107655


18. Investigation of mechanical, tribological and magnetic properties after plasma nitriding of AISI 316L
stainless steel produced with different orientations angles by selective laser melting (2023)
Mustafa Yazıcı, Onur Çomaklı, Tuba Yetim, Ali Fatih Yetim, Ayhan Çelik
SURFACE & COATINGS TECHNOLOGY, Cilt 467 · DOI: 10.1016/j.surfcoat.2023.129676
Tam Makale · Uluslararası

19. Synthesis, characterization and tribological properties of solid lubricant graphite films produced by
PECVD (2023)
Ayhan Çelik, Hakan Özer, Sebahattin TÜZEMEN, M. Yıldız, Halim Kovacı
Materials Today Communications, Cilt 36 · DOI: 10.1016/j.mtcomm.2023.106506
Tam Makale · Uluslararası

20. Wear and corrosion properties of CP-titanium coated with Chitin-Ceramic nanocomposites (2023)
Ayhan Çelik, Burak Atik, Yakup Uzun, Yusuf Burak Bozkurt, Halim KOVACI
MATERIALS CHEMISTRY AND PHYSICS, Cilt 303, Makale no. 127801 · DOI: 10.1016/j.matchemphys.2023.127801
Tam Makale · Uluslararası

21. A comparative study of the bio-tribocorrosion behaviour of PEO coated AZ31 magnesium alloy in SBF:
Assessing the effect of B, Cu and Zn doping (2023)
Sebahattin Yenal Vangölü, Yusuf Burak Bozkurt, Halim Kovacı, Ayhan Çelik
Ceramics International, Cilt 49, Sayı 11, ss. 19513–19522 · DOI: 10.1016/j.ceramint.2023.03.111
Tam Makale · Uluslararası

22. A comprehensive study on the fatigue properties of duplex surface treated Ti6Al4V by plasma nitriding
and DLC coating (2023)
A.F. Yetim, Halim Kovacı, Yakup Uzun, H. Tekdir, Ayhan Çelik
SURFACE & COATINGS TECHNOLOGY, Cilt 458 · DOI: 10.1016/j.surfcoat.2023.129367
Tam Makale · Uluslararası

23. Effect of bilayer numbers on structural, mechanical, tribological and corrosion properties of TiO2–SiO2
multilayer film-coated β-type Ti45Nb alloys (2023)
Onur Çomaklı, Mustafa Yazıcı, Merve Demir, Ali Fatih Yetim, Ayhan Çelik
Ceramics International, Cilt 49, Sayı 2, ss. 3007–3015 · DOI: 10.1016/j.ceramint.2022.09.285
Tam Makale · Uluslararası

24. Wear and tribocorrosion behavior of UV curable coated CP-Ti (2023)
MEVRA ASLAN ÇAKIR, T. Yetim, Yusuf Burak Bozkurt, Halim Kovacı, Ayhan Çelik
MATERIALS LETTERS, Cilt 331 · DOI: 10.1016/j.matlet.2022.133518
Tam Makale · Uluslararası

25. Tailoring biodegration rate of AZ31 magnesium alloy (2022)
Yusuf Burak Bozkurt, Ayhan Çelik
Electrochimica Acta, Cilt 435 · DOI: 10.1016/j.electacta.2022.141403
Tam Makale · Uluslararası

26. Comparison of the structural properties, surface wettability and corrosion resistance of TiO2
nanotubes fabricated on Cp-Ti, Ti6Al4V and Ti45Nb (2022)
Muhammet Taha ACAR, Halim Kovacı, Ayhan Çelik
Materials Today Communications, Cilt 33 · DOI: 10.1016/j.mtcomm.2022.104396
Tam Makale · Uluslararası

Ayhan Çelik — Özgeçmiş · Oluşturulma: 15.10.2026 Sayfa 15 / 41

https://akademik.atauni.edu.tr/yayinlar/190369-investigation-of-mechanical-tribological-and-magnetic-properties-after-plasma
https://akademik.atauni.edu.tr/yayinlar/190369-investigation-of-mechanical-tribological-and-magnetic-properties-after-plasma
https://doi.org/10.1016/j.surfcoat.2023.129676
https://akademik.atauni.edu.tr/yayinlar/174304-synthesis-characterization-and-tribological-properties-of-solid-lubricant
https://akademik.atauni.edu.tr/yayinlar/174304-synthesis-characterization-and-tribological-properties-of-solid-lubricant
https://doi.org/10.1016/j.mtcomm.2023.106506
https://akademik.atauni.edu.tr/yayinlar/174318-wear-and-corrosion-properties-of-cp-titanium-coated-with-chitin-ceramic
https://doi.org/10.1016/j.matchemphys.2023.127801
https://akademik.atauni.edu.tr/yayinlar/174324-a-comparative-study-of-the-bio-tribocorrosion-behaviour-of-peo-coated-az31
https://akademik.atauni.edu.tr/yayinlar/174324-a-comparative-study-of-the-bio-tribocorrosion-behaviour-of-peo-coated-az31
https://doi.org/10.1016/j.ceramint.2023.03.111
https://akademik.atauni.edu.tr/yayinlar/174341-a-comprehensive-study-on-the-fatigue-properties-of-duplex-surface-treated
https://akademik.atauni.edu.tr/yayinlar/174341-a-comprehensive-study-on-the-fatigue-properties-of-duplex-surface-treated
https://doi.org/10.1016/j.surfcoat.2023.129367
https://akademik.atauni.edu.tr/yayinlar/190384-effect-of-bilayer-numbers-on-structural-mechanical-tribological-and-corrosion
https://akademik.atauni.edu.tr/yayinlar/190384-effect-of-bilayer-numbers-on-structural-mechanical-tribological-and-corrosion
https://doi.org/10.1016/j.ceramint.2022.09.285
https://akademik.atauni.edu.tr/yayinlar/174334-wear-and-tribocorrosion-behavior-of-uv-curable-coated-cp-ti
https://doi.org/10.1016/j.matlet.2022.133518
https://akademik.atauni.edu.tr/yayinlar/190372-tailoring-biodegration-rate-of-az31-magnesium-alloy
https://doi.org/10.1016/j.electacta.2022.141403
https://akademik.atauni.edu.tr/yayinlar/174311-comparison-of-the-structural-properties-surface-wettability-and-corrosion
https://akademik.atauni.edu.tr/yayinlar/174311-comparison-of-the-structural-properties-surface-wettability-and-corrosion
https://doi.org/10.1016/j.mtcomm.2022.104396


27. Improvement of tribological performance of AZ31 biodegradable alloy by TiN-based PVD coatings
(2022)
Ayhan Çelik, Yusuf Burak Bozkurt
TRIBOLOGY INTERNATIONAL, Cilt 173 · DOI: 10.1016/j.triboint.2022.107684
Tam Makale · Uluslararası

28. Investigation of corrosion and tribocorrosion behavior of boron doped and graphene oxide doped TiO2
nanotubes produced on Cp-Ti (2022)
Muhammet Taha ACAR, Halim Kovacı, Ayhan Çelik
Materials Today Communications, Cilt 32 · DOI: 10.1016/j.mtcomm.2022.104182
Tam Makale · Uluslararası

29. Tribocorrosion properties and mechanism of a shot peened AISI 4140 low-alloy steel (2022)
Yusuf Burak Bozkurt, Halim Kovacı, A.F. Yetim, Ayhan Çelik
SURFACE & COATINGS TECHNOLOGY, Cilt 440 · DOI: 10.1016/j.surfcoat.2022.128444
Tam Makale · Uluslararası

30. Improving the wettability and corrosion behavior of Cp-Ti by applying anodization surface treatment
with the addition of boric acid, graphene oxide and hydroxyapatite (2022)
Muhammet Taha Acar, Halim Kovacı, Ayhan Çelik
Materials Today Communications, Cilt 31 · DOI: 10.1016/j.mtcomm.2022.103683
Tam Makale · Uluslararası

31. Influences of Ti, Al and V metal doping on the structural, mechanical and tribological properties of DLC
films (2021)
A. F. Yetim, Halim Kovacı, Ahmet Emre Kasapoğlu, Yusuf Burak Bozkurt, Ayhan Çelik
DIAMOND AND RELATED MATERIALS, Cilt 120 · DOI: 10.1016/j.diamond.2021.108639
Tam Makale · Uluslararası

32. Effect of working pressure and post-annealing on structural, optical and electrical properties of p-type
NiO thin films produced by RF magnetron sputtering technique (2021)
Fatih Senaslan, Muharrem Tasdemir, Ayhan Çelik
APPLIED PHYSICS A-MATERIALS SCIENCE & PROCESSING, Cilt 127, Sayı 10 · DOI: 10.1007/s00339-021-04901-2
Tam Makale · Uluslararası

33. Enhancement of the tribological performance and surface wettability of Ti6Al4V biomedical alloy with
boric/sulfuric acid anodic film (2021)
Muhammet Taha Acar, Halim Kovacı, Ayhan Çelik
SURFACE TOPOGRAPHY-METROLOGY AND PROPERTIES, Cilt 9, Sayı 3 · DOI: 10.1088/2051-672x/ac1d87
Tam Makale · Uluslararası

34. Experimental and Numerical Investigation of Mechanical Properties of Different Lattice Structures
Manufactured from Medical Titanium Alloy by Using Laser Beam-Powder Bed Fusion (2021)
Ilyas Hacisalihoglu, Fatih Yildiz, Ayhan Çelik
JOURNAL OF MATERIALS ENGINEERING AND PERFORMANCE, Cilt 30, Sayı 7, ss. 5466–5476 · DOI: 10.1007/s11665-
021-05865-3
Tam Makale · Uluslararası

Ayhan Çelik — Özgeçmiş · Oluşturulma: 15.10.2026 Sayfa 16 / 41

https://akademik.atauni.edu.tr/yayinlar/190412-improvement-of-tribological-performance-of-az31-biodegradable-alloy-by-tin-based
https://doi.org/10.1016/j.triboint.2022.107684
https://akademik.atauni.edu.tr/yayinlar/174326-investigation-of-corrosion-and-tribocorrosion-behavior-of-boron-doped-and
https://akademik.atauni.edu.tr/yayinlar/174326-investigation-of-corrosion-and-tribocorrosion-behavior-of-boron-doped-and
https://doi.org/10.1016/j.mtcomm.2022.104182
https://akademik.atauni.edu.tr/yayinlar/174281-tribocorrosion-properties-and-mechanism-of-a-shot-peened-aisi-4140-low-alloy
https://doi.org/10.1016/j.surfcoat.2022.128444
https://akademik.atauni.edu.tr/yayinlar/174299-improving-the-wettability-and-corrosion-behavior-of-cp-ti-by-applying
https://akademik.atauni.edu.tr/yayinlar/174299-improving-the-wettability-and-corrosion-behavior-of-cp-ti-by-applying
https://doi.org/10.1016/j.mtcomm.2022.103683
https://akademik.atauni.edu.tr/yayinlar/174300-influences-of-ti-al-and-v-metal-doping-on-the-structural-mechanical-and
https://akademik.atauni.edu.tr/yayinlar/174300-influences-of-ti-al-and-v-metal-doping-on-the-structural-mechanical-and
https://doi.org/10.1016/j.diamond.2021.108639
https://akademik.atauni.edu.tr/yayinlar/190409-effect-of-working-pressure-and-post-annealing-on-structural-optical-and
https://akademik.atauni.edu.tr/yayinlar/190409-effect-of-working-pressure-and-post-annealing-on-structural-optical-and
https://doi.org/10.1007/s00339-021-04901-2
https://akademik.atauni.edu.tr/yayinlar/174293-enhancement-of-the-tribological-performance-and-surface-wettability-of-ti6al4v
https://akademik.atauni.edu.tr/yayinlar/174293-enhancement-of-the-tribological-performance-and-surface-wettability-of-ti6al4v
https://doi.org/10.1088/2051-672x/ac1d87
https://akademik.atauni.edu.tr/yayinlar/190420-experimental-and-numerical-investigation-of-mechanical-properties-of-different
https://akademik.atauni.edu.tr/yayinlar/190420-experimental-and-numerical-investigation-of-mechanical-properties-of-different
https://doi.org/10.1007/s11665-021-05865-3
https://doi.org/10.1007/s11665-021-05865-3


35. The effects of boriding on metal-ceramic bond strength of Co-Cr alloy fabricated by selective laser
melting (2021)
Yakup Uzun, Nuran Yanıkoğlu, Halim KOVACI, Ali Fatih Yetim, Ayhan Çelik
Journal of Adhesion Science and Technology, Cilt 35, Sayı 14, ss. 1576–1591 · DOI:
10.1080/01694243.2020.1854003
Tam Makale · Uluslararası

36. Wear, Corrosion and Tribocorrosion Behavior of Polyurethane and Polyvinylpyrrolidone Blends as
Coating for Corrosion Protection of AISI 316L Stainless Steel (2021)
Muharrem Tasdemir, Fatih Senaslan, Ayhan Çelik
INTERNATIONAL JOURNAL OF ELECTROCHEMICAL SCIENCE, Cilt 16, Sayı 5 · DOI: 10.20964/2021.05.09
Tam Makale · Uluslararası

37. Corrosion and tribocorrosion properties of duplex surface treatments consisting of plasma nitriding
and DLC coating (2021)
Halim Kovacı, Yusuf Burak Bozkurt, A. F. Yetim, O. Baran, Ayhan Çelik
TRIBOLOGY INTERNATIONAL, Cilt 156 · DOI: 10.1016/j.triboint.2020.106823
Tam Makale · Uluslararası

38. The effects of build orientation and hatch spacing on mechanical properties of medical Ti-6Al-4V alloy
manufactured by selective laser melting (2021)
Ilyas Hacisalihoglu, FATİH YILDIZ, Ayhan Çelik
MATERIALS SCIENCE AND ENGINEERING A-STRUCTURAL MATERIALS PROPERTIES MICROSTRUCTURE AND

PROCESSING, Cilt 802 · DOI: 10.1016/j.msea.2020.140649
Tam Makale · Uluslararası

39. Investigation of corrosion and thermal behavior of PU-PDMS-coated AISI 316L (2021)
Muharrem Tasdemir, Fatih Senaslan, Ayhan Çelik
E-POLYMERS, Cilt 21, Sayı 1, ss. 355–365 · DOI: 10.1515/epoly-2021-0035
Tam Makale · Uluslararası

40. Effects of Boriding, Nitrocarburizing, Nitriding and Post-oxidation Treatments on The Tribological
Properties of DIN 32CrMoV12-10 Steel (2021)
HASAN ÇEP, Halim Kovacı, HÜSEYİN ÇİMENOĞLU, Ayhan Çelik
Erzincan Üniversitesi Fen Bilimleri Enstitüsü Dergisi, Cilt 14, Sayı 3, ss. 936–949 · DOI: 10.18185/erzifbed.959667
Tam Makale · Ulusal

41. The effect of wear mechanısm for plasma oxidized Cp-Ti and its alloys on tribocorrosion performance
(2020)
YEŞİM SEÇER, YUSUF BURAK BOZKURT, Halim Kovacı, ALİ FATİH YETİM, Ayhan Çelik
Journal of Selcuk-Technic, ss. 28–38
Tam Makale · Ulusal

42. THE BIOMECHANICAL ANALYSIS FOR BIODEGRADABLE PURE MAGNESIUM BONE SCREWS UNDER THREE
POINT BENDING AND TORSIONAL TEST (2020)
Burak Atik, Yusuf Burak Bozkurt, Yeşim Seçer Kavasoğlu, Yakup Uzun, Halim Kovacı, Ayhan Çelik
Journal of Selcuk-Technic, Sayı Özel Sayı, ss. 39–46
Tam Makale · Ulusal

Ayhan Çelik — Özgeçmiş · Oluşturulma: 15.10.2026 Sayfa 17 / 41

https://akademik.atauni.edu.tr/yayinlar/15405-the-effects-of-boriding-on-metal-ceramic-bond-strength-of-co-cr-alloy-fabricated
https://akademik.atauni.edu.tr/yayinlar/15405-the-effects-of-boriding-on-metal-ceramic-bond-strength-of-co-cr-alloy-fabricated
https://doi.org/10.1080/01694243.2020.1854003
https://akademik.atauni.edu.tr/yayinlar/190365-wear-corrosion-and-tribocorrosion-behavior-of-polyurethane-and
https://akademik.atauni.edu.tr/yayinlar/190365-wear-corrosion-and-tribocorrosion-behavior-of-polyurethane-and
https://doi.org/10.20964/2021.05.09
https://akademik.atauni.edu.tr/yayinlar/174321-corrosion-and-tribocorrosion-properties-of-duplex-surface-treatments-consisting
https://akademik.atauni.edu.tr/yayinlar/174321-corrosion-and-tribocorrosion-properties-of-duplex-surface-treatments-consisting
https://doi.org/10.1016/j.triboint.2020.106823
https://akademik.atauni.edu.tr/yayinlar/190418-the-effects-of-build-orientation-and-hatch-spacing-on-mechanical-properties-of
https://akademik.atauni.edu.tr/yayinlar/190418-the-effects-of-build-orientation-and-hatch-spacing-on-mechanical-properties-of
https://doi.org/10.1016/j.msea.2020.140649
https://akademik.atauni.edu.tr/yayinlar/190389-investigation-of-corrosion-and-thermal-behavior-of-pu-pdms-coated-aisi-316l
https://doi.org/10.1515/epoly-2021-0035
https://akademik.atauni.edu.tr/yayinlar/174295-effects-of-boriding-nitrocarburizing-nitriding-and-post-oxidation-treatments-on
https://akademik.atauni.edu.tr/yayinlar/174295-effects-of-boriding-nitrocarburizing-nitriding-and-post-oxidation-treatments-on
https://doi.org/10.18185/erzifbed.959667
https://akademik.atauni.edu.tr/yayinlar/174342-the-effect-of-wear-mechanism-for-plasma-oxidized-cp-ti-and-its-alloys-on
https://akademik.atauni.edu.tr/yayinlar/174336-the-biomechanical-analysis-for-biodegradable-pure-magnesium-bone-screws-under
https://akademik.atauni.edu.tr/yayinlar/174336-the-biomechanical-analysis-for-biodegradable-pure-magnesium-bone-screws-under


43. Improving structural, tribological and electrochemical properties of Ti6Al4V alloy with B-doped TiO2
thin films (2020)
Ayhan Çelik, Muhammet Taha Acar, T. Yetim, Halim Kovacı, A.F. Yetim
TRIBOLOGY INTERNATIONAL, Cilt 146 · DOI: 10.1016/j.triboint.2020.106210
Tam Makale · Uluslararası

44. Ti45Nb Alaşımının Aşınma Davranışına Anodizasyon Potansiyelinin Etkisi (2020)
MUHARREM TAŞDEMİR, FATİH ŞENASLAN, Ayhan Çelik
Gümüşhane Üniversitesi Fen Bilimleri Enstitüsü Dergisi, Cilt 10, Sayı 2, ss. 395–403 · DOI:
10.17714/gumusfenbil.569817
Tam Makale · Ulusal

45. Tribological and electrochemical behavior of Ag2O/ZnO/NiO nanocomposite coating on commercial pure
titanium for biomedical applications (2019)
Onur Comakli, Fatih Yatim, Mustafa Yazici, TUBA YETİM, Ayhan Çelik
Industrial Lubrication and Tribology, Cilt 71, Sayı 10, ss. 1166–1176 · DOI: 10.1108/ilt-11-2018-0414
Tam Makale · Uluslararası

46. Biomechanical analysis of spinal implants with different rod diameters under static and fatigue loads:
an experimental study (2019)
Halim Kovacı, Ali Fatih Yetim, Ayhan Çelik
BIOMEDICAL ENGINEERING-BIOMEDIZINISCHE TECHNIK, Cilt 64, ss. 339–346 · DOI: 10.1515/bmt-2017-0236
Tam Makale · Uluslararası

47. Effect of gas mixture on tribological performance of plasma nitrided grey cast iron under dry and
lubricated conditions (2019)
O. Comakli, A. F. Yetim, B. Karaca, Ayhan Çelik
Materials Research Express, Cilt 6, Sayı 5 · DOI: 10.1088/2053-1591/ab012b
Tam Makale · Uluslararası

48. Effect of boronizing on the structural, mechanical and tribological properties of CoCrW dental alloy
produced by selective laser melting (2019)
Yakup Uzun, Halim Kovacı, Ali Fatih Yetim, Ayhan Çelik
Industrial Lubrication and Tribology, Cilt 71, Sayı 3, ss. 348–356 · DOI: 10.1108/ilt-07-2018-0274
Tam Makale · Uluslararası

49. The effect of surface plastic deformation produced by shot peening on corrosion behavior of a low-
alloy steel (2019)
Halim Kovacı, Yusuf Burak Bozkurt, A.F. Yetim, Mevra Aslan, Ayhan Çelik
SURFACE & COATINGS TECHNOLOGY, Cilt 360, ss. 78–86 · DOI: 10.1016/j.surfcoat.2019.01.003
Tam Makale · Uluslararası

50. Effects of shot peening pre-treatment and plasma nitriding parameters on, the structural, mechanical
and tribological properties of AISI 4140 low-alloy steel (2019)
Halim Kovacı, I. Hacısalihoglu, A. F. Yetim, Ayhan Çelik
SURFACE & COATINGS TECHNOLOGY, Cilt 358, ss. 256–265 · DOI: 10.1016/j.surfcoat.2018.11.043
Tam Makale · Uluslararası

51. The effect of plasma oxidation and nitridation on corrosion behavior of CoCrMo alloy in SBF solution
(2018)
M. Aslan, O. Comakli, M. Yazici, A. F. Yetim, O. Bayrak, Ayhan Çelik
SURFACE REVIEW AND LETTERS, Cilt 25, Sayı 8 · DOI: 10.1142/s0218625x19500240
Tam Makale · Uluslararası

Ayhan Çelik — Özgeçmiş · Oluşturulma: 15.10.2026 Sayfa 18 / 41

https://akademik.atauni.edu.tr/yayinlar/174280-improving-structural-tribological-and-electrochemical-properties-of-ti6al4v
https://akademik.atauni.edu.tr/yayinlar/174280-improving-structural-tribological-and-electrochemical-properties-of-ti6al4v
https://doi.org/10.1016/j.triboint.2020.106210
https://akademik.atauni.edu.tr/yayinlar/190397-ti45nb-alasiminin-asinma-davranisina-anodizasyon-potansiyelinin-etkisi
https://doi.org/10.17714/gumusfenbil.569817
https://akademik.atauni.edu.tr/yayinlar/190413-tribological-and-electrochemical-behavior-of-ag2oznonio-nanocomposite-coating-on
https://akademik.atauni.edu.tr/yayinlar/190413-tribological-and-electrochemical-behavior-of-ag2oznonio-nanocomposite-coating-on
https://doi.org/10.1108/ilt-11-2018-0414
https://akademik.atauni.edu.tr/yayinlar/174286-biomechanical-analysis-of-spinal-implants-with-different-rod-diameters-under
https://akademik.atauni.edu.tr/yayinlar/174286-biomechanical-analysis-of-spinal-implants-with-different-rod-diameters-under
https://doi.org/10.1515/bmt-2017-0236
https://akademik.atauni.edu.tr/yayinlar/190422-effect-of-gas-mixture-on-tribological-performance-of-plasma-nitrided-grey-cast
https://akademik.atauni.edu.tr/yayinlar/190422-effect-of-gas-mixture-on-tribological-performance-of-plasma-nitrided-grey-cast
https://doi.org/10.1088/2053-1591/ab012b
https://akademik.atauni.edu.tr/yayinlar/174301-effect-of-boronizing-on-the-structural-mechanical-and-tribological-properties-of
https://akademik.atauni.edu.tr/yayinlar/174301-effect-of-boronizing-on-the-structural-mechanical-and-tribological-properties-of
https://doi.org/10.1108/ilt-07-2018-0274
https://akademik.atauni.edu.tr/yayinlar/174335-the-effect-of-surface-plastic-deformation-produced-by-shot-peening-on-corrosion
https://akademik.atauni.edu.tr/yayinlar/174335-the-effect-of-surface-plastic-deformation-produced-by-shot-peening-on-corrosion
https://doi.org/10.1016/j.surfcoat.2019.01.003
https://akademik.atauni.edu.tr/yayinlar/174288-effects-of-shot-peening-pre-treatment-and-plasma-nitriding-parameters-on-the
https://akademik.atauni.edu.tr/yayinlar/174288-effects-of-shot-peening-pre-treatment-and-plasma-nitriding-parameters-on-the
https://doi.org/10.1016/j.surfcoat.2018.11.043
https://akademik.atauni.edu.tr/yayinlar/190380-the-effect-of-plasma-oxidation-and-nitridation-on-corrosion-behavior-of-cocrmo
https://doi.org/10.1142/s0218625x19500240


52. Tribological and electrochemical properties of TiO2 films produced on Cp-Ti by sol-gel and SILAR in bio-
simulated environment (2018)
O. Çomaklı, M. Yazıcı, Halim Kovacı, T. Yetim, A.F. Yetim, Ayhan Çelik
SURFACE & COATINGS TECHNOLOGY, Cilt 352, ss. 513–521 · DOI: 10.1016/j.surfcoat.2018.08.056
Tam Makale · Uluslararası

53. The friction and wear performance of DLC coatings deposited on plasma nitrided AISI 4140 steel by
magnetron sputtering under air and vacuum conditions (2018)
Halim Kovacı, Özlem Baran, A. F. Yetim, Yusuf Burak Bozkurt, L. Kara, Ayhan Çelik
SURFACE & COATINGS TECHNOLOGY, Cilt 349, ss. 969–979 · DOI: 10.1016/j.surfcoat.2018.05.084
Tam Makale · Uluslararası

54. Structural, mechanical and tribological properties of Ti and TiN coatings on 316L stainless steel (2018)
M. Yazıcı, Halim Kovacı, A.F. Yetim, Ayhan Çelik
Ceramics International, Cilt 44, Sayı 12, ss. 14195–14201 · DOI: 10.1016/j.ceramint.2018.05.022
Tam Makale · Uluslararası

55. Effect of Nitrogen Amount on Tribological Behavior of Plasma Nitrided 31CrMoV9 Steel (2018)
Onur ÇOMAKLI, ALİ FATİH YETİM, Bahadır KARACA, Ayhan Çelik
SURFACE REVIEW AND LETTERS

Tam Makale · Uluslararası

56. Investigation of the usage possibility of CuO and CuS thin films produced by successive ionic layer
adsorption and reaction (SILAR) as solid lubricant (2018)
Halim Kovacı, YUNUS AKALTUN, Ali Fatih Yetim, Yakup Uzun, Ayhan Çelik
SURFACE & COATINGS TECHNOLOGY, Cilt 344, ss. 522–527 · DOI: 10.1016/j.surfcoat.2018.03.077
Tam Makale · Uluslararası

57. Effect of Ti amount on wear and corrosion properties of Ti-doped Al2O3 nanocomposite ceramic coated
CP titanium implant material (2018)
O. Çomaklı, M. Yazıcı, T. Yetim, A.F. Yetim, Ayhan Çelik
Ceramics International, Cilt 44, Sayı 7, ss. 7421–7428 · DOI: 10.1016/j.ceramint.2018.01.046
Tam Makale · Uluslararası

58. Tribological behavior of DLC films and duplex ceramic coatings under different sliding conditions (2018)
Halim Kovacı, Ali Fatih Yetim, ÖZLEM BARAN, Ayhan Çelik
Ceramics International, Cilt 44, Sayı 6, ss. 7151–7158 · DOI: 10.1016/j.ceramint.2018.01.158
Tam Makale · Uluslararası

59. Tribocorrosion behavior of plasma nitrided Hardox steels in NaCl solution (2018)
İlyas Hacısalihoğlu, Fatih Yıldız, Ayhan Çelik
TRIBOLOGY INTERNATIONAL, Cilt 120, ss. 434–445 · DOI: 10.1016/j.triboint.2018.01.023
Tam Makale · Uluslararası

60. TRIBOLOGICAL PROPERTIES OF TiO2/SiO2 DOUBLE LAYER COATINGS DEPOSITED ON CP-Ti (2017)
Ömer ÇOMAKLI, M. Yazici, T. Yetim, A. F. Yetim, Ayhan Çelik
SURFACE REVIEW AND LETTERS, Cilt 24, Sayı 6 · DOI: 10.1142/s0218625x17500822
Tam Makale · Uluslararası

61. The Effects of Aging Time on the Structural and Electrochemical Properties of Composite Coatings on
CP-Ti Substrate (2017)
Onur Çomakli, Mustafa Yazici, Tuba Yetim, Ali Fatih Yetim, Ayhan Çelik
JOURNAL OF BIONIC ENGINEERING, Cilt 14, Sayı 3, ss. 532–539 · DOI: 10.1016/s1672-6529(16)60419-5
Tam Makale · Uluslararası

Ayhan Çelik — Özgeçmiş · Oluşturulma: 15.10.2026 Sayfa 19 / 41

https://akademik.atauni.edu.tr/yayinlar/174327-tribological-and-electrochemical-properties-of-tio2-films-produced-on-cp-ti-by
https://akademik.atauni.edu.tr/yayinlar/174327-tribological-and-electrochemical-properties-of-tio2-films-produced-on-cp-ti-by
https://doi.org/10.1016/j.surfcoat.2018.08.056
https://akademik.atauni.edu.tr/yayinlar/174337-the-friction-and-wear-performance-of-dlc-coatings-deposited-on-plasma-nitrided
https://akademik.atauni.edu.tr/yayinlar/174337-the-friction-and-wear-performance-of-dlc-coatings-deposited-on-plasma-nitrided
https://doi.org/10.1016/j.surfcoat.2018.05.084
https://akademik.atauni.edu.tr/yayinlar/174328-structural-mechanical-and-tribological-properties-of-ti-and-tin-coatings-on-316l
https://doi.org/10.1016/j.ceramint.2018.05.022
https://akademik.atauni.edu.tr/yayinlar/190375-effect-of-nitrogen-amount-on-tribological-behavior-of-plasma-nitrided-31crmov9
https://akademik.atauni.edu.tr/yayinlar/174287-investigation-of-the-usage-possibility-of-cuo-and-cus-thin-films-produced-by
https://akademik.atauni.edu.tr/yayinlar/174287-investigation-of-the-usage-possibility-of-cuo-and-cus-thin-films-produced-by
https://doi.org/10.1016/j.surfcoat.2018.03.077
https://akademik.atauni.edu.tr/yayinlar/190398-effect-of-ti-amount-on-wear-and-corrosion-properties-of-ti-doped-al2o3
https://akademik.atauni.edu.tr/yayinlar/190398-effect-of-ti-amount-on-wear-and-corrosion-properties-of-ti-doped-al2o3
https://doi.org/10.1016/j.ceramint.2018.01.046
https://akademik.atauni.edu.tr/yayinlar/174303-tribological-behavior-of-dlc-films-and-duplex-ceramic-coatings-under-different
https://doi.org/10.1016/j.ceramint.2018.01.158
https://akademik.atauni.edu.tr/yayinlar/190360-tribocorrosion-behavior-of-plasma-nitrided-hardox-steels-in-nacl-solution
https://doi.org/10.1016/j.triboint.2018.01.023
https://akademik.atauni.edu.tr/yayinlar/190359-tribological-properties-of-tio2sio2-double-layer-coatings-deposited-on-cp-ti
https://doi.org/10.1142/s0218625x17500822
https://akademik.atauni.edu.tr/yayinlar/190414-the-effects-of-aging-time-on-the-structural-and-electrochemical-properties-of
https://akademik.atauni.edu.tr/yayinlar/190414-the-effects-of-aging-time-on-the-structural-and-electrochemical-properties-of
https://doi.org/10.1016/s1672-6529%2816%2960419-5


62. DRY SLIDING WEAR CHARACTERISTICS OF PLASMA-NITROCARBURIZED Co - Cr - Mo ALLOY (2017)
ÖZGÜ BAYRAK, Halim Kovacı, F. Yildiz, A. F. Yetim, Ayhan Çelik
METAL SCIENCE AND HEAT TREATMENT, Cilt 58, Sayı 11-12, ss. 742–747 · DOI: 10.1007/s11041-017-0089-x
Tam Makale · Uluslararası

63. A NOVEL METHOD FOR IMPROVING PLASMA NITRIDING EFFICIENCY: PRE-MAGNETIZATION BY DC
MAGNETIC FIELD (2017)
Halim Kovacı, Ali Fatih Yetim, Yusuf Burak Bozkurt, Ayhan Çelik
SURFACE REVIEW AND LETTERS, Cilt 24, Sayı 1 · DOI: 10.1142/s0218625x17500056
Tam Makale · Uluslararası

64. Influence of plasma nitriding treatment on the adhesion of DLC films deposited on AISI 4140 steel by
PVD magnetron sputtering (2017)
Halim Kovacı, ÖZLEM BARAN, ÖZGÜ BAYRAK, Ali Fatih Yetim, Ayhan Çelik
Journal of Adhesion Science and Technology, Cilt 31, Sayı 18, ss. 2015–2027 · DOI:
10.1080/01694243.2017.1293923
Tam Makale · Uluslararası

65. Effect of sol aging time on the wear properties of TiO2-SiO2 composite films prepared by a sol-gel
method (2016)
M. Yazici, Ömer ÇOMAKLI, T. Yetim, A. F. Yetim, Ayhan Çelik
TRIBOLOGY INTERNATIONAL, Cilt 104, ss. 175–182 · DOI: 10.1016/j.triboint.2016.08.041
Tam Makale · Uluslararası

66. Effect of Plasma Nitriding Parameters on the Wear Resistance of Alloy Inconel 718 (2016)
Halim Kovacı, Hojjat A. S. L. GHAHRAMANZADEH, ÇİĞDEM ALBAYRAK, Akgün Alsaran, Ayhan Çelik
METAL SCIENCE AND HEAT TREATMENT, Cilt 58, ss. 470–474 · DOI: 10.1007/s11041-016-0037-1
Tam Makale · Uluslararası

67. Fatigue crack growth analysis of plasma nitrided AISI 4140 low-alloy steel: Part 1-constant amplitude
loading (2016)
Halim Kovacı, A. F. Yetim, ÖZLEM BARAN, Ayhan Çelik
MATERIALS SCIENCE AND ENGINEERING A-STRUCTURAL MATERIALS PROPERTIES MICROSTRUCTURE AND

PROCESSING, Cilt 672, ss. 257–264 · DOI: 10.1016/j.msea.2016.07.002
Tam Makale · Uluslararası

68. Fatigue crack growth analysis of plasma nitrided AISI 4140 low-alloy steel: Part 2-Variable amplitude
loading and load interactions (2016)
Halim Kovacı, A. F. Yetim, ÖZLEM BARAN, Ayhan Çelik
MATERIALS SCIENCE AND ENGINEERING A-STRUCTURAL MATERIALS PROPERTIES MICROSTRUCTURE AND

PROCESSING, Cilt 672, ss. 265–275 · DOI: 10.1016/j.msea.2016.07.003
Tam Makale · Uluslararası

69. The effect of wettability on corrosion resistance of oxide films produced by SILAR method on
magnesium, aluminum and copper substrates (2016)
YUNUS AKALTUN, Mevra Aslan, T. Yetim, T. Cayir, Ayhan Çelik
SURFACE & COATINGS TECHNOLOGY, Cilt 292, ss. 121–131 · DOI: 10.1016/j.surfcoat.2016.03.011
Tam Makale · Uluslararası

Ayhan Çelik — Özgeçmiş · Oluşturulma: 15.10.2026 Sayfa 20 / 41

https://akademik.atauni.edu.tr/yayinlar/174322-dry-sliding-wear-characteristics-of-plasma-nitrocarburized-co-cr-mo-alloy
https://doi.org/10.1007/s11041-017-0089-x
https://akademik.atauni.edu.tr/yayinlar/174333-a-novel-method-for-improving-plasma-nitriding-efficiency-pre-magnetization-by-dc
https://akademik.atauni.edu.tr/yayinlar/174333-a-novel-method-for-improving-plasma-nitriding-efficiency-pre-magnetization-by-dc
https://doi.org/10.1142/s0218625x17500056
https://akademik.atauni.edu.tr/yayinlar/174278-influence-of-plasma-nitriding-treatment-on-the-adhesion-of-dlc-films-deposited
https://akademik.atauni.edu.tr/yayinlar/174278-influence-of-plasma-nitriding-treatment-on-the-adhesion-of-dlc-films-deposited
https://doi.org/10.1080/01694243.2017.1293923
https://akademik.atauni.edu.tr/yayinlar/190366-effect-of-sol-aging-time-on-the-wear-properties-of-tio2-sio2-composite-films
https://akademik.atauni.edu.tr/yayinlar/190366-effect-of-sol-aging-time-on-the-wear-properties-of-tio2-sio2-composite-films
https://doi.org/10.1016/j.triboint.2016.08.041
https://akademik.atauni.edu.tr/yayinlar/174290-effect-of-plasma-nitriding-parameters-on-the-wear-resistance-of-alloy-inconel
https://doi.org/10.1007/s11041-016-0037-1
https://akademik.atauni.edu.tr/yayinlar/174308-fatigue-crack-growth-analysis-of-plasma-nitrided-aisi-4140-low-alloy-steel-part
https://akademik.atauni.edu.tr/yayinlar/174308-fatigue-crack-growth-analysis-of-plasma-nitrided-aisi-4140-low-alloy-steel-part
https://doi.org/10.1016/j.msea.2016.07.002
https://akademik.atauni.edu.tr/yayinlar/174291-fatigue-crack-growth-analysis-of-plasma-nitrided-aisi-4140-low-alloy-steel-part
https://akademik.atauni.edu.tr/yayinlar/174291-fatigue-crack-growth-analysis-of-plasma-nitrided-aisi-4140-low-alloy-steel-part
https://doi.org/10.1016/j.msea.2016.07.003
https://akademik.atauni.edu.tr/yayinlar/190403-the-effect-of-wettability-on-corrosion-resistance-of-oxide-films-produced-by
https://akademik.atauni.edu.tr/yayinlar/190403-the-effect-of-wettability-on-corrosion-resistance-of-oxide-films-produced-by
https://doi.org/10.1016/j.surfcoat.2016.03.011


70. The effect of calcination temperatures on structural and electrochemical properties of TiO2 film
deposited on commercial pure titanium (2016)
Ömer ÇOMAKLI, M. Yazici, T. Yetim, A. F. Yetim, Ayhan Çelik
SURFACE & COATINGS TECHNOLOGY, Cilt 285, ss. 298–303 · DOI: 10.1016/j.surfcoat.2015.11.055
Tam Makale · Uluslararası

71. Numerical investigation of mechanical effects caused by various fixation positions on a new radius
intramedullary nail (2015)
Ayhan Çelik, Halim Kovacı, G. SAKA, I. Kaymaz
COMPUTER METHODS IN BIOMECHANICS AND BIOMEDICAL ENGINEERING, Cilt 18, Sayı 3, ss. 316–324 · DOI:
10.1080/10255842.2013.792919
Tam Makale · Uluslararası

72. The effect of plasma nitriding temperature on the electrochemical and semiconducting properties of
thin passive films formed on 316 L stainless steel implant material in SBF solution (2015)
Muhammet YAZICI, O. Comakli, T. Yetim, A. F. Yetim, Ayhan Çelik
SURFACE & COATINGS TECHNOLOGY, Cilt 261, ss. 181–188 · DOI: 10.1016/j.surfcoat.2014.11.037
Tam Makale · Uluslararası

73. PLAZMA İLE OKSİTLENMİŞ CoCrMo ALAŞIMININ SBF İÇERİSİNDE ELEKTROKİMYASAL VE YARI İLETKENLİK
ÖZELLİKLERİNİN ARAŞTIRILMASI (2014)
Ayhan Çelik, T. YETIM, Mevra ASLAN, Osman Ünsal BAYRAK, Meltem Gör
Süleyman Demirel Üniversitesi Mühendislik Bilimleri ve Tasarım Dergisi, Cilt 2, ss. 159–166
Tam Makale · Ulusal

74. Tibia kırıklarında kullanılan kilitli ve kilitsiz plak fiksasyon sistemlerinin sonlu elemanlar yöntemiyle
incelenmesi (2014)
HOJJAT A. S. L. GHAHRAMANZADEH, Halim Kovacı, Akgün ALSARAN, İrfan KAYMAZ, Ayhan Çelik, Ömer Selim
Yıldırım
Süleyman Demirel Üniversitesi Fen Bilimleri Enstitüsü Dergisi, Cilt 18, ss. 167–174
Tam Makale · Ulusal

75. Combined Effects of Different Overload Ratios and Nitriding Process on Fatigue Crack Growth of AISI
4140 Steel (2014)
A. B. Sengul, Ayhan Çelik
JOURNAL OF IRON AND STEEL RESEARCH INTERNATIONAL, Cilt 21, Sayı 8, ss. 797–803 · DOI: 10.1016/s1006-
706x(14)60144-8
Tam Makale · Uluslararası

76. The effect of calcination temperatures on wear properties of TiO2 coated CP-Ti (2014)
O. Comakli, T. Yetim, Ayhan Çelik
SURFACE & COATINGS TECHNOLOGY, Cilt 246, ss. 34–39 · DOI: 10.1016/j.surfcoat.2014.02.059
Tam Makale · Uluslararası

77. Failure analysis of the cement mantle in total hip arthroplasty with an efficient probabilistic method
(2014)
Irfan Kaymaz, Ozgu BAYRAK, Orhan Karsan, Ayhan Çelik, Akgün Alsaran
Proceedings of the Institution of Mechanical Engineers, Part H: Journal of Engineering in Medicine, Cilt 228, Sayı 4,
ss. 409–417 · DOI: 10.1177/0954411914529428
Tam Makale · Uluslararası

Ayhan Çelik — Özgeçmiş · Oluşturulma: 15.10.2026 Sayfa 21 / 41

https://akademik.atauni.edu.tr/yayinlar/190410-the-effect-of-calcination-temperatures-on-structural-and-electrochemical
https://akademik.atauni.edu.tr/yayinlar/190410-the-effect-of-calcination-temperatures-on-structural-and-electrochemical
https://doi.org/10.1016/j.surfcoat.2015.11.055
https://akademik.atauni.edu.tr/yayinlar/174316-numerical-investigation-of-mechanical-effects-caused-by-various-fixation
https://akademik.atauni.edu.tr/yayinlar/174316-numerical-investigation-of-mechanical-effects-caused-by-various-fixation
https://doi.org/10.1080/10255842.2013.792919
https://akademik.atauni.edu.tr/yayinlar/190396-the-effect-of-plasma-nitriding-temperature-on-the-electrochemical-and
https://akademik.atauni.edu.tr/yayinlar/190396-the-effect-of-plasma-nitriding-temperature-on-the-electrochemical-and
https://doi.org/10.1016/j.surfcoat.2014.11.037
https://akademik.atauni.edu.tr/yayinlar/190377-plazma-ile-oksitlenmis-cocrmo-alasiminin-sbf-icerisinde-elektrokimyasal-ve-yari
https://akademik.atauni.edu.tr/yayinlar/190377-plazma-ile-oksitlenmis-cocrmo-alasiminin-sbf-icerisinde-elektrokimyasal-ve-yari
https://akademik.atauni.edu.tr/yayinlar/174284-tibia-kiriklarinda-kullanilan-kilitli-ve-kilitsiz-plak-fiksasyon-sistemlerinin
https://akademik.atauni.edu.tr/yayinlar/174284-tibia-kiriklarinda-kullanilan-kilitli-ve-kilitsiz-plak-fiksasyon-sistemlerinin
https://akademik.atauni.edu.tr/yayinlar/190411-combined-effects-of-different-overload-ratios-and-nitriding-process-on-fatigue
https://akademik.atauni.edu.tr/yayinlar/190411-combined-effects-of-different-overload-ratios-and-nitriding-process-on-fatigue
https://doi.org/10.1016/s1006-706x%2814%2960144-8
https://doi.org/10.1016/s1006-706x%2814%2960144-8
https://akademik.atauni.edu.tr/yayinlar/190363-the-effect-of-calcination-temperatures-on-wear-properties-of-tio2-coated-cp-ti
https://doi.org/10.1016/j.surfcoat.2014.02.059
https://akademik.atauni.edu.tr/yayinlar/190370-failure-analysis-of-the-cement-mantle-in-total-hip-arthroplasty-with-an
https://doi.org/10.1177/0954411914529428


78. Wear Behavior of Plasma Oxidized CoCrMo Alloy under Dry and Simulated Body Fluid Conditions (2014)
Ayhan Çelik, Mevra Aslan, Ali Fatih Yetim, Ozgu BAYRAK
JOURNAL OF BIONIC ENGINEERING, Cilt 11, Sayı 2, ss. 303–310 · DOI: 10.1016/s1672-6529(14)60035-4
Tam Makale · Uluslararası

79. Performance of Plasma Sprayed Al2O3 Coating in Bio-Simulated Environment (2014)
F. Yildiz, A. F. Yetim, Akgün ALSARAN, Ayhan Çelik
METAL SCIENCE AND HEAT TREATMENT, Cilt 55, ss. 504–508 · DOI: 10.1007/s11041-014-9662-8
Tam Makale · Uluslararası

80. New interlocking intramedullary radius and ulna nails for treating forearm diaphyseal fractures in
adults: A retrospective study (2014)
Gursel SAKA, Necdet SAGLAM, Tuhan KURTULMUS, Cem Coskun AVCI, Fuat Akpinar, Halim Kovacı, Ayhan Çelik
INJURY-INTERNATIONAL JOURNAL OF THE CARE OF THE INJURED, Cilt 45 · DOI: 10.1016/j.injury.2013.10.040
Tam Makale · Uluslararası

81. Plain and fretting fatigue behavior of Ti6Al4V alloy coated with TiAlN thin film (2013)
F. Yildiz, A. F. Yetim, Akgün ALSARAN, Ayhan Çelik, I. Kaymaz, İhsan EFEOĞLU
TRIBOLOGY INTERNATIONAL, Cilt 66, ss. 307–314 · DOI: 10.1016/j.triboint.2013.06.006
Tam Makale · Uluslararası

82. FATIGUECRACKGROWTH RETARDATION BY THE NUMBER OFDIFFERENT CYCLES OVER LOADING ON
EFFECT OF PLASMA NITRIDING (2012)
A. B. SENGUL, Ayhan Çelik
JOURNAL OF THE FACULTY OF ENGINEERING AND ARCHITECTURE OF GAZI UNIVERSITY, Cilt 27, Sayı 4, ss. 707–715
Tam Makale · Uluslararası

83. Radius kırıklarında plak fiksasyonu ve intramedüller çivileme yöntemlerinin teorik olarak incelenmesi
(2012)
Halim Kovacı, Hojjat A. S. L. Ghahramanzadeh, İrfan Kaymaz, Akgün Alsaran, Ayhan Çelik, Gursel Saka
Annals Of Statistics, Cilt 16, Sayı 3, ss. 330–336
Tam Makale · Ulusal

84. Çene kırıklarında kullanılan mini plakların yerleştirilmesinin simülasyonu ve gerilme analizi (2012)
HOJJAT A. S. L. GHAHRAMANZADEH, Halim Kovacı, İrfan KAYMAZ, Akgün ALSARAN, Ayhan Çelik, İsmail Akaş
TMMOB MMO Mühendis ve Makina Dergisi, Cilt 53, Sayı 628, ss. 44–49
Tam Makale · Ulusal

85. Theoretical Investigation Of Plate Fixation And Intramedullary Nailing Methods On Radius Fractures
(2012)
Halim Kovacı, HÜCCET KAHRAMANZADE, İRFAN KAYMAZ, AKGÜN ALSARAN, Ayhan Çelik, Gürsel Saka
SAKARYA UNIVERSITY JOURNAL OF SCIENCE, Cilt 16, Sayı 3, ss. 330–336 · DOI: 10.5505/saufbe.2012.14227
Tam Makale · Ulusal

86. Fretting fatigue properties of plasma nitrided AISI 316 L stainless steel: Experiments and finite
element analysis (2011)
F. Yildiz, Aslıhan YETİM, Akgün ALSARAN, Ayhan Çelik, I. Kaymaz
TRIBOLOGY INTERNATIONAL, Cilt 44, Sayı 12, ss. 1979–1986 · DOI: 10.1016/j.triboint.2011.08.011
Tam Makale · Uluslararası

Ayhan Çelik — Özgeçmiş · Oluşturulma: 15.10.2026 Sayfa 22 / 41

https://akademik.atauni.edu.tr/yayinlar/190362-wear-behavior-of-plasma-oxidized-cocrmo-alloy-under-dry-and-simulated-body-fluid
https://doi.org/10.1016/s1672-6529%2814%2960035-4
https://akademik.atauni.edu.tr/yayinlar/190371-performance-of-plasma-sprayed-al2o3-coating-in-bio-simulated-environment
https://doi.org/10.1007/s11041-014-9662-8
https://akademik.atauni.edu.tr/yayinlar/174330-new-interlocking-intramedullary-radius-and-ulna-nails-for-treating-forearm
https://akademik.atauni.edu.tr/yayinlar/174330-new-interlocking-intramedullary-radius-and-ulna-nails-for-treating-forearm
https://doi.org/10.1016/j.injury.2013.10.040
https://akademik.atauni.edu.tr/yayinlar/190376-plain-and-fretting-fatigue-behavior-of-ti6al4v-alloy-coated-with-tialn-thin-film
https://doi.org/10.1016/j.triboint.2013.06.006
https://akademik.atauni.edu.tr/yayinlar/190405-fatiguecrackgrowth-retardation-by-the-number-ofdifferent-cycles-over-loading-on
https://akademik.atauni.edu.tr/yayinlar/190405-fatiguecrackgrowth-retardation-by-the-number-ofdifferent-cycles-over-loading-on
https://akademik.atauni.edu.tr/yayinlar/174282-radius-kiriklarinda-plak-fiksasyonu-ve-intrameduller-civileme-yontemlerinin
https://akademik.atauni.edu.tr/yayinlar/174289-cene-kiriklarinda-kullanilan-mini-plaklarin-yerlestirilmesinin-simulasyonu-ve
https://akademik.atauni.edu.tr/yayinlar/174323-theoretical-investigation-of-plate-fixation-and-intramedullary-nailing-methods
https://doi.org/10.5505/saufbe.2012.14227
https://akademik.atauni.edu.tr/yayinlar/190391-fretting-fatigue-properties-of-plasma-nitrided-aisi-316-l-stainless-steel
https://akademik.atauni.edu.tr/yayinlar/190391-fretting-fatigue-properties-of-plasma-nitrided-aisi-316-l-stainless-steel
https://doi.org/10.1016/j.triboint.2011.08.011


87. Effect of plasma nitriding on fatigue crack growth on AISI 4140 steel under variable amplitude loading
(2011)
A. B. SENGUL, Ayhan Çelik
SURFACE & COATINGS TECHNOLOGY, Cilt 205, ss. 5172–5177 · DOI: 10.1016/j.surfcoat.2011.05.027
Tam Makale · Uluslararası

88. Corrosion behaviour of Ti DLC deposition on prenitrided 316L stainless steel and Ti-6Al-4V alloy (2011)
Aslıhan YETİM, Akgün ALSARAN, Ayhan Çelik, İhsan EFEOĞLU
CORROSION ENGINEERING SCIENCE AND TECHNOLOGY, Cilt 46, Sayı 4, ss. 439–444 · DOI:
10.1179/147842209x12464471864457
Tam Makale · Uluslararası

89. Investigation of the pull-out strengths of Ti6Al4V cortical screws oxidized with various methods (2011)
Sebahattin Yenal Vangölü, Özgü Bayrak, Halim Kovacı, Ömer Selim Yıldırım, Akgün Alsaran, Ayhan Çelik
Journal of Biomechanics, Cilt 44, s. 5
Makale · Uluslararası

90. Deposition and Adhesion Characterization of Ti(BN:MoS2) Based Composite Thin Films Prepared by
Closed-Field Unbalanced Magnetron Sputtering (2011)
Ali Fatih YETIM, İhsan EFEOĞLU, Ayhan Çelik, Akgün Alsaran, Irfan Kaymaz
Journal of Adhesion Science and Technology, Cilt 25, Sayı 13, ss. 1497–1505 · DOI: 10.1163/016942410x549933
Tam Makale · Uluslararası

91. The wear behaviour of duplex treated AISI 5140 steel (2011)
Yaşar Totik, Akgün Alsaran, Ayhan Çelik, İhsan EFEOĞLU
Industrial Lubrication and Tribology, Cilt 63, Sayı 5, ss. 344–349 · DOI: 10.1108/00368791111154959
Tam Makale · Uluslararası

92. Multipass scratch test behaviour of TiAlN thin film deposited on 316L stainless steel and Ti6Al4V alloy
with dc biased and pulsed magnetron sputtering (2010)
Fahrettin YILDIZ, Akgün ALSARAN, Ayhan Çelik, İhsan EFEOĞLU
SURFACE ENGINEERING, Cilt 26, Sayı 8, ss. 578–583 · DOI: 10.1179/174329409x451173
Tam Makale · Uluslararası

93. Improving tribological properties of Ti6Al4V alloy with duplex surface treatment (2010)
Aslıhan YETİM, Ayhan Çelik, Akgün ALSARAN
SURFACE & COATINGS TECHNOLOGY, Cilt 205, Sayı 2, ss. 320–324 · DOI: 10.1016/j.surfcoat.2010.06.048
Tam Makale · Uluslararası

94. Fatigue life determination of plasma nitrided medical grade CoCrMo alloy (2010)
Osman Ünsal BAYRAK, Aslıhan YETİM, Akgün ALSARAN, Ayhan Çelik
FATIGUE & FRACTURE OF ENGINEERING MATERIALS & STRUCTURES, Cilt 33, Sayı 5, ss. 303–309 · DOI:
10.1111/j.1460-2695.2010.01442.x
Tam Makale · Uluslararası

95. Investigation of tribological and electrochemical properties of dual layer after low temperature plasma
carbo-nitriding (2010)
Aslıhan YETİM, Akgün ALSARAN, Ayhan Çelik
SURFACE ENGINEERING, Cilt 26, Sayı 3, ss. 178–184 · DOI: 10.1179/026708408x344699
Tam Makale · Uluslararası

Ayhan Çelik — Özgeçmiş · Oluşturulma: 15.10.2026 Sayfa 23 / 41

https://akademik.atauni.edu.tr/yayinlar/190388-effect-of-plasma-nitriding-on-fatigue-crack-growth-on-aisi-4140-steel-under
https://doi.org/10.1016/j.surfcoat.2011.05.027
https://akademik.atauni.edu.tr/yayinlar/190394-corrosion-behaviour-of-ti-dlc-deposition-on-prenitrided-316l-stainless-steel-and
https://doi.org/10.1179/147842209x12464471864457
https://akademik.atauni.edu.tr/yayinlar/174285-investigation-of-the-pull-out-strengths-of-ti6al4v-cortical-screws-oxidized-with
https://akademik.atauni.edu.tr/yayinlar/190421-deposition-and-adhesion-characterization-of-tibnmos2-based-composite-thin-films
https://akademik.atauni.edu.tr/yayinlar/190421-deposition-and-adhesion-characterization-of-tibnmos2-based-composite-thin-films
https://doi.org/10.1163/016942410x549933
https://akademik.atauni.edu.tr/yayinlar/190379-the-wear-behaviour-of-duplex-treated-aisi-5140-steel
https://doi.org/10.1108/00368791111154959
https://akademik.atauni.edu.tr/yayinlar/190373-multipass-scratch-test-behaviour-of-tialn-thin-film-deposited-on-316l-stainless
https://akademik.atauni.edu.tr/yayinlar/190373-multipass-scratch-test-behaviour-of-tialn-thin-film-deposited-on-316l-stainless
https://doi.org/10.1179/174329409x451173
https://akademik.atauni.edu.tr/yayinlar/190399-improving-tribological-properties-of-ti6al4v-alloy-with-duplex-surface-treatment
https://doi.org/10.1016/j.surfcoat.2010.06.048
https://akademik.atauni.edu.tr/yayinlar/190386-fatigue-life-determination-of-plasma-nitrided-medical-grade-cocrmo-alloy
https://doi.org/10.1111/j.1460-2695.2010.01442.x
https://akademik.atauni.edu.tr/yayinlar/190407-investigation-of-tribological-and-electrochemical-properties-of-dual-layer-after
https://akademik.atauni.edu.tr/yayinlar/190407-investigation-of-tribological-and-electrochemical-properties-of-dual-layer-after
https://doi.org/10.1179/026708408x344699


96. PLASMA ASSISTED THERMOCHEMICAL TREATMENTS (2009)
Ayhan Çelik, Akguen Alsaran, Mehmet KARAKAN
THERMOCHEMISTRY AND ADVANCES IN CHEMISTRY RESEARCH, ss. 127–158
Tam Makale · Uluslararası

97. Effects of plasma nitriding on mechanical and tribological properties of CoCrMo alloy (2008)
Ayhan Çelik, Osman Ünsal BAYRAK, Akgün ALSARAN, I. Kaymaz, Aslıhan YETİM
SURFACE & COATINGS TECHNOLOGY, Cilt 202, Sayı 11, ss. 2433–2438 · DOI: 10.1016/j.surfcoat.2007.08.030
Tam Makale · Uluslararası

98. Plasma nitriding behavior of Ti6Al4V orthopedic alloy (2008)
Fahrettin YILDIZ, Aslıhan YETİM, Akgün ALSARAN, Ayhan Çelik
SURFACE & COATINGS TECHNOLOGY, Cilt 202, Sayı 11, ss. 2471–2476 · DOI: 10.1016/j.surfcoat.2007.08.004
Tam Makale · Uluslararası

99. Surface modification of 316L stainless steel with plasma nitriding (2008)
Aslıhan YETİM, Fahrettin YILDIZ, Akgün ALSARAN, Ayhan Çelik
KOVOVE MATERIALY-METALLIC MATERIALS, Cilt 46, Sayı 2, ss. 105–116
Tam Makale · Uluslararası

100. Fatigue behaviour of duplex treated AISI 316L stainless steel (2007)
Ayhan Çelik, Yaşar ARSLAN, A. F. YETIM, I. Efeoglu
KOVOVE MATERIALY-METALLIC MATERIALS, Cilt 45, Sayı 1, ss. 35–40
Tam Makale · Uluslararası

101. Effects of post-aging on wear and corrosion properties of nitrided AISI 4140 steel (2006)
Akgün ALSARAN, Fahrettin YILDIZ, Ayhan Çelik
SURFACE & COATINGS TECHNOLOGY, Cilt 201, Sayı 6, ss. 3147–3154 · DOI: 10.1016/j.surfcoat.2006.06.033
Tam Makale · Uluslararası

102. Comparison of microstructure and tribological behaviour of plasma nitrided and nitrocarburized AISI
4140 steel (2006)
Mehmet Karakan, A. F. YETIM, Ayhan Çelik
KOVOVE MATERIALY-METALLIC MATERIALS, Cilt 44, Sayı 3, ss. 139–144
Tam Makale · Uluslararası

103. The investigation of structural, mechanical and tribological properties of plasma nitrocarburized AISI
1020 steel (2005)
Ayhan Çelik, Mehmet Karakan, Akgün ALSARAN, I Efeoglu
SURFACE & COATINGS TECHNOLOGY, Cilt 200, Sayı 5-6, ss. 1926–1932 · DOI: 10.1016/j.surfcoat.2005.08.027
Tam Makale · Uluslararası

104. Imination of sulfoxides using 3-acetoxyaminoquinazolinone as nitrogen source in the presence of
hexamethyldisilazane (2005)
Semistan Karabuga, Cavit Kazaz, Hamdullah Kılıç, Sabri Ulukanli, Ayhan Çelik
Tetrahedron Letters, Cilt 46, Sayı 31, ss. 5225–5227 · DOI: 10.1016/j.tetlet.2005.05.109
Tam Makale · Uluslararası

105. The effect of deposition parameters and Ti content on structural and wear properties of MOS2-Ti
coatings (2005)
Ersin Arslan, Ferhat BULBUL, Akgün ALSARAN, Ayhan Çelik, I Efeoglu
WEAR, Cilt 259, ss. 814–819 · DOI: 10.1016/j.wear.2005.03.004
Tam Makale · Uluslararası

Ayhan Çelik — Özgeçmiş · Oluşturulma: 15.10.2026 Sayfa 24 / 41

https://akademik.atauni.edu.tr/yayinlar/190415-plasma-assisted-thermochemical-treatments
https://akademik.atauni.edu.tr/yayinlar/190408-effects-of-plasma-nitriding-on-mechanical-and-tribological-properties-of-cocrmo
https://doi.org/10.1016/j.surfcoat.2007.08.030
https://akademik.atauni.edu.tr/yayinlar/190374-plasma-nitriding-behavior-of-ti6al4v-orthopedic-alloy
https://doi.org/10.1016/j.surfcoat.2007.08.004
https://akademik.atauni.edu.tr/yayinlar/190364-surface-modification-of-316l-stainless-steel-with-plasma-nitriding
https://akademik.atauni.edu.tr/yayinlar/190402-fatigue-behaviour-of-duplex-treated-aisi-316l-stainless-steel
https://akademik.atauni.edu.tr/yayinlar/190404-effects-of-post-aging-on-wear-and-corrosion-properties-of-nitrided-aisi-4140
https://doi.org/10.1016/j.surfcoat.2006.06.033
https://akademik.atauni.edu.tr/yayinlar/190225-comparison-of-microstructure-and-tribological-behaviour-of-plasma-nitrided-and
https://akademik.atauni.edu.tr/yayinlar/190225-comparison-of-microstructure-and-tribological-behaviour-of-plasma-nitrided-and
https://akademik.atauni.edu.tr/yayinlar/190238-the-investigation-of-structural-mechanical-and-tribological-properties-of-plasma
https://akademik.atauni.edu.tr/yayinlar/190238-the-investigation-of-structural-mechanical-and-tribological-properties-of-plasma
https://doi.org/10.1016/j.surfcoat.2005.08.027
https://akademik.atauni.edu.tr/yayinlar/70841-imination-of-sulfoxides-using-3-acetoxyaminoquinazolinone-as-nitrogen-source-in
https://akademik.atauni.edu.tr/yayinlar/70841-imination-of-sulfoxides-using-3-acetoxyaminoquinazolinone-as-nitrogen-source-in
https://doi.org/10.1016/j.tetlet.2005.05.109
https://akademik.atauni.edu.tr/yayinlar/190393-the-effect-of-deposition-parameters-and-ti-content-on-structural-and-wear
https://akademik.atauni.edu.tr/yayinlar/190393-the-effect-of-deposition-parameters-and-ti-content-on-structural-and-wear
https://doi.org/10.1016/j.wear.2005.03.004


106. Effect of magnetic treatment on fatigue life of AISI 4140 steel (2005)
Ayhan Çelik, Aslıhan YETIM, Akgün ALSARAN, Mehmet Karakan
MATERIALS & DESIGN, Cilt 26, Sayı 8, ss. 700–704 · DOI: 10.1016/j.matdes.2004.09.003
Tam Makale · Uluslararası

107. Structural, mechanical and tribological properties of duplex-treated AISI 5140 steel (2005)
Akgün ALSARAN, Ayhan Çelik, Mehmet Karakan
MATERIALS CHARACTERIZATION, Cilt 54, Sayı 1, ss. 85–92 · DOI: 10.1016/j.matchar.2004.11.009
Tam Makale · Uluslararası

108. A repair process for fatigue damage using plasma nitriding (2004)
Akgün ALSARAN, I Kaymaz, Ayhan Çelik, F YETIM, Mehmet Karakan
SURFACE & COATINGS TECHNOLOGY, Cilt 186, Sayı 3, ss. 333–338 · DOI: 10.1016/j.surfcoat.2003.12.017
Tam Makale · Uluslararası

109. Effect of process time on structural and tribological properties of ferritic plasma nitrocarburized AISI
4140 steel (2004)
Mehmet Karakan, Akgün ALSARAN, Ayhan Çelik
MATERIALS & DESIGN, Cilt 25, Sayı 4, ss. 349–353 · DOI: 10.1016/j.matdes.2003.10.017
Tam Makale · Uluslararası

110. Optimization of coating parameters for duplex treated AISI 5140 steel (2004)
Akgün ALSARAN, Ayhan Çelik, Cafer Çelik, I Efeoglu
MATERIALS SCIENCE AND ENGINEERING A-STRUCTURAL MATERIALS PROPERTIES MICROSTRUCTURE AND

PROCESSING, Cilt 371, ss. 141–148 · DOI: 10.1016/j.msea.2003.11.053
Tam Makale · Uluslararası

111. Effect of post-oxidizing on tribological and corrosion behaviour of plasma nitrided AISI 5140 steel
(2004)
Akgün ALSARAN, Hikmet Altun, Mehmet Karakan, Ayhan Çelik
SURFACE & COATINGS TECHNOLOGY, Cilt 176, Sayı 3, ss. 344–348 · DOI: 10.1016/s0257-8972(03)00770-9
Tam Makale · Uluslararası

112. Plazma nitrokarbürleme (2004)
Mehmet Karakan, AKGÜN ALSARAN, Ayhan Çelik
MakinaTek, Cilt 84, ss. 138–142
Tam Makale · Ulusal

113. Study on compound layer formed during plasma nitrocarburizing of AISI 5140 steel (2003)
Akgün ALSARAN, Mehmet Karakan, Ayhan Çelik, Ferhat BULBUL, I Efeoglu
JOURNAL OF MATERIALS SCIENCE LETTERS, Cilt 22, Sayı 24, ss. 1759–1761 · DOI:
10.1023/b:jmsl.0000005414.00249.cb
Tam Makale · Uluslararası

114. Yüzey Mühendisliğinde Yeni Bir Yaklaşım Dubleks Yüzey İşlemi (2003)
AKGÜN ALSARAN, Ayhan Çelik, Mehmet Karakan, ALİ FATİH YETİM
Pamukkale Üniversitesi Mühendislik Bilimleri Dergisi, Cilt 9, ss. 1–7
Tam Makale · Ulusal

115. Determination of the optimum conditions for ion nitriding of AISI 5140 steel (2002)
Akgün ALSARAN, Ayhan Çelik, Cafer Çelik
SURFACE & COATINGS TECHNOLOGY, Cilt 160, ss. 219–226 · DOI: 10.1016/s0257-8972(02)00401-2
Tam Makale · Uluslararası

Ayhan Çelik — Özgeçmiş · Oluşturulma: 15.10.2026 Sayfa 25 / 41

https://akademik.atauni.edu.tr/yayinlar/190228-effect-of-magnetic-treatment-on-fatigue-life-of-aisi-4140-steel
https://doi.org/10.1016/j.matdes.2004.09.003
https://akademik.atauni.edu.tr/yayinlar/190227-structural-mechanical-and-tribological-properties-of-duplex-treated-aisi-5140
https://doi.org/10.1016/j.matchar.2004.11.009
https://akademik.atauni.edu.tr/yayinlar/190240-a-repair-process-for-fatigue-damage-using-plasma-nitriding
https://doi.org/10.1016/j.surfcoat.2003.12.017
https://akademik.atauni.edu.tr/yayinlar/190232-effect-of-process-time-on-structural-and-tribological-properties-of-ferritic
https://akademik.atauni.edu.tr/yayinlar/190232-effect-of-process-time-on-structural-and-tribological-properties-of-ferritic
https://doi.org/10.1016/j.matdes.2003.10.017
https://akademik.atauni.edu.tr/yayinlar/181858-optimization-of-coating-parameters-for-duplex-treated-aisi-5140-steel
https://doi.org/10.1016/j.msea.2003.11.053
https://akademik.atauni.edu.tr/yayinlar/190229-effect-of-post-oxidizing-on-tribological-and-corrosion-behaviour-of-plasma
https://doi.org/10.1016/s0257-8972%2803%2900770-9
https://akademik.atauni.edu.tr/yayinlar/190216-plazma-nitrokarburleme
https://akademik.atauni.edu.tr/yayinlar/190217-study-on-compound-layer-formed-during-plasma-nitrocarburizing-of-aisi-5140-steel
https://doi.org/10.1023/b%3Ajmsl.0000005414.00249.cb
https://akademik.atauni.edu.tr/yayinlar/190231-yuzey-muhendisliginde-yeni-bir-yaklasim-dubleks-yuzey-islemi
https://akademik.atauni.edu.tr/yayinlar/181846-determination-of-the-optimum-conditions-for-ion-nitriding-of-aisi-5140-steel
https://doi.org/10.1016/s0257-8972%2802%2900401-2


116. Effects of various gas mixtures on plasma nitriding behavior of AISI 5140 steel (2002)
Mehmet Karakan, Akgün ALSARAN, Ayhan Çelik
MATERIALS CHARACTERIZATION, Cilt 49, Sayı 3, ss. 241–246 · DOI: 10.1016/s1044-5803(03)00010-x
Tam Makale · Uluslararası

117. The investigation of mechanical properties of ion-nitrided AISI 5140 low-alloy steel (2002)
Akgün ALSARAN, Mehmet Karakan, Ayhan Çelik
MATERIALS CHARACTERIZATION, Cilt 48, Sayı 4, ss. 323–327 · DOI: 10.1016/s1044-5803(02)00275-9
Tam Makale · Uluslararası

118. İyon nitrürleme işleminin AISI 5140 çeliğinin burulma özellikleri üzerine etkisi (2002)
Mehmet GAVGALI, Ayhan Çelik, Akgün ALSARAN, Yaşar Totik
TMMOB MMO Mühendis ve Makina, Cilt 43, Sayı 507, ss. 45–49
Tam Makale · Ulusal

119. İyon Nitrürleme İşleminin AISI 5140 Çeliğinin Burulma Özelliklerine Etkisi Üzerine Bir Çalışma (2002)
MEHMET GAVGALI, Ayhan Çelik, AKGÜN ALSARAN, Yaşar Totik
TMMOB MMO Mühendis ve Makina, Cilt 43, Sayı 507, ss. 45–49
Tam Makale · Ulusal

120. Plazma Borlama (2002)
Mehmet Karakan, AKGÜN ALSARAN, Ayhan Çelik
TMMOB MMO Mühendis ve Makina, Cilt 43, ss. 51–54
Tam Makale · Ulusal

121. Plazma ile termokimyasal yüzey işlemleri (2002)
Ayhan Çelik, AKGÜN ALSARAN, Mehmet Karakan
TMMOB MMO Mühendis ve Makina, Cilt 43, ss. 17–22
Tam Makale · Ulusal

122. Structural characterization of ion-nitrided AISI 5140 low-alloy steel (2001)
Akgün ALSARAN, Ayhan Çelik
MATERIALS CHARACTERIZATION, Cilt 47, ss. 207–213 · DOI: 10.1016/s1044-5803(01)00169-3
Tam Makale · Uluslararası

123. Mechanical and structural properties of AISI 8620 steel TiN coated, nitrided and TiN coated plus
nitrided (2001)
I Efeoglu, Ayhan Çelik
MATERIALS CHARACTERIZATION, Cilt 46, Sayı 4, ss. 311–316 · DOI: 10.1016/s1044-5803(00)00110-8
Tam Makale · Uluslararası

124. Microstructure and structural behavior of ion-nitrided AISI 8620 steel (2001)
Ayhan Çelik, I Efeoglu, Gürkan SAKAR
MATERIALS CHARACTERIZATION, Cilt 46, Sayı 1, ss. 39–44 · DOI: 10.1016/s1044-5803(00)00091-7
Tam Makale · Uluslararası

125. Gaz Karışımlarının İyon Nitrürasyon Üzerine Etkisinin Araştırılması (2000)
Ayhan Çelik, Mehmet Karakan, AKGÜN ALSARAN
DEÜ Fen ve Mühendislik Dergisi, Cilt 2, ss. 87–94
Tam Makale · Ulusal

Ayhan Çelik — Özgeçmiş · Oluşturulma: 15.10.2026 Sayfa 26 / 41

https://akademik.atauni.edu.tr/yayinlar/190222-effects-of-various-gas-mixtures-on-plasma-nitriding-behavior-of-aisi-5140-steel
https://doi.org/10.1016/s1044-5803%2803%2900010-x
https://akademik.atauni.edu.tr/yayinlar/190230-the-investigation-of-mechanical-properties-of-ion-nitrided-aisi-5140-low-alloy
https://doi.org/10.1016/s1044-5803%2802%2900275-9
https://akademik.atauni.edu.tr/yayinlar/190367-iyon-nitrurleme-isleminin-aisi-5140-celiginin-burulma-ozellikleri-uzerine-etkisi
https://akademik.atauni.edu.tr/yayinlar/190368-iyon-nitrurleme-isleminin-aisi-5140-celiginin-burulma-ozelliklerine-etkisi
https://akademik.atauni.edu.tr/yayinlar/190236-plazma-borlama
https://akademik.atauni.edu.tr/yayinlar/190234-plazma-ile-termokimyasal-yuzey-islemleri
https://akademik.atauni.edu.tr/yayinlar/190417-structural-characterization-of-ion-nitrided-aisi-5140-low-alloy-steel
https://doi.org/10.1016/s1044-5803%2801%2900169-3
https://akademik.atauni.edu.tr/yayinlar/190382-mechanical-and-structural-properties-of-aisi-8620-steel-tin-coated-nitrided-and
https://akademik.atauni.edu.tr/yayinlar/190382-mechanical-and-structural-properties-of-aisi-8620-steel-tin-coated-nitrided-and
https://doi.org/10.1016/s1044-5803%2800%2900110-8
https://akademik.atauni.edu.tr/yayinlar/190378-microstructure-and-structural-behavior-of-ion-nitrided-aisi-8620-steel
https://doi.org/10.1016/s1044-5803%2800%2900091-7
https://akademik.atauni.edu.tr/yayinlar/190224-gaz-karisimlarinin-iyon-nitrurasyon-uzerine-etkisinin-arastirilmasi


126. Mechanical and structural properties of similar and dissimilar steel joints (1999)
Ayhan Çelik, Akgün ALSARAN
MATERIALS CHARACTERIZATION, Cilt 43, Sayı 5, ss. 311–318 · DOI: 10.1016/s1044-5803(99)00045-5
Tam Makale · Uluslararası

127. Farklı Metallerin Kaynağında Gerilme Yığılmalarının incelenmesi (1996)
Ayhan Çelik, Adnan Özel, S KARADENIZ
Mühendislik Bilimleri Dergisi, Cilt 2, Sayı 4, ss. 55–60
Tam Makale · Ulusal

128. Investigation of compound layer formed during ion nitriding of AISI 4140 steel (1996)
Ayhan Çelik, S KARADENIZ
SURFACE & COATINGS TECHNOLOGY, Cilt 80, Sayı 3, ss. 283–286 · DOI: 10.1016/0257-8972(95)02471-9
Tam Makale · Uluslararası

129. İyon İmplantasyon Yüzey Sertleştirme işlemi (1995)
Ayhan Çelik, S KARADENIZ
TMMOB MMO Mühendis ve Makina, Cilt 35, ss. 412–415
Tam Makale · Ulusal

130. IMPROVEMENT OF THE FATIGUE-STRENGTH OF AISI-4140 STEEL BY AN ION NITRIDING PROCESS (1995)
Ayhan Çelik, S KARADENIZ
SURFACE & COATINGS TECHNOLOGY, Cilt 72, Sayı 3, ss. 169–173 · DOI: 10.1016/0257-8972(94)02348-4
Tam Makale · Uluslararası

Bildiriler

1. AISI 316L PASLANMAZ ÇELİKTE LAZER MARKALAMA PARAMETRELERİNİN YÜZEY MORFOLOJİSİ VE
KALİTESİ ÜZERİNE ETKİLERİ (2026)
Şenay Yetişir Er, Kübra Yıldız, Yeşim Seçer Kavasoğlu, Burak Atik, Şükran Merve Tüzemen, Yusuf Burak Bozkurt,
Yakup Uzun, Halim Kovacı, Ayhan Çelik, Ömer Erdoğan
12th International AEGEAN CONGRESS ON INNOVATION TECHNOLOGIES & ENGINEERING, İzmir, 25.02.2026 –
26.02.2026, ss. 1–8, Tam metin bildiri
Tam Metin Bildiri · Uluslararası · Türkiye

2. INVESTIGATION OF SURF ACE R OUGHNESS DEPENDING ON PO WER AND FRE QUENCY AFTER FIBER
LASER PR OCESSİNG OF AS A SAMPLES PRODUCED BY FDM METHOD” (2025)
Yusuf Burak Bozkurt, Ömer Erdoğan, Burak Atik, Şükran Merve Tüzemen, Yeşim Seçer Kavasoğlu, Halim Kovacı,
Yakup Uzun, Ayhan Çelik
EGE 14th INTERNATIONAL CONFERENCE ON APPLIED SCIENCES, İzmir, 23.12.2025 – 29.12.2025, ss. 784–794, Tam
metin bildiri
Tam Metin Bildiri · Uluslararası · Türkiye

3. Investigation of Surface Roughness Depending on Power And Frequency After Fiber Laser Processing
of ASA Samples Produced by FDM Method (2025)
Yusuf Burak Bozkurt, ÖMER ERDOĞAN, Burak Atik, Şükran Merve Tüzemen, Yeşim Seçer Kavasoğlu, Halim Kovacı,
YAKUP UZUN, Ayhan Çelik
EGE 14th International Conference on Applied Sciences, İzmir, 23.12.2025 – 29.12.2025, Tam metin bildiri
Tam Metin Bildiri · Uluslararası · Türkiye

Ayhan Çelik — Özgeçmiş · Oluşturulma: 15.10.2026 Sayfa 27 / 41

https://akademik.atauni.edu.tr/yayinlar/190395-mechanical-and-structural-properties-of-similar-and-dissimilar-steel-joints
https://doi.org/10.1016/s1044-5803%2899%2900045-5
https://akademik.atauni.edu.tr/yayinlar/190383-farkli-metallerin-kaynaginda-gerilme-yigilmalarinin-incelenmesi
https://akademik.atauni.edu.tr/yayinlar/190419-investigation-of-compound-layer-formed-during-ion-nitriding-of-aisi-4140-steel
https://doi.org/10.1016/0257-8972%2895%2902471-9
https://akademik.atauni.edu.tr/yayinlar/190361-iyon-implantasyon-yuzey-sertlestirme-islemi
https://akademik.atauni.edu.tr/yayinlar/190381-improvement-of-the-fatigue-strength-of-aisi-4140-steel-by-an-ion-nitriding
https://doi.org/10.1016/0257-8972%2894%2902348-4
https://akademik.atauni.edu.tr/yayinlar/174387-aisi-316l-paslanmaz-celikte-lazer-markalama-parametrelerinin-yuzey-morfolojisi
https://akademik.atauni.edu.tr/yayinlar/174387-aisi-316l-paslanmaz-celikte-lazer-markalama-parametrelerinin-yuzey-morfolojisi
https://akademik.atauni.edu.tr/yayinlar/190455-investigation-of-surf-ace-r-oughness-depending-on-po-wer-and-fre-quency-after
https://akademik.atauni.edu.tr/yayinlar/190455-investigation-of-surf-ace-r-oughness-depending-on-po-wer-and-fre-quency-after
https://akademik.atauni.edu.tr/yayinlar/174402-investigation-of-surface-roughness-depending-on-power-and-frequency-after-fiber
https://akademik.atauni.edu.tr/yayinlar/174402-investigation-of-surface-roughness-depending-on-power-and-frequency-after-fiber


4. Liquid-Dependent Wettability Behavior of Lotus-Inspired Surfaces Fabricated by FDM (2025)
Kübra Yıldız, Yeşim Seçer Kavasoğlu, Yusuf Burak Bozkurt, Halim Kovacı, Ayhan Çelik
EGE 14th INTERNATIONAL CONFERENCE ON APPLIED SCIENCES, İzmir, 23.12.2025 – 29.12.2025, ss. 827–839, Tam
metin bildiri
Tam Metin Bildiri · Uluslararası · Türkiye

5. Additive manufacturing of hip joint prosthesis models via FDM: A comparative analysis of material type
and build orientation (2025)
Kübra Yıldız, Şenay Yetişir Er, Yeşim Seçer Kavasoğlu, Burak Atik, Yusuf Burak Bozkurt, Halim Kovacı, Ayhan Çelik
2nd International Conference on Engineering, Natural Sciences, and Technological Developments (ICENSTED 2025),
Bayburt, 20.06.2025 – 23.06.2025, ss. 25–31, Tam metin bildiri
Tam Metin Bildiri · Uluslararası · Türkiye

6. Synthesis and Coating with Electrophoretic Deposition of ZIF-8 for the Improvement of Surface
Properties of CoCrW Alloy (2024)
Yakup Uzun, Ayşenur Alptekin, Şükran Merve Tüzemen, Burak Atik, Yusuf Burak Bozkurt, Ayhan Çelik
International Trend of Tech Symposium 2024, İstanbul, 07.12.2024 – 08.12.2024, ss. 1–2, Özet bildiri
Özet Bildiri · Uluslararası · Türkiye

7. A Study on Tailoring the Hydrophilicity Capacity of CP-Mg the Correlation of Bio-Corrosion Character
and Surface Energy (2024)
Burak Atik, Şükran Merve Tüzemen, Ömer Erdoğan, Yeşim Seçer Kavasoğlu, Yusuf Burak Bozkurt, Ayhan Çelik
5th International Conference on Advanced Engineering Technologies (ICADET 2024), Bayburt, 25.09.2024 –
27.09.2024, s. 839, Özet bildiri
Özet Bildiri · Uluslararası · Türkiye

8. Improving the Bio-tribocorrosion Performance of Beta-type Ti Alloy Using Electrophoretic Coating
Method (2024)
Şükran Merve Tüzemen, Burak Atik, Yeşim Seçer Kavasoğlu, Ömer Erdoğan, Yusuf Burak Bozkurt, Ayhan Çelik
5th International Conference on Advanced Engineering Technologies (ICADET 2024), Bayburt, 25.09.2024 –
27.09.2024, s. 994, Özet bildiri
Özet Bildiri · Uluslararası · Türkiye

9. EFFECT OF PH ON BIODEGRADABILITY FOR POLYCAPROLACTONE PRODUCED BY MEW (2024)
Yusuf Burak Bozkurt, BURAK ATİK, Yeşim Seçer Kavasoğlu, HALİM KOVACI, YAKUP UZUN, Ayhan Çelik
MUNZUR 6TH INTERNATIONAL CONFERENCE ON APPLIED SCIENCES, Tunceli, 24.05.2024 – 26.05.2024, Tam metin
bildiri
Tam Metin Bildiri · Uluslararası · Türkiye

10. EFFECT OF PH ON BIODEGRADABILITY FOR POLYCAPROLACTONE PRODUCED BY MEW (2024)
Yusuf Burak Bozkurt, Burak Atik, Yeşim Seçer Kavasoğlu, Halim Kovacı, Yakup Uzun, Ayhan Çelik
MUNZUR 6. ULUSLARARASI UYGULAMALI BİLİMLER KONGRESİ, Tunceli, 24.05.2024 – 26.05.2024, ss. 282–288, Tam
metin bildiri
Tam Metin Bildiri · Uluslararası · Türkiye

11. THE INFLUENCE OF DESIGN PATTERNS ON THE MECHANICAL PROPERTIES OF MEW-PRODUCED PCL
SAMPLES (2024)
Yusuf Burak Bozkurt, Yeşim Seçer Kavasoğlu, Burak Atik, Halim Kovacı, Yakup Uzun, Ayhan Çelik
MUNZUR 6. ULUSLARARASI UYGULAMALI BİLİMLER KONGRESİ, Tunceli, 24.05.2024 – 26.05.2024, ss. 289–296, Tam
metin bildiri
Tam Metin Bildiri · Uluslararası · Türkiye

Ayhan Çelik — Özgeçmiş · Oluşturulma: 15.10.2026 Sayfa 28 / 41

https://akademik.atauni.edu.tr/yayinlar/174394-liquid-dependent-wettability-behavior-of-lotus-inspired-surfaces-fabricated-by
https://akademik.atauni.edu.tr/yayinlar/174357-additive-manufacturing-of-hip-joint-prosthesis-models-via-fdm-a-comparative
https://akademik.atauni.edu.tr/yayinlar/174357-additive-manufacturing-of-hip-joint-prosthesis-models-via-fdm-a-comparative
https://akademik.atauni.edu.tr/yayinlar/190436-synthesis-and-coating-with-electrophoretic-deposition-of-zif-8-for-the
https://akademik.atauni.edu.tr/yayinlar/190436-synthesis-and-coating-with-electrophoretic-deposition-of-zif-8-for-the
https://akademik.atauni.edu.tr/yayinlar/190460-a-study-on-tailoring-the-hydrophilicity-capacity-of-cp-mg-the-correlation-of-bio
https://akademik.atauni.edu.tr/yayinlar/190460-a-study-on-tailoring-the-hydrophilicity-capacity-of-cp-mg-the-correlation-of-bio
https://akademik.atauni.edu.tr/yayinlar/190444-improving-the-bio-tribocorrosion-performance-of-beta-type-ti-alloy-using
https://akademik.atauni.edu.tr/yayinlar/190444-improving-the-bio-tribocorrosion-performance-of-beta-type-ti-alloy-using
https://akademik.atauni.edu.tr/yayinlar/190445-effect-of-ph-on-biodegradability-for-polycaprolactone-produced-by-mew
https://akademik.atauni.edu.tr/yayinlar/174410-effect-of-ph-on-biodegradability-for-polycaprolactone-produced-by-mew
https://akademik.atauni.edu.tr/yayinlar/174377-the-influence-of-design-patterns-on-the-mechanical-properties-of-mew-produced
https://akademik.atauni.edu.tr/yayinlar/174377-the-influence-of-design-patterns-on-the-mechanical-properties-of-mew-produced


12. THE ELECTROCHEMICAL CORROSION PERFORMANCE OF COATED BIODEGRADABLE PURE MAGNESIUM BY
MELT ELECTROWRITING (2024)
Yusuf Burak Bozkurt, Burak Atik, Yeşim Seçer Kavasoğlu, Halim Kovacı, Yakup Uzun, Ayhan Çelik
17TH INTERNATIONAL ISTANBUL SCIENTIFIC RESEARCH CONGRESS ON LIFE, ENGINEERING, ARCHITECTURE, AND

MATHEMATICAL SCIENCES, İstanbul, 28.04.2024 – 30.04.2024, ss. 534–542, Tam metin bildiri
Tam Metin Bildiri · Uluslararası · Türkiye

13. IMPROVEMENT OF EIS PERFORMANCE FOR Ti6Al4V ALLOY WITH MEW-PRODUCED PLA/HA COMPOSITE
COATING (2024)
Yusuf Burak Bozkurt, Yeşim Seçer Kavasoğlu, Burak Atik, Halim Kovacı, Yakup Uzun, Ayhan Çelik
17th INTERNATIONAL İSTANBUL SCIENTIFIC RESEARCH CONGRESS ON LIFE, ENGINEERING, ARCHITECTURE, AND

MATHEMATICAL SCIENCES, İstanbul, 28.04.2024 – 30.04.2024, ss. 605–615, Tam metin bildiri
Tam Metin Bildiri · Uluslararası · Türkiye

14. Biomimetic Approach: Innovative Design Solutions from Structures Inspired by Nature (2024)
Ayhan Çelik, Yeşim Seçer Kavasoğlu, Burak Atik, Halim Kovacı, Yusuf Burak Bozkurt, Yakup Uzun, MEVRA ASLAN
ÇAKIR, Şükran Merve Tüzemen
7th International Conference on Advances in Natural and Applied Sciences, Antalya, 17.04.2024 – 20.04.2024, Özet
bildiri
Özet Bildiri · Uluslararası · Türkiye

15. Examination on the Tribological Properties of hBN Doped Anodized Pure Magnesium (2024)
Şükran Merve Tüzemen, Yusuf Burak Bozkurt, Yakup Uzun, Halim Kovacı, Ayhan Çelik
7th International Conference on Advances in Natural and Applied Sciences (ICANAS 2024), Antalya, 17.04.2024 –
20.04.2024, Tam metin bildiri
Tam Metin Bildiri · Uluslararası · Türkiye

16. Enhancement of Corrosion Resistance for Biodegradable Pure Magnesium by Anodization Processes
(2024)
Şükran Merve Tüzemen, Yusuf Burak Bozkurt, Halim Kovacı, Zekai Halıcı, Ayhan Çelik
7th International Conference on Advances in Natural and Applied Sciences (ICANAS 2024), Antalya, 17.04.2024,
Tam metin bildiri
Tam Metin Bildiri · Uluslararası · Türkiye

17. Electrochemical Impedance Spectroscopy Analysis of 45S5 Bioglass Coating on After Oxidation of
CoCrW Alloy (2023)
Şükran Merve Tüzemen, Yusuf Burak Bozkurt, Burak Atik, Yakup Uzun, Ayhan Çelik
6 th INTERNATIONAL CONFERENCE ON LIFE AND ENGINEERING SCIENCES ANTALYA, TURKEY ICOLES 2023, Antalya,
02.11.2023 – 05.11.2023, s. 10, Özet bildiri
Özet Bildiri · Uluslararası · Türkiye

18. Investigation of the Effect of Bioactive Glass Coating on the Corrosion Behavior of Pre-treated Ti6Al4V
Alloy (2023)
Şükran Merve Tüzemen, Yusuf Burak Bozkurt, Burak Atik, Yakup Uzun, Ayhan Çelik
6 th INTERNATIONAL CONFERENCE ON LIFE AND ENGINEERING SCIENCES ANTALYA, TURKEY ICOLES 2023, Antalya,
02.11.2023 – 05.11.2023, s. 9, Özet bildiri
Özet Bildiri · Uluslararası · Türkiye

Ayhan Çelik — Özgeçmiş · Oluşturulma: 15.10.2026 Sayfa 29 / 41

https://akademik.atauni.edu.tr/yayinlar/174370-the-electrochemical-corrosion-performance-of-coated-biodegradable-pure-magnesium
https://akademik.atauni.edu.tr/yayinlar/174370-the-electrochemical-corrosion-performance-of-coated-biodegradable-pure-magnesium
https://akademik.atauni.edu.tr/yayinlar/174347-improvement-of-eis-performance-for-ti6al4v-alloy-with-mew-produced-plaha
https://akademik.atauni.edu.tr/yayinlar/174347-improvement-of-eis-performance-for-ti6al4v-alloy-with-mew-produced-plaha
https://akademik.atauni.edu.tr/yayinlar/174406-biomimetic-approach-innovative-design-solutions-from-structures-inspired-by
https://akademik.atauni.edu.tr/yayinlar/174390-examination-on-the-tribological-properties-of-hbn-doped-anodized-pure-magnesium
https://akademik.atauni.edu.tr/yayinlar/174378-enhancement-of-corrosion-resistance-for-biodegradable-pure-magnesium-by
https://akademik.atauni.edu.tr/yayinlar/190450-electrochemical-impedance-spectroscopy-analysis-of-45s5-bioglass-coating-on
https://akademik.atauni.edu.tr/yayinlar/190450-electrochemical-impedance-spectroscopy-analysis-of-45s5-bioglass-coating-on
https://akademik.atauni.edu.tr/yayinlar/190429-investigation-of-the-effect-of-bioactive-glass-coating-on-the-corrosion-behavior
https://akademik.atauni.edu.tr/yayinlar/190429-investigation-of-the-effect-of-bioactive-glass-coating-on-the-corrosion-behavior


19. Investigation of Wear Resistance of Electrophoretic Deposition onto Ti6Al4V Alloy (2023)
Yakup Uzun, Sadık Biçer, Şükran Merve Tüzemen, Ayhan Çelik
3rd International Natural Science, Engineering and Materials Technology Conference, Gazimagusa, 21.09.2023 –
23.09.2023, ss. 164–172, Tam metin bildiri
Tam Metin Bildiri · Uluslararası

20. The Improvement of Corrosion Performance of CoCrW Alloy with Bioglass Coating (2023)
Yakup Uzun, Burak Taş, Şükran Merve Tüzemen, Ayhan Çelik
3rd International Natural Science, Engineering and Materials Technology Conference, Gazimagusa, 21.09.2023 –
23.09.2023, ss. 182–189, Tam metin bildiri
Tam Metin Bildiri · Uluslararası

21. Theoretical investigation of the notch effect on the fatigue behavior of AISI 304 stainless steel parts
(2022)
FAİK YILAN, İBRAHİM BAKİ ŞAHİN, LEVENT URTEKİN, Ayhan Çelik, Halim Kovacı
2nd International Conference on Scientific Research-Ahi Evran, Kırşehir, 21.10.2022 – 23.10.2022, Tam metin bildiri
Tam Metin Bildiri · Uluslararası · Türkiye

22. Comparison of Electrochemical Corrosion Performances Using Variable Scan Rates on Surfaces with
Different Layer Thicknesses (2021)
Yusuf Burak Bozkurt, Burak Atik, Halim Kovacı, Tuba Yetim, Ayhan Çelik
International Conference on Advances in Engineering, Architecture, Science and Technology, Erzurum, 15.12.2021 –
17.12.2021, s. 660, Özet bildiri
Özet Bildiri · Uluslararası · Türkiye

23. The electrochemical behaviour of Cp-Ti coated by Ti-doped Al2O3 and Ni-doped Al2O3 (2021)
HİLMİ TEKDİR, MERVE TAFTALI, KEREM TURALIOĞLU, ONUR ÇOMAKLI, TUBA YETİM, ALİ FATİH YETİM, Halim Kovacı,
Ayhan Çelik
1st International Conference on Advances in Engineering, Architecture, Science and Technology, Erzurum,
15.12.2021 – 17.12.2021, Özet bildiri
Özet Bildiri · Uluslararası · Türkiye

24. Comparison of electrochemical corrosion performances using variable scan rates on surfaces with
different layer thicknesses (2021)
YUSUF BURAK BOZKURT, Burak Atik, Halim Kovacı, TUBA YETİM, Ayhan Çelik
1st International Conference on Advances in Engineering, Architecture, Science and Technology, Erzurum,
15.12.2021 – 17.12.2021, Özet bildiri
Özet Bildiri · Uluslararası · Türkiye

25. An experimental study of erosion corrosion behavior for passive metals (2021)
YUSUF BURAK BOZKURT, Yeşim Seçer Kavasoğlu, Burak Atik, Halim Kovacı, ALİ FATİH YETİM, Ayhan Çelik
1st International Conference on Advances in Engineering, Architecture, Science and Technology, Erzurum,
15.12.2021 – 17.12.2021, Özet bildiri
Özet Bildiri · Uluslararası · Türkiye

26. Effects of connector placement on the biomechanical performance of spinal implants under tension and
compression loads (2021)
KEREM TURALIOĞLU, MERVE TAFTALI, ALİ FATİH YETİM, Halim Kovacı, Ayhan Çelik
1st International Conference on Advances in Engineering, Architecture, Science and Technology, Erzurum,
15.12.2021 – 17.12.2021, Özet bildiri
Özet Bildiri · Uluslararası · Türkiye

Ayhan Çelik — Özgeçmiş · Oluşturulma: 15.10.2026 Sayfa 30 / 41

https://akademik.atauni.edu.tr/yayinlar/190442-investigation-of-wear-resistance-of-electrophoretic-deposition-onto-ti6al4v
https://akademik.atauni.edu.tr/yayinlar/190435-the-improvement-of-corrosion-performance-of-cocrw-alloy-with-bioglass-coating
https://akademik.atauni.edu.tr/yayinlar/174372-theoretical-investigation-of-the-notch-effect-on-the-fatigue-behavior-of-aisi
https://akademik.atauni.edu.tr/yayinlar/174391-comparison-of-electrochemical-corrosion-performances-using-variable-scan-rates
https://akademik.atauni.edu.tr/yayinlar/174391-comparison-of-electrochemical-corrosion-performances-using-variable-scan-rates
https://akademik.atauni.edu.tr/yayinlar/174362-the-electrochemical-behaviour-of-cp-ti-coated-by-ti-doped-al2o3-and-ni-doped
https://akademik.atauni.edu.tr/yayinlar/174355-comparison-of-electrochemical-corrosion-performances-using-variable-scan-rates
https://akademik.atauni.edu.tr/yayinlar/174355-comparison-of-electrochemical-corrosion-performances-using-variable-scan-rates
https://akademik.atauni.edu.tr/yayinlar/174353-an-experimental-study-of-erosion-corrosion-behavior-for-passive-metals
https://akademik.atauni.edu.tr/yayinlar/174345-effects-of-connector-placement-on-the-biomechanical-performance-of-spinal
https://akademik.atauni.edu.tr/yayinlar/174345-effects-of-connector-placement-on-the-biomechanical-performance-of-spinal


27. Improving tribological performance with oxidationprocess for boronized TI6AL4V alloys (2021)
Yusuf Burak Bozkurt, Yeşim Seçer Kavasoğlu, Halim Kovacı, Yakup Uzun, Ayhan Çelik
6nd International Conference on Material Science and Technology in Cappadocia (IMSTEC’21), Nevşehir, 26.11.2021
– 28.11.2021, ss. 274–278, Tam metin bildiri
Tam Metin Bildiri · Uluslararası · Türkiye

28. Analysıs Of Flow Accelerated Electrochemıcal Corrosıon Propertıes Of Different Metallic Biomaterials
(2021)
Yusuf Burak Bozkurt, Burak Atik, Halim Kovacı, Yakup Uzun, Ayhan Çelik
6th International Conference on Material Science and Technology in Cappadocia, Nevşehir, 26.11.2021 –
28.11.2021, ss. 259–263, Tam metin bildiri
Tam Metin Bildiri · Ulusal · Türkiye

29. Improvıng Trıbologıcal Performance With Oxıdatıon Process For Boronızed Ti6Al4V Alloys (2021)
Yusuf Burak Bozkurt, Yeşim Seçer Kavasoğlu, Halim Kovacı, Yakup Uzun, Ayhan Çelik
6th International Conference on Material Science and Technology in Cappadocia, Nevşehir, 26.11.2021 –
28.11.2021, ss. 264–268, Tam metin bildiri
Tam Metin Bildiri · Uluslararası · Türkiye

30. Analysis of flow accelerated electrochemical corrosıon properties of different metallic biomaterials
(2021)
YUSUF BURAK BOZKURT, BURAK ATİK, Halim Kovacı, YAKUP UZUN, Ayhan Çelik
6nd International Conference on Material Science and Technology in Cappadocia (IMSTEC’21), Nevşehir, 26.11.2021
– 28.11.2021, ss. 269–273, Tam metin bildiri
Tam Metin Bildiri · Uluslararası · Türkiye

31. Dip Coated of Al2O3 and Graphene Thin Films on 316L Stainless Steel: Tribocorrosion Behaviours (2020)
Yusuf Burak Bozkurt, Yeşim Seçer Kavasoğlu, Halim Kovacı, Ali Fatih Yetim, Ayhan Çelik
5th International Mediterranean Science and Engineering Congress, Antalya, 21.10.2020 – 23.10.2020, ss. 575–579,
Tam metin bildiri
Tam Metin Bildiri · Uluslararası · Türkiye

32. Dry Wear Behaviour of Bio-ceramic Coated cp-Ti by Electrophoretic Deposition (2020)
Yusuf Burak Bozkurt, Burak Atik, Halim Kovacı, Ali Fatih Yetim, Ayhan Çelik
5th International Mediterranean Science and Engineering Congress, Antalya, 21.10.2020 – 23.10.2020, s. 580, Özet
bildiri
Özet Bildiri · Uluslararası · Türkiye

33. Improving Electrochemical Corrosion Properties of Ti45Nb by Composite Coating (2020)
Burak Atik, Yusuf Burak Bozkurt, Halim Kovacı, Yakup Uzun, Ayhan Çelik
5th International Mediterranean Science and Engineering Congress (IMSEC 2020), Alanya, 21.10.2020 – 23.10.2020,
ss. 654–657, Tam metin bildiri
Tam Metin Bildiri · Uluslararası · Türkiye

34. The effect of wear mechanism for plasma oxidised Cp-Ti and its alloys on tribocorrosion performance
(2020)
Yeşim Seçer Kavasoğlu, YUSUF BURAK BOZKURT, Halim Kovacı, ALİ FATİH YETİM, Ayhan Çelik
9th International Conference on Advanced Technologies, İstanbul, 10.08.2020 – 12.08.2020, Tam metin bildiri
Tam Metin Bildiri · Uluslararası · Türkiye

Ayhan Çelik — Özgeçmiş · Oluşturulma: 15.10.2026 Sayfa 31 / 41

https://akademik.atauni.edu.tr/yayinlar/174418-improving-tribological-performance-with-oxidationprocess-for-boronized-ti6al4v
https://akademik.atauni.edu.tr/yayinlar/174404-analysis-of-flow-accelerated-electrochemical-corrosion-properties-of-different
https://akademik.atauni.edu.tr/yayinlar/174386-improving-tribological-performance-with-oxidation-process-for-boronized-ti6al4v
https://akademik.atauni.edu.tr/yayinlar/174374-analysis-of-flow-accelerated-electrochemical-corrosion-properties-of-different
https://akademik.atauni.edu.tr/yayinlar/174399-dip-coated-of-al2o3-and-graphene-thin-films-on-316l-stainless-steel
https://akademik.atauni.edu.tr/yayinlar/174396-dry-wear-behaviour-of-bio-ceramic-coated-cp-ti-by-electrophoretic-deposition
https://akademik.atauni.edu.tr/yayinlar/174356-improving-electrochemical-corrosion-properties-of-ti45nb-by-composite-coating
https://akademik.atauni.edu.tr/yayinlar/174412-the-effect-of-wear-mechanism-for-plasma-oxidised-cp-ti-and-its-alloys-on


35. İnvestigatı-ion Of Tribocorrosion Behaviour Of 316L Coated h-BN With Electrophoretic Deposition
Technique, (2020)
Yusuf Burak Bozkurt, Burak Atik, Halim Kovacı, Ali Fatih Yetim, Ayhan Çelik
International Conference on Advanced Technologies (ICAT’20), İstanbul, 10.08.2020 – 12.08.2020, s. 3, Tam metin
bildiri
Tam Metin Bildiri · Uluslararası · Türkiye

36. Investigation Of Tribocorrosion Behaviour Of 316L Coated H BN With Electrophoretic Deposition
Technique (2020)
Yusuf Burak Bozkurt, Burak Atik, Halim Kovacı, Ali Fatih Yetim, Ayhan Çelik
9th International Conference on Advanced Technologies, İstanbul, 10.08.2020 – 12.08.2020, ss. 1–4, Tam metin
bildiri
Tam Metin Bildiri · Uluslararası · Türkiye

37. Investigation of tribocorrosion behavior of 316L coated H-BN with electrophoretic deposition technique
(2020)
YUSUF BURAK BOZKURT, Burak Atik, Halim Kovacı, ALİ FATİH YETİM, Ayhan Çelik
9th International Conference on Advanced Technologies, İstanbul, 10.08.2020 – 12.08.2020, Tam metin bildiri
Tam Metin Bildiri · Uluslararası · Türkiye

38. The biomechanical analysis for biodegradable pure magnesium bone screws under three point bending
and torsional test (2020)
Burak Atik, YUSUF BURAK BOZKURT, Yeşim Seçer Kavasoğlu, Yakup Uzun, Halim Kovacı, Ayhan Çelik
9th International Conference on Advanced Technologies, İstanbul, 10.08.2020 – 12.08.2020, Tam metin bildiri
Tam Metin Bildiri · Uluslararası · Türkiye

39. Comparison of electrochemical corrosion behavior of Ti6Al4V produced by selective laser melting and
forging (2019)
Yusuf Burak Bozkurt, Halim Kovacı, Ali Fatih Yetim, Muhammet Taha Acar, Ayhan Çelik
5th International Conference on Advances in Mechanical Engineering-Yıldız Technical University, İstanbul,
17.12.2019 – 19.12.2019, Özet bildiri
Özet Bildiri · Uluslararası · Türkiye

40. The Influence of Different Surface Treatment on The Behaviour of Fatigue Crack Growth of AISI 4140
Under Two-stage Block Loading (2019)
Yusuf Burak Bozkurt, Halim Kovacı, Ali Fatih Yetim, Özlem Baran Acımert, Ayhan Çelik
5TH International Conference on Advances in Mechanical Engineering, İstanbul, 17.12.2019 – 19.12.2019, s. 2435,
Özet bildiri
Özet Bildiri · Uluslararası · Türkiye

41. The influence of different surface treatment on the behavior of fatigue crack growth of AISI 4140 under
two-stage block loading (2019)
Yusuf Burak Bozkurt, Halim Kovacı, ALİ FATİH YETİM, ÖZLEM BARAN, Ayhan Çelik
5th International Conference on Advances in Mechanical Engineering-Yıldız Technical University, İstanbul,
17.12.2019 – 19.12.2019, Özet bildiri
Özet Bildiri · Uluslararası · Türkiye

42. Synthesis and characterization of plasma polymerized polyaniline thin films on Ti6Al4V alloy (2019)
MELİKE YILDIZ, ÖZKAN BAYRAM, Halim Kovacı, Ayhan Çelik
5th International Conference on Advances in Mechanical Engineering-Yıldız Technical University, İstanbul,
17.12.2019 – 19.12.2019, Özet bildiri
Özet Bildiri · Uluslararası · Türkiye

Ayhan Çelik — Özgeçmiş · Oluşturulma: 15.10.2026 Sayfa 32 / 41

https://akademik.atauni.edu.tr/yayinlar/174403-investigati-ion-of-tribocorrosion-behaviour-of-316l-coated-h-bn-with
https://akademik.atauni.edu.tr/yayinlar/174403-investigati-ion-of-tribocorrosion-behaviour-of-316l-coated-h-bn-with
https://akademik.atauni.edu.tr/yayinlar/174375-investigation-of-tribocorrosion-behaviour-of-316l-coated-h-bn-with
https://akademik.atauni.edu.tr/yayinlar/174375-investigation-of-tribocorrosion-behaviour-of-316l-coated-h-bn-with
https://akademik.atauni.edu.tr/yayinlar/174354-investigation-of-tribocorrosion-behavior-of-316l-coated-h-bn-with
https://akademik.atauni.edu.tr/yayinlar/174346-the-biomechanical-analysis-for-biodegradable-pure-magnesium-bone-screws-under
https://akademik.atauni.edu.tr/yayinlar/174346-the-biomechanical-analysis-for-biodegradable-pure-magnesium-bone-screws-under
https://akademik.atauni.edu.tr/yayinlar/174398-comparison-of-electrochemical-corrosion-behavior-of-ti6al4v-produced-by
https://akademik.atauni.edu.tr/yayinlar/174398-comparison-of-electrochemical-corrosion-behavior-of-ti6al4v-produced-by
https://akademik.atauni.edu.tr/yayinlar/174392-the-influence-of-different-surface-treatment-on-the-behaviour-of-fatigue-crack
https://akademik.atauni.edu.tr/yayinlar/174392-the-influence-of-different-surface-treatment-on-the-behaviour-of-fatigue-crack
https://akademik.atauni.edu.tr/yayinlar/174380-the-influence-of-different-surface-treatment-on-the-behavior-of-fatigue-crack
https://akademik.atauni.edu.tr/yayinlar/174380-the-influence-of-different-surface-treatment-on-the-behavior-of-fatigue-crack
https://akademik.atauni.edu.tr/yayinlar/174363-synthesis-and-characterization-of-plasma-polymerized-polyaniline-thin-films-on


43. The Investigation of Pull Out Performance For Pure Magnesium Bone Screws in Biodegradation
Perspective (2019)
Burak Atik, Alptuğ Atila, Yusuf Burak Bozkurt, Halim Kovacı, Ayhan Çelik
5TH International Conference on Advances in Mechanical Engineering, İstanbul, 17.12.2019 – 19.12.2019, s. 2437,
Özet bildiri
Özet Bildiri · Uluslararası · Türkiye

44. Biyouyumluluk Perspektifinde Östenitik Paslanmaz Çelik, Beta Titanyum ve Alfa+beta Titanyum
Alaşımlarının Tribokorozyon Performanslarının İncelenmesi (2019)
Burak Atik, Yusuf Burak Bozkurt, Halim Kovacı, Tuba Yetim, Ayhan Çelik
International Congress of Science, Mathematics and Engineering, İzmir, 08.11.2019 – 10.11.2019, s. 17, Özet bildiri
Özet Bildiri · Uluslararası · Türkiye

45. Termokimyasal yüzey işlemi uygulanmış AISI 4140 çeliğinin farklı ortamlardaki elektrokimyasal
performansının değerlendirilmesi (2019)
Şükran Merve Tüzemen, Yusuf Burak Bozkurt, Halim Kovacı, Ali Fatih Yetim, Ayhan Çelik
Uluslararası Fen, Matematik ve Mühendislik Kongresi, İzmir, 08.11.2019 – 10.11.2019, s. 98, Özet bildiri
Özet Bildiri · Uluslararası · Türkiye

46. Spinal İmplant Grupları İçin İnovatif Test Metodu: Tekrarlı Hareket Altında Tutunma Performansının
İncelenmesi (2019)
Yeşim Seçer Kavasoğlu, Yusuf Burak Bozkurt, Halim Kovacı, Ali Fatih Yetim, Ayhan Çelik
International Congress of Science, Mathematics and Engineering, İzmir, 08.11.2019 – 10.11.2019, s. 19, Özet bildiri
Özet Bildiri · Uluslararası · Türkiye

47. Biyouyumluluk perspektifinde östenitik paslanmaz çelik, beta titanyum ve alfabeta titanyum
alaşımlarının tribokorozyon performanslarının incelenmesi (2019)
Burak Atik, Yusuf Burak BOZKURT, Halim Kovacı, TUBA YETİM, Ayhan Çelik
Uluslararası Fen, Matematik ve Mühendislik Kongresi-Ege Üniversitesi, İzmir, 08.10.2019 – 10.10.2019, Özet bildiri
Özet Bildiri · Uluslararası · Türkiye

48. Determination of fracture micromechanics and fracture toughness of plasma nitrided, DLC coated and
duplex surface treated AISI 4140 steel (2019)
Halim Kovacı, ALİ FATİH YETİM, ÖZLEM BARAN, Ayhan Çelik
27th Annual International Conference on Composites or Nano Engineering (ICCE-27), Granada, 14.07.2019 –
20.07.2019, Özet bildiri
Özet Bildiri · Uluslararası · Nikaragua

49. Study of corrosion and mechanical properties of welding with massive and flux cored wire in
conventional and pulsed gas metal arc welding (2019)
Yakup Uzun, Halim Kovacı, ALİ FATİH YETİM, Ayhan Çelik
4. International Mediterranean Science and Engineering Congress (IMSEC 2019), 25.04.2019 – 27.04.2019, Tam
metin bildiri
Tam Metin Bildiri · Uluslararası

50. The effects of boriding on the cytotoxicity of CoCrW dental crowns (2019)
Yakup Uzun, Halim Kovacı, ALİ FATİH YETİM, ALI TAGHIZADEHGHALEHJOUGHI, Ayhan Çelik
International Symposium on Boron, 17.04.2019 – 19.04.2019, Tam metin bildiri
Tam Metin Bildiri · Uluslararası

Ayhan Çelik — Özgeçmiş · Oluşturulma: 15.10.2026 Sayfa 33 / 41

https://akademik.atauni.edu.tr/yayinlar/23014-the-investigation-of-pull-out-performance-for-pure-magnesium-bone-screws-in
https://akademik.atauni.edu.tr/yayinlar/23014-the-investigation-of-pull-out-performance-for-pure-magnesium-bone-screws-in
https://akademik.atauni.edu.tr/yayinlar/174417-biyouyumluluk-perspektifinde-ostenitik-paslanmaz-celik-beta-titanyum-ve-alfabeta
https://akademik.atauni.edu.tr/yayinlar/174417-biyouyumluluk-perspektifinde-ostenitik-paslanmaz-celik-beta-titanyum-ve-alfabeta
https://akademik.atauni.edu.tr/yayinlar/174416-termokimyasal-yuzey-islemi-uygulanmis-aisi-4140-celiginin-farkli-ortamlardaki
https://akademik.atauni.edu.tr/yayinlar/174416-termokimyasal-yuzey-islemi-uygulanmis-aisi-4140-celiginin-farkli-ortamlardaki
https://akademik.atauni.edu.tr/yayinlar/174379-spinal-implant-gruplari-icin-inovatif-test-metodu-tekrarli-hareket-altinda
https://akademik.atauni.edu.tr/yayinlar/174379-spinal-implant-gruplari-icin-inovatif-test-metodu-tekrarli-hareket-altinda
https://akademik.atauni.edu.tr/yayinlar/174384-biyouyumluluk-perspektifinde-ostenitik-paslanmaz-celik-beta-titanyum-ve-alfabeta
https://akademik.atauni.edu.tr/yayinlar/174384-biyouyumluluk-perspektifinde-ostenitik-paslanmaz-celik-beta-titanyum-ve-alfabeta
https://akademik.atauni.edu.tr/yayinlar/174385-determination-of-fracture-micromechanics-and-fracture-toughness-of-plasma
https://akademik.atauni.edu.tr/yayinlar/174385-determination-of-fracture-micromechanics-and-fracture-toughness-of-plasma
https://akademik.atauni.edu.tr/yayinlar/174364-study-of-corrosion-and-mechanical-properties-of-welding-with-massive-and-flux
https://akademik.atauni.edu.tr/yayinlar/174364-study-of-corrosion-and-mechanical-properties-of-welding-with-massive-and-flux
https://akademik.atauni.edu.tr/yayinlar/174344-the-effects-of-boriding-on-the-cytotoxicity-of-cocrw-dental-crowns


51. THE MECHANICAL PROPERTIES of DIFFERENT CELLULAR LATTICE STRUCTURES MANUFACTURED by
SELECTIVE LASER MELTING: EXPERIMENTS and FINITE ELEMENT ANALYSIS (2018)
FATİH YILDIZ, İLYAS HACISALİHOĞLU, İSMAİL HAKKI KORKMAZ, İRFAN KAYMAZ, Ayhan Çelik
9 TH INTERNATIONAL BIOMECHANICS CONGRESS, Eskişehir, 19.09.2018 – 22.09.2018, Tam metin bildiri
Tam Metin Bildiri · Uluslararası · Türkiye

52. Production technologies and biomaterials used on modern spinal instrumentation (2018)
Yusuf Burak Bozkurt, Halim Kovacı, Ali Fatih Yetim, Ayhan Çelik
International 9. Biomechanics Congress, Eskişehir, 19.09.2018 – 22.09.2018, ss. 96–97, Özet bildiri
Özet Bildiri · Uluslararası · Türkiye

53. Effects of PLA, UHMWPE and bone cement materials on the biomechanical pull-out performance of
metallic bone screws (2018)
Yusuf Burak Bozkurt, Halim Kovacı, Ali Fatih Yetim, Ayhan Çelik
International 9. Biomechanics Congress, Eskişehir, 19.09.2018 – 22.09.2018, s. 79, Tam metin bildiri
Tam Metin Bildiri · Uluslararası · Türkiye

54. Effects of duplex composite layers produced by plasma nitriding and DLC coating on fatigue crack
growth behavior of a low-alloy steel (2018)
Halim Kovacı, ÖZLEM BARAN, ALİ FATİH YETİM, Ayhan Çelik
21th International Conference on Composite Structures (ICCS21), 04.09.2018 – 07.09.2018, Özet bildiri
Özet Bildiri · Uluslararası

55. Friction and wear properties of B-doped TiO2 thin films produced on Ti6Al4V alloy (2018)
Muhammet Taha ACAR, TUBA YETİM, Halim Kovacı, ALİ FATİH YETİM, Ayhan Çelik
3rd International Conference on Engineering Technology and Applied Sciences (ICETAS), 17.07.2018 – 21.07.2018,
Özet bildiri
Özet Bildiri · Uluslararası

56. Comparison of tribological and electrochemical properties of titanium oxide films produced on Cp-Ti by
sol-gel and SILAR methods (2018)
Onur ÇOMAKLI, Mustafa Yazıcı, Halim Kovacı, Tuba Yetim, A. F. YETIM, Ayhan Çelik
45th International Conference on Metallurgical Coatings and Thin Films (ICMCTF 2018), San Diego, 23.04.2018 –
27.04.2018, s. 150, Özet bildiri
Özet Bildiri · Uluslararası · Amerika Birleşik Devletleri

57. The friction and wear performance of DLC coatings deposited on plasma nitrided AISI 4140 steel by
magnetron sputtering under air and vacuum conditions (2018)
Halim Kovacı, OZLEM BARAN, A. F. YETIM, Yusuf Burak Bozkurt, Levent Kara, Ayhan Çelik
45th International Conference on Metallurgical Coatings and Thin Films (ICMCTF 2018), San Diego, 23.04.2018 –
27.04.2018, s. 160, Özet bildiri
Özet Bildiri · Uluslararası · Amerika Birleşik Devletleri

58. Comparison of Structure and Corrosion Properties of Titanium Oxide Films Prepared by
ThermalOxidation, DC Plasma Oxidation, and by The Sol-Gel (2017)
ONUR ÇOMAKLI, MUSTAFA YAZICI, TUBA YETİM, ALİ FATİH YETİM, Ayhan Çelik
2ndInternational Conference on Advanced Engineering Technologies (ICADET’xx17), 21.09.2017 – 23.09.2017, Özet
bildiri
Özet Bildiri · Uluslararası

Ayhan Çelik — Özgeçmiş · Oluşturulma: 15.10.2026 Sayfa 34 / 41

https://akademik.atauni.edu.tr/yayinlar/190457-the-mechanical-properties-of-different-cellular-lattice-structures-manufactured
https://akademik.atauni.edu.tr/yayinlar/190457-the-mechanical-properties-of-different-cellular-lattice-structures-manufactured
https://akademik.atauni.edu.tr/yayinlar/174389-production-technologies-and-biomaterials-used-on-modern-spinal-instrumentation
https://akademik.atauni.edu.tr/yayinlar/174388-effects-of-pla-uhmwpe-and-bone-cement-materials-on-the-biomechanical-pull-out
https://akademik.atauni.edu.tr/yayinlar/174388-effects-of-pla-uhmwpe-and-bone-cement-materials-on-the-biomechanical-pull-out
https://akademik.atauni.edu.tr/yayinlar/174409-effects-of-duplex-composite-layers-produced-by-plasma-nitriding-and-dlc-coating
https://akademik.atauni.edu.tr/yayinlar/174409-effects-of-duplex-composite-layers-produced-by-plasma-nitriding-and-dlc-coating
https://akademik.atauni.edu.tr/yayinlar/174411-friction-and-wear-properties-of-b-doped-tio2-thin-films-produced-on-ti6al4v
https://akademik.atauni.edu.tr/yayinlar/174400-comparison-of-tribological-and-electrochemical-properties-of-titanium-oxide
https://akademik.atauni.edu.tr/yayinlar/174400-comparison-of-tribological-and-electrochemical-properties-of-titanium-oxide
https://akademik.atauni.edu.tr/yayinlar/174352-the-friction-and-wear-performance-of-dlc-coatings-deposited-on-plasma-nitrided
https://akademik.atauni.edu.tr/yayinlar/174352-the-friction-and-wear-performance-of-dlc-coatings-deposited-on-plasma-nitrided
https://akademik.atauni.edu.tr/yayinlar/190462-comparison-of-structure-and-corrosion-properties-of-titanium-oxide-films
https://akademik.atauni.edu.tr/yayinlar/190462-comparison-of-structure-and-corrosion-properties-of-titanium-oxide-films


59. Comparison of tribological properties of TiO2, ZrO2 and TiO2–ZrO2 composite films prepared by
sol–gelmethod (2017)
ONUR ÇOMAKLI, MUSTAFA YAZICI, TUBA YETİM, ALİ FATİH YETİM, Ayhan Çelik
2ndInternational Conference on Advanced Engineering Technologies (ICADET’17), 21.09.2017 – 23.09.2017, Özet
bildiri
Poster · Uluslararası

60. Yapay Tükürük Sıvısında Plazma Oksitlenmiş CoCrMo Alaşımının Elektrokimyasal Korozyon Davranışı
(2017)
Mevra Aslan Çakır, Yusuf Burak Bozkurt, Ali Fatih Yetim, Tuba Yetim, Ayhan Çelik
II. International Conference on Advanced Engineering Technologies, Bayburt, 21.09.2017 – 23.09.2017, s. 1456,
Özet bildiri
Özet Bildiri · Uluslararası · Türkiye

61. UV Işınlarıyla Sertleştirilerek Kaplanmış Hidrofobik ve OleofobikKaplamaların Korozyon Davranışı (2017)
MEVRA ASLAN, TUBA YETİM, ALİ FATİH YETİM, Ayhan Çelik
2nd International Conference on Advanced Engineering Technologies (ICADET), 21.09.2017 – 23.09.2017, Özet
bildiri
Özet Bildiri · Uluslararası

62. Dubleks Kaplı AISI 4140 Çeliğinin Elektrokimyasal Özelliklerinin Belirlenmesi (2017)
Halim Kovacı, Yusuf Burak Bozkurt, Mevra Aslan Çakır, Ali Fatih Yetim, Ayhan Çelik
II. International Conference on Advanced Engineering Technologies, Bayburt, 21.09.2017 – 23.09.2017, s. 1462,
Özet bildiri
Özet Bildiri · Uluslararası · Türkiye

63. Investigation of corrosion behavior of Ni-doped Al2O3 film coated Cp-Ti (2017)
Kerem Turalıoğlu, Merve Taftalı, Tuba Yetim, Mustafa Yazıcı, Onur ÇOMAKLI, Halim Kovacı, A. F. YETIM, Ayhan Çelik
2nd International Conference on Advanced Engineering Technologies (ICADET), Bayburt, 21.09.2017 – 23.09.2017,
s. 155, Tam metin bildiri
Poster · Uluslararası · Türkiye

64. Dubleks yüzey işlemi uygulanmış AISI 4140 çeliğinin elektrokimyasal özelliklerinin belirlenmesi (2017)
Halim Kovacı, Yusuf Burak Bozkurt, Mevra ASLAN, A. F. YETIM, Ayhan Çelik
2nd International Conference on Advanced Engineering Technologies (ICADET), Bayburt, 21.09.2017 – 23.09.2017,
s. 150, Özet bildiri
Özet Bildiri · Uluslararası · Türkiye

65. Corrosion and wear behavior of Ti-doped Al2O3 nanocomposite coatings on CP-Ti (2017)
ONUR ÇOMAKLI, MUSTAFA YAZICI, TUBA YETİM, ALİ FATİH YETİM, Ayhan Çelik
20th. International Conference on Composite Structures (ICCS2017), 04.09.2017 – 07.09.2017, Özet bildiri
Poster · Uluslararası

66. The corrosion resistance of Ag2O/ZnO/NiO nanocomposite film coated Cp-Ti (2017)
TUBA YETİM, ONUR ÇOMAKLI, MUSTAFA YAZICI, ALİ FATİH YETİM, Ayhan Çelik
20th International Conference on Composite Structures (ICCS20), 04.09.2017 – 07.09.2017, Özet bildiri
Özet Bildiri · Uluslararası

67. Investigation of the friction and wear behavior of DLC films and duplex plasma nitriding/DLC coatings
under different sliding conditions (2017)
Halim Kovacı, A. F. YETIM, OZLEM BARAN, Ayhan Çelik
20th International Conference on Composite Structures (ICCS20), Paris, 04.09.2017 – 07.09.2017, s. 150, Özet bildiri
Özet Bildiri · Uluslararası · Fransa

Ayhan Çelik — Özgeçmiş · Oluşturulma: 15.10.2026 Sayfa 35 / 41

https://akademik.atauni.edu.tr/yayinlar/190441-comparison-of-tribological-properties-of-tio2-zro2-and-tio2-zro2-composite-films
https://akademik.atauni.edu.tr/yayinlar/190441-comparison-of-tribological-properties-of-tio2-zro2-and-tio2-zro2-composite-films
https://akademik.atauni.edu.tr/yayinlar/190440-yapay-tukuruk-sivisinda-plazma-oksitlenmis-cocrmo-alasiminin-elektrokimyasal
https://akademik.atauni.edu.tr/yayinlar/190427-uv-isinlariyla-sertlestirilerek-kaplanmis-hidrofobik-ve-oleofobikkaplamalarin
https://akademik.atauni.edu.tr/yayinlar/174413-dubleks-kapli-aisi-4140-celiginin-elektrokimyasal-ozelliklerinin-belirlenmesi
https://akademik.atauni.edu.tr/yayinlar/174401-investigation-of-corrosion-behavior-of-ni-doped-al2o3-film-coated-cp-ti
https://akademik.atauni.edu.tr/yayinlar/174369-dubleks-yuzey-islemi-uygulanmis-aisi-4140-celiginin-elektrokimyasal
https://akademik.atauni.edu.tr/yayinlar/190453-corrosion-and-wear-behavior-of-ti-doped-al2o3-nanocomposite-coatings-on-cp-ti
https://akademik.atauni.edu.tr/yayinlar/190438-the-corrosion-resistance-of-ag2oznonio-nanocomposite-film-coated-cp-ti
https://akademik.atauni.edu.tr/yayinlar/174367-investigation-of-the-friction-and-wear-behavior-of-dlc-films-and-duplex-plasma
https://akademik.atauni.edu.tr/yayinlar/174367-investigation-of-the-friction-and-wear-behavior-of-dlc-films-and-duplex-plasma


68. Comparison of structure and tribological properties of titanium oxide films fabricated by thermal
ozidation, DC plasma oxidation and the sol-gel (2017)
ONUR ÇOMAKLI, MUSTAFA YAZICI, TUBA YETİM, ALİ FATİH YETİM, Ayhan Çelik
International Conference on Advances and Innovations in Engineering, 10.05.2017 – 12.05.2017, Özet bildiri
Özet Bildiri · Uluslararası

69. Finite element analysis of biomechanical performance of spinal rods in different geometries (2017)
Yusuf Burak Bozkurt, Mevra Aslan Çakır, Halim Kovacı, Ali Fatih Yetim, Ayhan Çelik
International Conference on Advances and Innovations in Engineering-ICAIE, Elazığ, 10.05.2017 – 12.05.2017, s. 25,
Özet bildiri
Özet Bildiri · Uluslararası · Türkiye

70. Corrosion Behaviour Of Plasma Oxidized Commercial Pure Titanium Under Artificial Saliva AndRinger
Solution Environments (2016)
ONUR ÇOMAKLI, MUSTAFA YAZICI, TUBA YETİM, ALİ FATİH YETİM, Ayhan Çelik
KORSEM16, 05.10.2016 – 07.10.2016, Tam metin bildiri
Tam Metin Bildiri · Uluslararası

71. Corrosion performance and semiconductor properties of SiO2/TiO2 multilayer, TiO2, SiO2 coatings
deposited on Cp-Ti Implant material in simulated body fluid (SBF) solution (2016)
MUSTAFA YAZICI, ONUR ÇOMAKLI, TUBA YETİM, Halim Kovacı, ALİ FATİH YETİM, Ayhan Çelik
14th International Corrosion Symposium, KORSEM16, Bayburt, 05.10.2016 – 07.10.2016, ss. 203–209, Tam metin
bildiri
Tam Metin Bildiri · Uluslararası · Türkiye

72. Corrosion performance and semiconductor properties of SiO2/TiO2 multilayer, TiO2, SiO2 coatings
deposited on Cp-Ti Implant material (2016)
Mustafa Yazıcı, Onur ÇOMAKLI, Tuba Yetim, Halim Kovacı, ALI FATIH YETIM, Ayhan Çelik
14th International Corrosion Symposium-KORSEM16, Bayburt, 05.10.2016 – 07.10.2016, ss. 203–209, Tam metin
bildiri
Tam Metin Bildiri · Uluslararası · Türkiye

73. Tribological properties of SiO2 TiO2multilayer TiO2 SiO2 coatings deposited onCP Ti implant material in
simulated bodyfluid SBF solution (2016)
MUSTAFA YAZICI, ONUR ÇOMAKLI, TUBA YETİM, ALİ FATİH YETİM, Ayhan Çelik
ICABEE 2016, 18.08.2016 – 19.09.2016, Tam metin bildiri
Tam Metin Bildiri · Uluslararası

74. Konvansiyonel ve Sinerjik Kaynak Makinaları İle Kaynak Edilmiş ST 37 Çeliğin Kaynak Dikişlerinin
İncelenmesi (2016)
YAKUP UZUN, ALİ FATİH YETİM, Ayhan Çelik
4.Uluslararası Kaynak Teknolojileri Konferansı ve Sergileri, 11.05.2016, Tam metin bildiri
Tam Metin Bildiri · Uluslararası

75. A COMPARATIVE ANALYSIS OF WELD SEWING OF ST37 STEEL THAT WAS WELDED BY CONVENTIONAL
AND SYNERGIC MACHINES (2016)
Yakup Uzun, Ayhan Çelik, ALİ FATİH YETİM
ICWET 16 4. ULUSLAR ARASI KAYNAK TEKNOLOJİLERİ KONFERANSI VE SERGİSİ, 11.05.2016 – 13.05.2016, Özet bildiri
Bildiri · Uluslararası

Ayhan Çelik — Özgeçmiş · Oluşturulma: 15.10.2026 Sayfa 36 / 41

https://akademik.atauni.edu.tr/yayinlar/190448-comparison-of-structure-and-tribological-properties-of-titanium-oxide-films
https://akademik.atauni.edu.tr/yayinlar/190448-comparison-of-structure-and-tribological-properties-of-titanium-oxide-films
https://akademik.atauni.edu.tr/yayinlar/174359-finite-element-analysis-of-biomechanical-performance-of-spinal-rods-in-different
https://akademik.atauni.edu.tr/yayinlar/190447-corrosion-behaviour-of-plasma-oxidized-commercial-pure-titanium-under-artificial
https://akademik.atauni.edu.tr/yayinlar/190447-corrosion-behaviour-of-plasma-oxidized-commercial-pure-titanium-under-artificial
https://akademik.atauni.edu.tr/yayinlar/174408-corrosion-performance-and-semiconductor-properties-of-sio2tio2-multilayer-tio2
https://akademik.atauni.edu.tr/yayinlar/174408-corrosion-performance-and-semiconductor-properties-of-sio2tio2-multilayer-tio2
https://akademik.atauni.edu.tr/yayinlar/174350-corrosion-performance-and-semiconductor-properties-of-sio2tio2-multilayer-tio2
https://akademik.atauni.edu.tr/yayinlar/174350-corrosion-performance-and-semiconductor-properties-of-sio2tio2-multilayer-tio2
https://akademik.atauni.edu.tr/yayinlar/190430-tribological-properties-of-sio2-tio2multilayer-tio2-sio2-coatings-deposited-oncp
https://akademik.atauni.edu.tr/yayinlar/190430-tribological-properties-of-sio2-tio2multilayer-tio2-sio2-coatings-deposited-oncp
https://akademik.atauni.edu.tr/yayinlar/190439-konvansiyonel-ve-sinerjik-kaynak-makinalari-ile-kaynak-edilmis-st-37-celigin
https://akademik.atauni.edu.tr/yayinlar/190439-konvansiyonel-ve-sinerjik-kaynak-makinalari-ile-kaynak-edilmis-st-37-celigin
https://akademik.atauni.edu.tr/yayinlar/190434-a-comparative-analysis-of-weld-sewing-of-st37-steel-that-was-welded-by
https://akademik.atauni.edu.tr/yayinlar/190434-a-comparative-analysis-of-weld-sewing-of-st37-steel-that-was-welded-by


76. Effect of Sol Aging Time on the Wear Properties of TiO2 SiO2 Composite FilmsPrepared by a Sol Gel
Method (2016)
MUSTAFA YAZICI, ONUR ÇOMAKLI, TUBA YETİM, ALİ FATİH YETİM, Ayhan Çelik
IPCAP 2016, 25.02.2016 – 27.02.2016, Tam metin bildiri
Poster · Uluslararası

77. The Effects of Aging Time on the Structural and Electrochemical Properties of Sol GelPrepared
Composite Coatings on CP Ti (2016)
ONUR ÇOMAKLI, MUSTAFA YAZICI, TUBA YETİM, ALİ FATİH YETİM, Ayhan Çelik
IPCAP 2016, 25.02.2016 – 27.02.2016, Tam metin bildiri
Poster · Uluslararası

78. INVESTIGATION OF CHARACTERIZATION AND WEARPROPERTIES OF TIO2 AL2O3 COMPOSITE FILM
COATED ON CP TI (2015)
MUSTAFA YAZICI, ONUR ÇOMAKLI, TUBA YETİM, ALİ FATİH YETİM, Ayhan Çelik
ULUSLAR ARASI KATILIMLI III. EGE KOMPOZIT MALZEMELER SEMPOZYUMU, 05.11.2015 – 07.11.2015, Tam metin
bildiri
Tam Metin Bildiri · Uluslararası

79. INVESTIGATION OF STRUCTURAL ELECTROCHEMICAL PROPERTIES OFTiO2 Al2O3 COMPOSİTE FILMS
COATED CP Ti BİOMATERIAL (2015)
ONUR ÇOMAKLI, MUSTAFA YAZICI, TUBA YETİM, ALİ FATİH YETİM, Ayhan Çelik
ULUSLARARASI KATILIMLI III. EGE KOMPOZIT MALZEMELER SEMPOZYUMU, 05.11.2015 – 07.11.2015, Tam metin
bildiri
Tam Metin Bildiri · Uluslararası

80. Plazma ile nitrürlenmiş AISI 4140 malzemenin dinamik özelliklerinin incelenmesi (2015)
Muhammet Raci AYDIN, Halim Kovacı, Ayhan Çelik, Ömer Gündoğdu
Uluslararası Katılımlı 17. Makine Teorisi Sempozyumu, İzmir, 14.06.2015 – 17.06.2015, s. 25, Tam metin bildiri
Tam Metin Bildiri · Ulusal · Türkiye

81. The effect of post aging on wear properties of a plasma nitrided ferromagnetic steel under DC
magnetic field (2015)
ALİ FATİH YETİM, Halim Kovacı, FATİH YILDIZ, ÖZGÜ BAYRAK, Ayhan Çelik
20th International Conference on Wear of Materials, WOM 2015, Toronto, 12.04.2015 – 16.04.2015, Özet bildiri
Poster · Uluslararası · Kanada

82. Tibia kırıklarında kullanılan kilitli ve kilitsiz plak fiksasyon sistemlerinin sonlu elemanlar yöntemiyle
incelenmesi (2014)
HÜCCET KAHRAMANZADE, Halim Kovacı, AKGÜN ALSARAN, İRFAN KAYMAZ, Ayhan Çelik, Ömer Selim Yıldırım
Uluslararası Katılımlı VII. Ulusal Biyomekanik Kongresi, Isparta, 16.10.2014 – 18.10.2014, Özet bildiri
Özet Bildiri · Ulusal · Türkiye

83. The effect of magnetic field on the wear properties of a ferromagnetic steel (2013)
ALİ FATİH YETİM, Halim Kovacı, MEVRA ASLAN, Ayhan Çelik
19th International Conference on Wear of Materials, WOM 2013, 14.04.2013 – 18.04.2013, ss. 105–110, Özet bildiri
Özet Bildiri · Uluslararası

84. Plasma nitrocarburising of CoCrCo alloy (2012)
Ayhan Çelik, A. F. YETIM, F. YILDIZ, Halim Kovacı, OZGU BAYRAK
2nd International Scientific Conference on Engineering, Antalya, 22.11.2012 – 24.11.2012, ss. 359–364, Tam metin
bildiri
Tam Metin Bildiri · Uluslararası · Türkiye

Ayhan Çelik — Özgeçmiş · Oluşturulma: 15.10.2026 Sayfa 37 / 41

https://akademik.atauni.edu.tr/yayinlar/190461-effect-of-sol-aging-time-on-the-wear-properties-of-tio2-sio2-composite
https://akademik.atauni.edu.tr/yayinlar/190461-effect-of-sol-aging-time-on-the-wear-properties-of-tio2-sio2-composite
https://akademik.atauni.edu.tr/yayinlar/190428-the-effects-of-aging-time-on-the-structural-and-electrochemical-properties-of
https://akademik.atauni.edu.tr/yayinlar/190428-the-effects-of-aging-time-on-the-structural-and-electrochemical-properties-of
https://akademik.atauni.edu.tr/yayinlar/190459-investigation-of-characterization-and-wearproperties-of-tio2-al2o3-composite
https://akademik.atauni.edu.tr/yayinlar/190459-investigation-of-characterization-and-wearproperties-of-tio2-al2o3-composite
https://akademik.atauni.edu.tr/yayinlar/190458-investigation-of-structural-electrochemical-properties-oftio2-al2o3-composite
https://akademik.atauni.edu.tr/yayinlar/190458-investigation-of-structural-electrochemical-properties-oftio2-al2o3-composite
https://akademik.atauni.edu.tr/yayinlar/174382-plazma-ile-nitrurlenmis-aisi-4140-malzemenin-dinamik-ozelliklerinin-incelenmesi
https://akademik.atauni.edu.tr/yayinlar/174419-the-effect-of-post-aging-on-wear-properties-of-a-plasma-nitrided-ferromagnetic
https://akademik.atauni.edu.tr/yayinlar/174419-the-effect-of-post-aging-on-wear-properties-of-a-plasma-nitrided-ferromagnetic
https://akademik.atauni.edu.tr/yayinlar/174397-tibia-kiriklarinda-kullanilan-kilitli-ve-kilitsiz-plak-fiksasyon-sistemlerinin
https://akademik.atauni.edu.tr/yayinlar/174397-tibia-kiriklarinda-kullanilan-kilitli-ve-kilitsiz-plak-fiksasyon-sistemlerinin
https://akademik.atauni.edu.tr/yayinlar/174395-the-effect-of-magnetic-field-on-the-wear-properties-of-a-ferromagnetic-steel
https://akademik.atauni.edu.tr/yayinlar/174376-plasma-nitrocarburising-of-cocrco-alloy


85. Analysis of forging process in bone plate production (2012)
HOJJAT A. S. L. GHAHRAMANZADEH, Halim Kovacı, Akgün ALSARAN, İrfan KAYMAZ, Ayhan Çelik
2nd International Scientific Conference on Engineering, Antalya, 22.11.2012 – 24.11.2012, ss. 305–310, Tam metin
bildiri
Tam Metin Bildiri · Uluslararası · Türkiye

86. Radius kırıklarında kullanılan plak fiksasyonu ve intramedüller çivileme yöntemlerinin teorik olarak
incelenmesi (2012)
Halim Kovacı, Ayhan Çelik, Akgün ALSARAN, İRFAN KAYMAZ, Gürsel SAKA
VI. Ulusal Biyomekanik Kongresi, 27.09.2012 – 29.09.2012, s. 21, Tam metin bildiri
Poster · Ulusal · Türkiye

87. Metalik biyomalzemelerin yapay vücut sıvısı içerisindeki korozyon özellikleri (2011)
Sebahattin Yenal Vangölü, ÖZGÜ BAYRAK, Halim Kovacı, Akgün ALSARAN, Ömer Selim Yıldırım, Ayhan Çelik
4. Ulusal Tıbbi Cihazlar İmalat Sanayi Kongresi, 23.09.2011 – 24.09.2011, Tam metin bildiri
Tam Metin Bildiri · Ulusal · Türkiye

88. İnsan vücudunda kullanılan farklı implantlara uygulanan biyomekanik testler ve ülkemizin biyomekanik
test ihtiyacına genel bir bakış (2011)
Halim Kovacı, Osman Ünsal BAYRAK, I. HACISALIHOGLU, Sebahattin Yenal Vangölü, CIGDEM ALBAYRAK, O. BARAN,
Akgün ALSARAN, Ayhan Çelik, İrfan KAYMAZ, İhsan EFEOĞLU, Orhan Karsan, A. B. SENGUL, Yaşar TOTİK, Ersin
ARSLAN
IV. Ulusal Tıbbi Cihazlar İmalat Sanayi Kongre ve Sergisi, Samsun, 23.09.2011 – 24.09.2011, ss. 39–45, Tam metin
bildiri
Tam Metin Bildiri · Ulusal · Türkiye

89. Çene kırıklarında kullanılan mini plakların koyun çenesi üzerinde yerleştirilmesinin simülasyonu ve FEM
ile gerilme analizi (2011)
HOJJAT A. S. L. GHAHRAMANZADEH, Halim Kovacı, İrfan KAYMAZ, Akgün ALSARAN, Ayhan Çelik, İsmail Akaş
IV. Ulusal Tıbbi Cihazlar İmalat Sanayi Kongre ve Sergisi, Samsun, 23.09.2011 – 24.09.2011, ss. 39–45, Tam metin
bildiri
Tam Metin Bildiri · Ulusal · Türkiye

90. Wear Properties of TiN/TiO2 Duplex Treated CP-Ti (2010)
Sebahattin Yenal Vangölü, ÖZGÜ BAYRAK, Akgün ALSARAN, Ömer Selim Yıldırım, Ayhan Çelik
15th International MetallurgyMaterials Congress, 11.11.2010 – 13.11.2010, Tam metin bildiri
Poster · Uluslararası

91. Farklı yöntemlerle oksitlenmiş Ti6Al4V kortikal vidalarda ayrılma dayanımının incelenmesi (2010)
Sebahattin Yenal Vangölü, ÖZGÜ BAYRAK, Halim Kovacı, Akgün ALSARAN, Ömer Selim Yıldırım, Ayhan Çelik
V. Uluslararası Katılımlı Biyomekanik Kongresi, 23.09.2010 – 25.09.2010, Özet bildiri
Özet Bildiri · Ulusal · Türkiye

92. Multi-pass Scratch Test of DLC Coatings Deposited by CFUBMS on Anodised-CP-Ti at the Different
Temperatures and Potentials (2010)
C Albayrak, Özlem Baran, Akgün ALSARAN, İhsan EFEOĞLU, Ayhan Çelik
ICMCTF2010, 37th Int. Conf. on Metallurgical Coatings and Thin Films, San Diago, 26.04.2010 – 30.04.2010, s. 1,
Tam metin bildiri
Tam Metin Bildiri · Uluslararası · Amerika Birleşik Devletleri

Ayhan Çelik — Özgeçmiş · Oluşturulma: 15.10.2026 Sayfa 38 / 41

https://akademik.atauni.edu.tr/yayinlar/174358-analysis-of-forging-process-in-bone-plate-production
https://akademik.atauni.edu.tr/yayinlar/174373-radius-kiriklarinda-kullanilan-plak-fiksasyonu-ve-intrameduller-civileme
https://akademik.atauni.edu.tr/yayinlar/174373-radius-kiriklarinda-kullanilan-plak-fiksasyonu-ve-intrameduller-civileme
https://akademik.atauni.edu.tr/yayinlar/174383-metalik-biyomalzemelerin-yapay-vucut-sivisi-icerisindeki-korozyon-ozellikleri
https://akademik.atauni.edu.tr/yayinlar/174381-insan-vucudunda-kullanilan-farkli-implantlara-uygulanan-biyomekanik-testler-ve
https://akademik.atauni.edu.tr/yayinlar/174381-insan-vucudunda-kullanilan-farkli-implantlara-uygulanan-biyomekanik-testler-ve
https://akademik.atauni.edu.tr/yayinlar/174351-cene-kiriklarinda-kullanilan-mini-plaklarin-koyun-cenesi-uzerinde
https://akademik.atauni.edu.tr/yayinlar/174351-cene-kiriklarinda-kullanilan-mini-plaklarin-koyun-cenesi-uzerinde
https://akademik.atauni.edu.tr/yayinlar/178576-wear-properties-of-tintio2-duplex-treated-cp-ti
https://akademik.atauni.edu.tr/yayinlar/174361-farkli-yontemlerle-oksitlenmis-ti6al4v-kortikal-vidalarda-ayrilma-dayaniminin
https://akademik.atauni.edu.tr/yayinlar/190423-multi-pass-scratch-test-of-dlc-coatings-deposited-by-cfubms-on-anodised-cp-ti-at
https://akademik.atauni.edu.tr/yayinlar/190423-multi-pass-scratch-test-of-dlc-coatings-deposited-by-cfubms-on-anodised-cp-ti-at


93. Hidroksiapatit içeren TiO2 kaplanmış Ti6Al4V alaşımının potansiyodinamik korozyon davranışı (2009)
Sebahattin Yenal Vangölü, ÖZGÜ BAYRAK, Halim Kovacı, Akgün ALSARAN, Ömer Selim Yıldırım, Ayhan Çelik
3. Ulusal Tıbbi Cihazlar İmalat Sanayi Kongresi, 06.11.2009 – 07.11.2009, Tam metin bildiri
Tam Metin Bildiri · Ulusal · Türkiye

94. Hydroxyapatite containing titania coatings on Ti6Al4V Orthopedic Implants (2009)
Sebahattin Yenal Vangölü, ÖZGÜ BAYRAK, Akgün ALSARAN, Ayhan Çelik
MPA-3rd International Meeting on Developments in Materials, Processes and Applications of Emerging Technologies,
21.07.2009 – 23.07.2009, Özet bildiri
Özet Bildiri · Uluslararası

95. Mechanical and tribological properties of graded Ti(BN-MoS2) based PVD coatings (2009)
İhsan EFEOĞLU, Ayhan Çelik, Akgün ALSARAN, İrfan KAYMAZ, Fatih Yetim
ICMCTF09, 36th Int. Conf. on Metallurgical Coatings and Thin Films, San Diago, 27.04.2009 – 01.05.2009, s. 1, Tam
metin bildiri
Poster · Uluslararası · Amerika Birleşik Devletleri

96. Multi-pass scratch test behaviour of TiAlN thin film deposited on 316L and Ti6Al4V alloy by dc-biased
and pulsed magnetron sputtering (2008)
Fatih Yıldız, Akgün ALSARAN, Ayhan Çelik, İhsan EFEOĞLU
NORDRIB 2008, 13th Nordic Symposium on Tribology, Tempere, 10.07.2008 – 13.07.2008, s. 1, Tam metin bildiri
Tam Metin Bildiri · Uluslararası · Finlandiya

97. The effect of annealing on the adhesion of TiB2 films deposited by CFUBMS” (2008)
Ersin ARSLAN, Yaşar Totik, Ayhan Çelik, İhsan EFEOĞLU
NORDRIB 2008, 13th Nordic Symposium on Tribology, Tempere, 10.06.2008 – 13.06.2008, s. 1, Tam metin bildiri
Poster · Uluslararası · Finlandiya

98. High Temperature friction and wear behaviour of MoS2 Nb coating in ambient air (2008)
ERSİN ARSLAN, Yaşar Totik, ÖZGÜ BAYRAK, İHSAN EFEOĞLU, Ayhan Çelik
13 th Nordic Symposium on Tribology, 10.06.2008 – 13.06.2008, Tam metin bildiri
Tam Metin Bildiri · Uluslararası

99. The effect ıf Annealing on the adhesion of TiB2 films deposited by CFUBMS (2008)
ERSİN ARSLAN, Yaşar Totik, Ayhan Çelik, İHSAN EFEOĞLU
13 th Nordic Symposium on Tribology, 10.06.2008 – 13.06.2008, Tam metin bildiri
Tam Metin Bildiri · Uluslararası

100. Several plasma diffusion processes for improving wear properties of Ti6Al4V alloy (2008)
ALİ FATİH YETİM, FATİH YILDIZ, Sebahattin Yenal Vangölü, AKGÜN ALSARAN, Ayhan Çelik
NORDTRIB-13th Nordic Symposium on Tribology, 10.06.2008 – 13.06.2008, Özet bildiri
Özet Bildiri · Uluslararası

101. Corrosion behaviour of dublex DLC treated 316L stainless steel and Ti6Al4V alloy using as implanted
materials (2008)
Fatih Yetim, Akgün ALSARAN, Ayhan Çelik, İhsan EFEOĞLU
E-MRS Spring Meeting, Strasbourg, 26.05.2008 – 30.05.2008, s. 1, Tam metin bildiri
Tam Metin Bildiri · Uluslararası · Fransa

Ayhan Çelik — Özgeçmiş · Oluşturulma: 15.10.2026 Sayfa 39 / 41

https://akademik.atauni.edu.tr/yayinlar/174414-hidroksiapatit-iceren-tio2-kaplanmis-ti6al4v-alasiminin-potansiyodinamik
https://akademik.atauni.edu.tr/yayinlar/178577-hydroxyapatite-containing-titania-coatings-on-ti6al4v-orthopedic-implants
https://akademik.atauni.edu.tr/yayinlar/190437-mechanical-and-tribological-properties-of-graded-tibn-mos2-based-pvd-coatings
https://akademik.atauni.edu.tr/yayinlar/190452-multi-pass-scratch-test-behaviour-of-tialn-thin-film-deposited-on-316l-and
https://akademik.atauni.edu.tr/yayinlar/190452-multi-pass-scratch-test-behaviour-of-tialn-thin-film-deposited-on-316l-and
https://akademik.atauni.edu.tr/yayinlar/190456-the-effect-of-annealing-on-the-adhesion-of-tib2-films-deposited-by-cfubms
https://akademik.atauni.edu.tr/yayinlar/190451-high-temperature-friction-and-wear-behaviour-of-mos2-nb-coating-in-ambient-air
https://akademik.atauni.edu.tr/yayinlar/190446-the-effect-if-annealing-on-the-adhesion-of-tib2-films-deposited-by-cfubms
https://akademik.atauni.edu.tr/yayinlar/178585-several-plasma-diffusion-processes-for-improving-wear-properties-of-ti6al4v
https://akademik.atauni.edu.tr/yayinlar/190432-corrosion-behaviour-of-dublex-dlc-treated-316l-stainless-steel-and-ti6al4v-alloy
https://akademik.atauni.edu.tr/yayinlar/190432-corrosion-behaviour-of-dublex-dlc-treated-316l-stainless-steel-and-ti6al4v-alloy


102. Ortopedik İmplant ve Cerrahi Tıp ve Dişçilik Takımlarının Dubleks Yüzey İşlemleri Yapısal Mekanik ve
Tribolojik Özelliklerin Karakterizasyonu (2007)
İHSAN EFEOĞLU, Ayhan Çelik, Orhan Karsan, MEHMET GAVGALI, AKGÜN ALSARAN, Yaşar Totik, İRFAN KAYMAZ,
ERSİN ARSLAN, ALİ FATİH YETİM, FATİH YILDIZ, ÖZGÜ BAYRAK
II. Ulusal Tıbbi Cihazlar İmalatı Sanayi Kongre ve Sergisi, 19.10.2007 – 20.10.2007, Tam metin bildiri
Tam Metin Bildiri · Ulusal · Türkiye

103. The effect of annealing on the adhesion of TiB2 films deposited by CFUBMS (2007)
Ersin ARSLAN, Yaşar Totik, Ayhan Çelik, İhsan EFEOĞLU
NORDRIB 2008, 13th Nordic Symposium on Tribology, Tempere, 10.07.2007 – 13.07.2008, s. 1, Tam metin bildiri
Tam Metin Bildiri · Uluslararası · Finlandiya

104. The wear behaviour of manganese phosphate coatings applied on the plasma nitrided AISI 5140 steel
(2007)
Yaşar Totik, Akgün ALSARAN, Ayhan Çelik, İhsan EFEOĞLU
E-MRS Spring Meeting, Starsborg, 20.05.2007 – 01.06.2007, s. 1, Tam metin bildiri
Tam Metin Bildiri · Uluslararası · Fransa

105. AISI 316L Paslanmaz Çeliğinin Plazma ile Nitrürasyon Davranişi (2006)
ALİ FATİH YETİM, Mehmet Karakan, Akgün ALSARAN, Ayhan Çelik, İhsan EFEOĞLU
11. Uluslararası Denizli Malzeme Sempozyumu, Denizli, 19.04.2006 – 21.04.2006, ss. 349–353, Tam metin bildiri
Tam Metin Bildiri · Ulusal · Türkiye

106. Plazma Nitrokarbürleme Sonrasi Yüzey Topografyasindaki Değişimlerin Araştirilmasi (2006)
Mehmet Karakan, Ferhat BÜLBÜL, ALİ FATİH YETİM, Ayhan Çelik
11. Uluslararası Denizli Malzeme Sempozyumu, Denizli, 19.04.2006 – 21.04.2006, ss. 996–1001, Tam metin bildiri
Tam Metin Bildiri · Uluslararası · Türkiye

107. Plazma ile Ostenitik Nitrokarbürleme Sonrası Farklı Soğutma Ortamlarının Yapısal ve Tribolojik
Özelliklere Etkisi (2003)
AKGÜN ALSARAN, Mehmet Karakan, ALİ FATİH YETİM, Ayhan Çelik
3. Uluslararası İleri Teknolojiler Sempozyumu, Ankara, 18.08.2003 – 20.08.2003, Tam metin bildiri
Tam Metin Bildiri · Uluslararası · Türkiye

108. Effect of crystallographic orientation on wear properties of MoS2-Ti coatings by pulsed-dc in nitrogen
and humid air (2003)
İhsan EFEOĞLU, Ferhat BÜLBÜL, Ayhan Çelik
ICMCTF03, Int. Conf. on Metallurgical Coatings and Thin Films, San Diago, 28.04.2003 – 02.05.2003, s. 1, Tam metin
bildiri
Tam Metin Bildiri · Uluslararası · Amerika Birleşik Devletleri

109. Microstructures and tribological behaviours of plasma nitrided and nitrocarburized AISI5140 stee
(2003)
İhsan EFEOĞLU, Akgün Alsaran, Mehmet Karakan, Ferhat BÜLBÜL, Ayhan Çelik
ICMCTF03, Int. Conf. on Metallurgical Coatings and Thin Films, San Diago, 28.04.2003 – 02.05.2003, s. 1, Tam metin
bildiri
Tam Metin Bildiri · Uluslararası · Amerika Birleşik Devletleri

110. Düşük ve Yüksek Sıcaklıklarda İyon Nitrürasyon (2002)
AKGÜN ALSARAN, Mehmet Karakan, Ayhan Çelik
GAP2002 Mühendislik Sempozyumu, Şanlıurfa, 23.06.2002 – 24.06.2002, ss. 273–276, Tam metin bildiri
Tam Metin Bildiri · Uluslararası · Türkiye

Ayhan Çelik — Özgeçmiş · Oluşturulma: 15.10.2026 Sayfa 40 / 41

https://akademik.atauni.edu.tr/yayinlar/190454-ortopedik-implant-ve-cerrahi-tip-ve-discilik-takimlarinin-dubleks-yuzey
https://akademik.atauni.edu.tr/yayinlar/190454-ortopedik-implant-ve-cerrahi-tip-ve-discilik-takimlarinin-dubleks-yuzey
https://akademik.atauni.edu.tr/yayinlar/190424-the-effect-of-annealing-on-the-adhesion-of-tib2-films-deposited-by-cfubms
https://akademik.atauni.edu.tr/yayinlar/190425-the-wear-behaviour-of-manganese-phosphate-coatings-applied-on-the-plasma
https://akademik.atauni.edu.tr/yayinlar/190244-aisi-316l-paslanmaz-celiginin-plazma-ile-nitrurasyon-davranisi
https://akademik.atauni.edu.tr/yayinlar/190243-plazma-nitrokarburleme-sonrasi-yuzey-topografyasindaki-degisimlerin
https://akademik.atauni.edu.tr/yayinlar/190250-plazma-ile-ostenitik-nitrokarburleme-sonrasi-farkli-sogutma-ortamlarinin-yapisal
https://akademik.atauni.edu.tr/yayinlar/190250-plazma-ile-ostenitik-nitrokarburleme-sonrasi-farkli-sogutma-ortamlarinin-yapisal
https://akademik.atauni.edu.tr/yayinlar/190443-effect-of-crystallographic-orientation-on-wear-properties-of-mos2-ti-coatings-by
https://akademik.atauni.edu.tr/yayinlar/190443-effect-of-crystallographic-orientation-on-wear-properties-of-mos2-ti-coatings-by
https://akademik.atauni.edu.tr/yayinlar/190249-microstructures-and-tribological-behaviours-of-plasma-nitrided-and
https://akademik.atauni.edu.tr/yayinlar/190247-dusuk-ve-yuksek-sicakliklarda-iyon-nitrurasyon


111. İyon Nitrürasyon ile Yüzey Sertleştirme İşleminde Optimum Çalışma Şartlarının Belirlenmesi (2000)
Akgün Alsaran, Ayhan Çelik, Cafer Çelik, İhsan Efeoğlu
9.Uluslararası Makine Tasarım ve İmalat Kongresi, Ankara, 13.09.2000 – 15.09.2000, ss. 417–425, Tam metin bildiri
Tam Metin Bildiri · Ulusal · Türkiye

112. TiN filmi Isıl İşlemi Mikroyapı ve Difüzyon Derecesi İlişkisi (1999)
İHSAN EFEOĞLU, Ayhan Çelik, ERSİN ARSLAN
MAMTEK 99, Makine Malzemesi ve İmalat Teknolojisi Sempozyumu, 17.11.1999 – 19.11.1999, Tam metin bildiri
Tam Metin Bildiri · Ulusal · Türkiye

113. Nitrür Seramik Filmlerin Mekanik ve Tribolojik Özellikleri (1999)
İHSAN EFEOĞLU, Ayhan Çelik, ERSİN ARSLAN
MAMTEK 99, Makine Malzemesi ve İmalat Teknolojisi Sempozyumu, 17.11.1999 – 19.11.1999, Tam metin bildiri
Tam Metin Bildiri · Ulusal · Türkiye

114. TiN seramik filmlerin yapısal ve oksidasyon özellikleri (1999)
İhsan EFEOĞLU, Mehmet GAVGALI, Ayhan Çelik, Kadri Vefa Ezirmik
Makina-İmalat Teknolojileri Sempozyumu, Konya, 19.10.1999 – 21.10.1999, ss. 118–124, Özet bildiri
Özet Bildiri · Ulusal · Türkiye

115. M2 takım çeliği üzerine PVD ile kaplanmış nitrür seramik filmlerin korozyon özellikleri (1999)
Mehmet GAVGALI, İhsan EFEOĞLU, Ayhan Çelik, Kadri Vefa Ezirmik
Bilim Günleri, Denizli, 05.05.1999 – 07.05.1999, ss. 698–704, Tam metin bildiri
Tam Metin Bildiri · Ulusal · Türkiye

116. In-Situ X-ray diffraction studies of the structure of nitride thin films under various temperatures (1999)
İhsan EFEOĞLU, Ayhan Çelik, Derek Arnell
ICMCTF99, Int. Conf. on Metallurgical Coatings and Thin Films9, San Diago, 12.04.1999 – 15.04.1999, s. 1, Tam
metin bildiri
Tam Metin Bildiri · Uluslararası · Amerika Birleşik Devletleri

Kitaplar

1. KAYNAK TEKNOLOJİSİ (2020)
Ayhan Çelik, Süleyman Karadeniz, Ali Fatih Yetim, Halim Kovacı, Yakup Uzun, Mevra Aslan
Nobel Yayın Dağıtım, Nobel Yayın Dağıtım, Ankara, 1. baskı, 194 sayfa
Ders Kitabı · Ulusal

Kitapta Bölümler

1. Plasma Assisted Thermochemical Treatments (2005)
Ayhan Çelik, Akgün ALSARAN, Mehmet Karakan
Thin Films and Coatings:New Research, Editör: Caruta B.M., Nova Science Publishers, ss. 133–165
Bilimsel Kitap Bölümü · Uluslararası

Ayhan Çelik — Özgeçmiş · Oluşturulma: 15.10.2026 Sayfa 41 / 41

https://akademik.atauni.edu.tr/yayinlar/181880-iyon-nitrurasyon-ile-yuzey-sertlestirme-isleminde-optimum-calisma-sartlarinin
https://akademik.atauni.edu.tr/yayinlar/190463-tin-filmi-isil-islemi-mikroyapi-ve-difuzyon-derecesi-iliskisi
https://akademik.atauni.edu.tr/yayinlar/190433-nitrur-seramik-filmlerin-mekanik-ve-tribolojik-ozellikleri
https://akademik.atauni.edu.tr/yayinlar/190426-tin-seramik-filmlerin-yapisal-ve-oksidasyon-ozellikleri
https://akademik.atauni.edu.tr/yayinlar/190431-m2-takim-celigi-uzerine-pvd-ile-kaplanmis-nitrur-seramik-filmlerin-korozyon
https://akademik.atauni.edu.tr/yayinlar/190449-in-situ-x-ray-diffraction-studies-of-the-structure-of-nitride-thin-films-under
https://akademik.atauni.edu.tr/yayinlar/174420-kaynak-teknolojisi
https://akademik.atauni.edu.tr/yayinlar/190255-plasma-assisted-thermochemical-treatments

